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Three Organic/Inorganic Nanolayers
on Flexible Foam Allow Retaining
Superior Flame Retardancy
Performance Upon Mechanical
Compression Cycles
Federico Carosio* and Alberto Fina

Dipartimento di Scienza Applicata e Tecnologia, Politecnico di Torino, Alessandria Campus, Alessandria, Italy

The water-based deposition of flame retardant coatings on flexible polyurethane

foams has attracted great interest among the scientific community due to the great

performances associated with this technology. Unfortunately, this approach results

inefficient as it requires a high number of steps in order to achieve the desired properties.

In this paper, we report the production of flame-retardant foams by means of the

simple deposition of only three nanoparticles containing layers. The composition and

order of the deposited layer has been designed in order to provide specific flame

retardant actions, targeting the delayed release of polymer decomposition products to

the gas phase, the dilution of these flammable products with water, and the intumescent

barrier formation. The morphology of the coated foams after the adsorption of each

layer has been investigated by scanning electron microscopy, demonstrating the ability

of each adsorbed layer to completely wrap the complex 3D structure of the foam.

This three layers-based coating produces a protective exoskeleton that is capable of

self-extinguishing the flame in standard flammability tests, leaving the foam almost

unaffected (final residue 98%). In forced combustion tests by cone calorimetry, treated

foams showed considerably reduced combustion rates, with reduced peak of heat

release rate (−50%) as well as consistent reduction in the smoke optical density (−51%)

and the total smoke release (−34%). In addition, treated foams have been demonstrated

to maintain the ability to self-extinguish the flame as well as reduced combustion rates

and smoke production even after being subjected to 100 compression cycles.

Keywords: layer-by-layer, flexible polyurethane foams, boehmite, montmorillonite, ammonium polyphosphate,

flame retardancy

INTRODUCTION

Recent trends in materials science have clearly pointed toward the production of green
and environmentally friendly material concepts capable of improving sustainability while also
delivering optimized and competitive performances. To this aim, research has been focused on
the exploitation of natural resources (e.g., nanocellulose, natural fibers etc.) and water-based
processes in different application fields (Mohanty et al., 2002; Klemm et al., 2011). The fire
safety of polymeric materials represents an area of concern; indeed, due to their organic nature,
polymers can easily ignite after accidental exposure to small flames or irradiation at high heat
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fluxes, leading to catastrophic fire events. Current concerns
about the toxicity of some commonly used flame retardant (FR)
chemicals (halogen-based) (Stapleton et al., 2011), coupled with
recent tragic events involving flammability of non-flame retarded
polymer foams (Rawlinson et al., 2017), have been presented to
broad audiences of non-experts. This clearly increased societal
awareness on the problem of halogen-based FR and the need for
safer and better performing alternatives. A possible solution is
represented by the exploitation of a nanotechnological approach
in which the surface of flammable items (i.e., fabrics and open
cell polyurethane foams, PU), is modified with nanostructured
coatings deposited by means of green water-based deposition
processes (Malucelli et al., 2014; Alongi et al., 2016). Among
the possible different approaches, the Layer-by-Layer (LbL)
deposition technique represents one of themost widely employed
surface modification tool to achieve flame retardancy properties
(Holder et al., 2017). Nanostructured coatings are LbL-assembled
on the surface following the alternate adsorption of oppositely
charged species from aqueous based solutions/suspensions
(Decher and Schlenoff, 2012). One of the key advantages of LbL
is certainly its versatility in both the components selection and
deposition parameters. Indeed, for virtually any combination
of water-soluble polyelectrolytes and water-stable nanoparticles,
it is possible to find suitable deposition conditions (e.g., time,
temperature, concentration, pH) that allow for a steady coating
buildup (Hammond, 2004). Thanks to its versatility, the LbL
deposition has been applied to various substrates, including
textiles, foams and thin films, and the effects of pH, ionic
strength and molecular weight on the achieved FR properties
have also been investigated (Laufer et al., 2012; Carosio et al.,
2015c, 2018a). Although the concept of LbL-assembled FR
coatings was first validated on fabrics, open cell foams have
recently attracted great interest as a substrate to protect due
to their inherently high flammability, which makes them one
of the first items to be ignited during a fire (Ahrens, 2008).
Different coating compositions and FR strategies have been
investigated, mainly targeting the deposition of nanoparticles-
rich coatings characterized by brick and mortar structures or
the assembly of organic polyelectrolytes with intumescence-
like behavior (Carosio et al., 2014b, 2018c; Smith et al., 2017).
These two FR concepts have also been combined together using
nanoparticles as reinforcing agents either within the intumescent
coating or below it in stacked configurations (Cain et al., 2013;
Holder et al., 2015). Treated foams usually achieve considerably
reduced combustion rates and, in some cases, the ability to
stop flame spread during flammability tests. Self-extinguishing
typically requires a high number of deposition steps (usually
>10), which is currently preventing the scale-up and large scale
industrial exploitation of the LbL approach (Richardson et al.,
2015; Carosio and Alongi, 2016). In addition, the durability of the
LbL coating during repeated foam deformation has never been
properly addressed. This represents another strong limitation
of the state of the art, as one of the main applications of soft
open cell PU foams is in upholstered furniture for buildings and
transportations. In the present paper, we aim at the design of
a coating composition and its assembly onto a soft PU foam
in order to obtain highly performing and durable FR coatings,

with only three depositions steps. To this aim, open cell PU
foams have been treated, following the procedure schematized
in Figure 1.

Each deposition step deposits a nanoparticle/polyelectrolyte
layer with specific FR characteristics. The hypothesis is that
the first layer made of polyacrylic acid and montmorillonite
may produce a “brick and mortar” structure to reduce
volatile feed to the gas phase, while providing stability to
the remaining portion of the coating (Carosio et al., 2015a).
In the second layer, boehmite (BOH) nanoparticles deposited
within a poly(diallyldimethylammonium chloride) (PDAC) may
release water during combustion (with volatile dilution and
cooling effects) while also leaving an inorganic protective layer
made of aluminum oxide (Rothon and Hornsby, 2014). The
outermost layer made of ammonium polyphosphate (APP) and
montmorillonite (MMT) acts as inorganic intumescent layer
producing an expanded silicoalluminophosphate barrier (Alongi
and Carosio, 2016). The resulting coating morphology has been
evaluated by scanning electron microscopy while the resulting
FR properties have been assessed by horizontal flammability and
cone calorimetry tests. Furthermore, in an effort to evaluate
the coating durability, treated foams have been subjected to
deformation cycles evaluating the effects on coating morphology
and FR properties.

MATERIALS AND METHODS

Materials
Open cell polyurethane foams (PU) with a density of 18
g/dm3 and thickness of 18mm were purchased from a local
warehouse. The as received foams were washed by dipping and
vigorous squeezing in deionized water in order to remove dust
and processing residues and then dried in a ventilated oven
at the temperature of 70◦C. Poly(diallyldimethylammonium
choride) (PDAC, average Mw 400,000–500,000, 20% wt
in H2O), polyacrylic acid (PAA, solution average Mw
∼100,000, 35% wt. in H2O), Sigma-Aldrich. The sodium
montmorillonite (MMT) was purchased from Southern
Clays. Ammonium polyphosphate (PHOS-CHEKr P30) was
purchased from ICL Performance Products, Inc. Bohemite
nanoparticles (Dispal 10F4) with average dispersed size
240 nm (as declared by the producer) have been supplied
by Sasol. Ultrapure water (18.2 M�) supplied by a Q20
Millipore system was employed for the preparation of the
solutions and suspensions employed in this work. Both
PAA/MMT and PDAC/BOH have been employed to prepare
a 3% wt suspension with 1:2 polyelectrolyte/nanoparticle
ratio. The suspension was prepared by firstly diluting the
polyelectrolyte solution and then adding the required amount
of nanoparticles. APP and MMT have been employed with a 2:1
polyelectrolyte/nanoparticle ratio for the preparation of a 3% wt
water suspension.

Layer-by-Layer Deposition
The prewashed PU foam has been treated with a three-step
deposition process as schematized in Figure 1. First the foam
was dipped in the PAA/MMT bath (negative suspension), then
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FIGURE 1 | Schematization of the coating procedure employed in this study. PU foams are dipped in three different baths following the order: polyacrylic

acid/montmorillonite (PAA/MMT) suspension, poly(diallyldimethylammonium chloride)/boehmite (PDAC/BOH), and ammonium polyphosphate/montmorillonite

(APP/MMT). This process deposits a three-layer coating.

in the PDAC/BOH bath (positive suspension) and eventually
in the APP/MMT bath (negative suspension). During each
deposition step, the foam is dipped in the bath and vigorously
squeezed in order to fill its internal structure with the
suspension. After an immersion time of 10min, the wet foam
was removed from the bath, squeezed to remove the excess
of suspension and dried in a ventilated oven at 70◦C. The
process as shown in Figure 1 deposits a three layer coating
(PAA/MMT)/(PDAC/BOH)/(APP/MMT) on the PU structure.
The mass gain, evaluated by weighting the samples before and
after the LbL deposition, was 37± 3%. In the following, a sample
coated with three layers is denoted as PU-3 L.

Characterization
The morphology of untreated and treated PU foams was
investigated using a LEO−1450VP Scanning ElectronMicroscope
(SEM) operating at 5 kV. Small pieces (∼10 × 10 × 5 mm3)
of PU foams were positioned on conductive adhesive tape
and gold coated prior to observation. Fourier Transformed-
Infrared spectra in attenuated total reflectance (FT-IR ATR)
were collected at room temperature in the range of 4,000–700
cm−1 (16 scans and 4 cm−1 resolution) using a Perkin Elmer
Frontier spectrometer equipped with a diamond crystal. In order
to preliminarily evaluate the coating durability during foam
deformation, simple compression cycles have been performed on
coated PU samples as schematized in Supplementary Figure 1.
During the test the foam is placed between two 1mm thick
aluminum plates and then manually compressed by the action

of a weight placed on top of the plate resulting in 16 kPa
pressure1. The compression is maintained for 5 s after which
the weight is removed in order to let the foam recover its
original shape. Then, after 10 s the weight is applied again
in order to perform a second compression cycle. This cycle
has been repeated 50 and 100 times. In the followings,
samples coded as PU-3 L @50 c and PU-3 L @100 c refer
to a coated foam subjected to 50 and 100 compression
cycles, respectively.

Flammability tests were performed in horizontal
configuration. 50 × 150 × 15 mm3 specimens positioned
on a metallic grid were ignited by applying a 20mm blue
methane flame on the short side of the sample. The flame was
applied for 6 s. During the test, the formation of incandescent
droplets of molten polymer (melt dripping) was evaluated
by placing dry cotton underneath the sample. The time, in
seconds, a flame persisted on the sample after the igniting
source has been removed was recorded as flaming time. The
percentage of mass left at the end of the test is reported as
final residue and was evaluated by weighting the sample
before and after the test. Three different samples were
tested for each formulation. Forced combustion tests were
performed by cone calorimetry (Fire Testing Technology).
50 × 50 ×18 mm3 specimens were exposed to a 35 k W/m2

radiative heat flux. Average values concerning Time To

1(i.e., ∼163 g/cm2, roughly simulating the weight of a person, despite a full
mechanical deformation study would require a more complex setup, well beyond
the scope of this study).
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FIGURE 2 | SEM micrograph of untreated and treated PU foam (main: 1000X, inlet: 2500X): (A) neat PU, (B) 1st layer, (C) 2nd layer, (D) 3rd layer, and (E) ATR

spectra of neat PU and PU coated with 1, 2, and 3 layers.

Ignition (TTI), peak of Heat Release Rate (pkHRR), Total Heat
Release (THR), average Specific Extintion Area (SEA), Total
smoke release (TSR) and final residue were evaluated and are
presented with their experimental deviations. Measurements
were performed four times for each formulation. Prior to
flammability and forced combustion tests, all specimens were
conditioned in a climatic chamber (23 ± 1◦C 50% R.H)
for 48 h.

RESULTS AND DISCUSSION

Coating Morphology
The changes in surface morphology and chemical composition
of small samples of PU foam after each deposition step
have been investigated by SEM and ATR spectroscopy.
Figure 2 reports collected micrographs and IR spectra.
In Figure 2 a sample coded as PU 1st layer denotes the
deposition of only the (PAA/MMT) layer, PU 2nd layer
denotes the deposition of the (PAA/MMT)/(PDAC/BOH)
layers and PU 3rd layer denotes the deposition of the
(PAA/MMT)/(PDAC/BOH)/(APP/MMT) layers (i.e. the
complete coating structure).

The unmodified PU shows a typical open cell structure where
cell walls generated during the foaming process are characterized
by a smooth and even morphology (Figure 2A). The deposition
of the PAA/MMT layer (8 ± 1% add-on) completely changes
the foam walls morphology. Indeed, the formation of a thin and
homogeneous coating containing MMT nanoplatelets embedded
within a PAA matrix can be easily observed in Figure 2B.

This is in agreement with previously reported LbL assemblies
comprising polyelectrolytes and MMT (Carosio et al., 2014a).
The deposition of the second PDAC/BOH layer (20 ± 3% total
add-on) provides an additional change, and BOH nanoparticles
are evenly distributed on every surface available producing
a granular morphology as reported in high magnification
micrographs in Figure 2C. The final deposition step adds the
APP/MMT layer (37 ± 3% total add-on) and this corresponds
to another change in surface morphology that appears to have
higher rugosity (Figure 2D). It is worth observing that, starting
from the first deposition step, the PAA/MMT coating completely
covers all the surfaces available without displaying an island
growth that is typical of LbL assemblies at early deposition
steps. This can be ascribed to the good affinity between the
PAA and the PU surface, where extensive hydrogen bonding
between the urethane bonds and undissociated carboxylic acids
of PAA may occur (Laufer et al., 2013). The stability and
homogeneity of this first adsorbed layer is fundamental for the
proper depositions of the subsequent layers. The resulting coating
creates a complete protective exoskeleton that completely wraps
the 3D structure of the foam without altering its open cell
nature as reported in low magnification micrographs collected
in Supplementary Figure 2. ATR spectroscopy has been also
employed to evaluate the change in surface chemistry after
each adsorption step (Figure 2E). Neat PU shows characteristic
signals associated to C=O vibrations related to the urethane
(broad peak centered at 1,730 cm−1), urea group (1,640 cm−1),
N–H and C–N vibrations of the urethane and urea groups
(band centered at 1,544 cm−1) and C–O–C asymmetric and
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FIGURE 3 | SEM micrographs (main: 1000X, inlet: 2500X) of PU-3 L foam after 50 (A) and 100 (B) compression cycles.

symmetric vibrations (1,226 and 1,094 cm−1, respectively)
(Gómez-Fernández et al., 2016). The neat coating constituents
have been also analyzed, and collected spectra are reported in
Supplementary Figure 3. Pure PAA shows characteristic C=O
and C-O-C signals at 1,700 and 1,164 cm−1, respectively (Dong
et al., 1997). MMT displays the strongest peak centered at 1,000
cm−1 and ascribed to Si-O vibrations (Madejová, 2003). PDAC
shows the main characteristic bands associated to C-H bonds
in CH2 (1,470 cm−1) and N-C bonds (1,122 cm−1) (Sun et al.,
2008). BOH asymmetric and symmetric Al-OH vibrations are
found at 1,153 and 1,075 cm−1, respectively (Haghnazari et al.,
2014). This latter peak also accounts for Al-O vibrations while
OH groups are evidenced by the peak at 738 cm−1 (Guido
et al., 2013). APP shows characteristic peaks associated to P=O
(1,245 cm−1), P-O (1,062 and 1,022 cm−1), P-O− (880 cm−1),
and N-H of ammonium ions (1,423 cm−1) (Socrates, 2006).
When the first PAA/MMT layer is deposited on PU foams,
the characteristic peaks of the substrate change consistently,
evidencing the formation of new peaks at 1,715 and 1,048 cm−1

ascribed to C=O stretching in PAA and Si-O-Si vibrations in
MMT, respectively. The deposition of the second layer results
in the appearance of signals associated to CH2 vibration (1,476
cm−1) in PDAC as well as Al-O/Al-OH (1,072 cm−1) and O-H
vibration (744 cm−1) in BOH. The presence of the last layer
is evidenced by signals mainly associated to APP such as P=O
(1,243 cm−1), P-O (1,062 cm−1), P-O− (914 and 875 cm−1) and
N-H (1442 cm−1), while MMT contributes with the signal at
1,030 cm−1. It is worth mentioning that in the assembled layers
many signals associated to polar functional groups of adsorbed
species are shifted to different wavenumbers with respect to the
neat products. The most apparent is the P-O- signal of APP
that appears with two distinct peaks at 914 and 875 cm−1,
likely ascribed to P-O- interactions with PDAC and ammonium
ions, respectively. The Si-O signal of MMT appears at higher
wavenumbers as a consequence of hydrogen bond interactions
with the co-adsorbed polyelectrolytes (i.e., PAA and APP; Chen
and Zhang, 2006). In order to evaluate the durability of the
coating, the foams treated with three layers have been subjected
to repeated compression tests as described in the Materials and
Methods section.

The morphology of the coating after 50 and 100
compression cycles has been evaluated by SEM, see Figure 3 for
collected micrographs. The deformation cycles impart strong
deformations to the deposited coating that must comply to
the change in shape of the substrate. Due to the ionic bonds
in between the adsorbed layers and the nanoparticle-based
structure, the deposited coating is inevitably rigid and the
cyclic deformation results in the formation of cracks where
portion of the assembly are partially detached from the
substrate (Figures 3A,B). Interestingly, no visible differences
in terms of damage extent can be appreciated when comparing
the coating morphologies after 50 and 100 deformation
cycles. This suggests that the cracks that are clearly visible
in Figures 3A,B are generated during the first compression
cycles in order to allow the foam walls to completely collapse
upon compression. SEM investigations performed on PU-
3 L samples after the first compression cycle support this as
reported in Supplementary Figure 4 where low magnification
micrographs clearly show extensive cracks formation with
minimal detachment of the coating. This is also confirmed by
practical observations of the coated foams that are firmer after
the deposition of the coating, but after few deformation cycles
no significant qualitative differences can be observed when
compared to the untreated foam. Such behavior is in agreement
with previously reported literature (Li et al., 2013) where LbL-
treated foams partially recovered the original stress/strain curve
after few compression cycles. This is particularly important
for the application in upholstered furniture and seats, allowing
to preserve the comfort feeling for which the pristine foam
was designed.

Flammability
Since PU foams represent one of the first items to be ignited
during the start of a fire, it is mandatory to evaluate the
flammability properties by means of horizontal flame spread
tests. This test simulates the accidental exposure of the foam
to a small flame thus allowing for the evaluation of the
potential fire starting capability associated with the sample.
Figure 4 summarizes collected flammability parameters as well
as snapshots of neat and coated foams during the test. Numerical

Frontiers in Materials | www.frontiersin.org 5 February 2019 | Volume 6 | Article 20

https://www.frontiersin.org/journals/materials
https://www.frontiersin.org
https://www.frontiersin.org/journals/materials#articles


Carosio and Fina Efficient Layer-by-Layer Flame Retardant Foam

FIGURE 4 | Flammability tests performed on neat PU, treated PU, and treated PU foams after compression cycles; (A) snapshot of samples during the test,

(B) flaming time and final residue.

parameters with their standard deviation are reported in
Supplementary Table 1.

The uncoated PU foam can be easily ignited by the methane
flame. When the ignition source is removed, the flames grow
in size and rapidly spread to the entire length of the sample,
completely consuming it (Figure 4A). During combustion, a
vigorous melt dripping ignites the dry cotton placed underneath
the sample. This phenomenon is typical of flexible PU foam
and is related to the formation of flaming droplets of molten
polymer that pose additional fire risks as not only the foam can
be quickly ignited, but also the melt dripping can easily spread
the fire to other ignitable materials. The presence of the three-
layer coating completely changes this burning behavior. Indeed,
upon removal of the ignition source, only a small flame remains
confined in the first 2 cm of the foam, constantly reducing in
size until it extinguishes within few seconds. No melt dripping
is observed, and the residue collected at the end of the test
accounts for 98% of the original mass. A nearly identical behavior
is observed in coated foams subjected to 50 and 100 deformation
cycles. Only a slight increase in the average flaming time was
observed for compressed foams, meaning that self-extinguishing
takes slightly longer to occur, but the deviation of burning
times obtained for different specimens is considerably increased,
suggesting a dependency on local density of defects. Nevertheless,
all coated foams are capable of stopping flame spread and

suppress the melt dripping phenomenon, yielding final residues
within 97–98%. These results clearly point out the improved
fire safety achieved by the deposited coatings. Indeed, thanks
to the engineered structure of the three layers, the protective
exoskeleton is able to prevent foam melting and collapsing while
at the same time considerably reducing the release of volatile
gasses that feed and sustain the flame. The resulting FR action is
very efficient as self-extinguishing behavior is achieved with only
three deposition steps. In addition, it seems that the formation of
cracks during deformation cycles had rather limited effects on the
FR performances of the coated foam.

Cone Calorimetry
Cone calorimetry tests allow to evaluate the reaction of untreated
and treated foams when exposed to heat fluxes typically obtained
in developing fires, thus assessing the contribution of the
samples to fire growth and spread. During the test, samples
are exposed to 35 kW/m2 (i.e., heat flux related to early stages
of a developing fire; Schartel and Hull, 2007), which triggers
thermal degradation processes and the subsequent release of
flammable volatiles that, when the proper concentration is
reached, can be ignited by a spark igniter leading to flaming
combustion. The instrument measures parameters associated
to heat and smoke release. Figure 5 collects HRR plots and
histograms of the main parameters evaluated during the test
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FIGURE 5 | Cone calorimetry parameters neat PU, treated PU, and treated PU foams after compression cycles: (A) HRR vs. time plot, (B) peak of heat release rate

(pkHRR), (C) total heat release (THR), (D) average specific extinction area (SEA), (E) total smoke release (TSR), and (F) final residue.

while numerical values with their standard deviation are reported
in Supplementary Table 2.

Upon exposure to the cone calorimetry heat flux, the neat PU
foams show a quick ignition (TTI=2 s) followed by the foam
structural collapse and the formation of a molten pool of a
low viscosity liquid. This latter step produces a steeply increase
in heat release rate that reaches the maximum value of about
300 kW/m2 (Figure 5A, HRR vs. time plots). The behavior of
flexible PU foam during cone testing is well documented and
the collapsing and melting stages are normally associated to
increased fire spreading risks (Kramer et al., 2010). The presence
of the three-layers coating completely changes the burning
behavior of coated PU foams. Indeed, upon ignition no structural
collapse is observed and the foams maintain their original
shape at the end of the test (see Supplementary Figure 5). Heat
release rates are considerably reduced as demonstrated by a
−50% in pkHRR value (Figure 5B, pkHRR histograms); on
the other hand, the effect on THR values is rather limited,

suggesting combustion of the PU is complete, yet delayed in
time. Interestingly, a positive effect on smoke related parameters
is also observed. Indeed, smoke optical density (SEA) and
total smoke produced (TSR) are considerably reduced: −50
and −34%, respectively (Figures 5D,E). The final residue is
increased to 25% of the starting mass. These results point
out that the presence of the coating not only can efficiently
reduce the rate of combustion and potential fire spread risk, but
can also influence the production of smoke. Such observation
is of crucial importance since it is reported that people
are normally confronted with smoke and its effects during
evacuation (Frantzich, 1994). The presence of dense smoke
considerably increases escaping times while also causing loss
of ability to react, unconsciousness, slower walking speed and
long-term damage such as lung cancer (Gann, 2004). For these
reasons, smoke-related effects represent an important cause of
fire fatalities. Furthermore, coated foams subjected to 50 and
100 deformation cycles maintain performances similar to the
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FIGURE 6 | SEM analysis (50X and 1000X) performed on the residue PU-3 L collected after cone calorimetry test.

non-compressed PU-3 L. Despite a slight detrimental effect,
proportional to the number of deformation cycles observed,
pkHRR values still maintain a reduction ≥40% while average
smoke parameters remain within the experimental error of the
PU-3 L. It seems that the cracks produced during deformation
can affect the efficiency of the coating in reducing volatile release
while the smoke diluting action exerted by BOH nanoparticles is
mostly unaffected.

The residues collected after cone calorimetry tests have been
observed by SEM (Figure 6). Low magnification micrographs
suggest that the original 3D structure of the PU foam is left almost
undamaged (compare Figure 6 with Supplementary Figure 2).
By increasing the magnification it is possible to reveal the
real structure of the residue that mostly comprises a hollow
protective exoskeleton resulting from the deposited coating.
The morphology has clearly changed during combustion due
to the different processes occurring within the coating (i.e.,
PAA degradation, BOH water release and APP decomposition)
resulting in the formation of a compact barrier. The presence
of cracks on the surface can be related to the release of volatiles
produced by the PU that is almost completely consumed during
combustion as demonstrated by the negligible change in THR
values. The achieved results have been compared with other FR
systems deposited on open-cell flexible PU foams by the LbL
deposition of inorganic nanoparticles, natural polysaccharides
or carbon nanotubes, as presented in Figure 7, where the best
reduction in heat release rate peak achievable with each coating
composition is plotted as function of the number of deposited
layers (Laufer et al., 2012; Carosio et al., 2014b, 2015b, 2018b;
Wang et al., 2014; Haile et al., 2016; Holder et al., 2016; Mu
et al., 2017; Smith et al., 2017; Lazar et al., 2018). Red or green
symbols refer to flammability and account for the ability to self-
extinguish the flame and prevent its spread to the entire surface
of the sample.

It can be easily appreciated that most LbL coatings can
achieve substantial reductions in pkHRR (in the 40–70%
range) regardless of the deposited layer number. However, in
order to grant self-extinguishing behavior during flammability
tests, a minimum number of 10 deposited layers is needed.
This considerably reduces the efficiency of the deposited

FIGURE 7 | Comparison of the flame-retardant performance in terms of peak

of heat release reduction during cone calorimetry tests (35 kW/m2 ). In the

legend, Chit, chitosan; P-AA, phosphonated allylamine; PAA, poly(acrylic acid);

PPA, poly(phosphoric acid); SA, sodium alginate; BPEI, branched

polyethyleneimine; ATH, aluminum trihydroxide; MMT, montmorillonite; HNT,

halloysite nanotubes; PEI-Py, pyrene functionalized polyethyleneimine;

MWCNT, multi wall carbon nanotubes; VMT, vermiculite; P-CNF,

phosphorylated cellulose nanofibrils.

LbL coatings and their potential applicability. On the other
hand, in this paper we demonstrate that the proper design
of the layer composition and the coating structure allows
to achieve substantial reductions in pkHRR values (50–
40%) while also obtaining self-extinguishing behavior. In
addition, these characteristics are maintained after 100
deformation cycles thus confirming the potentialities of the
developed solutions.
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CONCLUSIONS

In this manuscript, we reported the preparation of efficient
and durable layer-by-layer coatings based on the deposition of
only three layers of nanoparticles containing polyelectrolytes.
The deposition procedure produces a protective exoskeleton
that completely covers the complex 3D geometry of the foam.
The layer constituents and position have been selected on
the basis of the desired flame retardant mechanism. The first
layer that comprises PAA and MMT nanoplatelets produces a
first barrier to volatile release. BOH nanoparticles contained
in the second layer can release water with gas phase diluting
and cooling effects while leaving a thermally insulating layer
made of Al oxide. This latter effect is further enhanced by the
third layer where APP and MMT can react together in order
to produce an inorganic intumescent layer. The joint action
of these three layers can stop flame spread during horizontal
flammability tests leaving most of the foam undamaged (final
residue up to 98% of the initial mass). Combustion rates are
considerably lowered as demonstrated by a 50% reduction in
pkHRR during cone calorimetry tests. Smoke production is also
efficiently addressed with coated foams showing reduced smoke
optical density and total smoke released. This latter aspect can
prove fundamental during the evacuation of buildings in case of
fire. The durability of the achieved FR performances has been

evaluated by means of compression cycles. To this aim, treated
foams were compressed cyclically to maximum deformation
for 50 and 100 times and then their FR properties have been
evaluated again. Only minor differences have been observed for
the compressed foams that still exhibited excellent FR properties
thus confirming the great efficiency and potential durability of
the proposed coating solution. In summary, thanks to an efficient
coating composition and by relying on a simple water-based
approach it is possible to prepare foams capable of improving
the fire safety in several applications where flexible polyurethane
foams are used, including upholstered furniture and seats for
households, transports, public buildings, theaters/cinemas etc.).
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