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Abstract 

In recent years, TiAl intermetallic alloys been widely used in aircraft and 

automotive industry.  With the aim of improving the mechanical behavior and the 

oxidation resistance at high temperature of the TiAl alloys firstly designed, new 

intermetallic alloys of second and third generation have been successively 

developed. 

In this work, the oxidation resistance in air of four intermetallic alloys of second 

generation (Ti-48Al-2Cr-2Nb) and third generation ( Ti-48Al-2Nb-0.7Cr-0.3Si, Ti-

43.5Al-4Nb-1Mo and Ti-47Al-2Cr-8Nb) was investigated by TGA equipment 

under isothermal conditions in the range of 800-1000 °C. These alloys were cut 

from the core of bars, previously processed by Electron Beam Melting and 

successively heat-treated. The composition of the oxide layers was investigated by 

XRD, SEM-EDS and XPS. Each alloy showed different oxidation behavior at high 

temperatures. Layer exfoliation or spallation was observed for many samples, but 

at very different temperatures for the different alloys.  When spallation did not 

happen in a significant extent the oxide layers grew according to a parabolic law. 

The kinetic rate constants and the activation energies were calculated. These kinetic 

parameters allowed to assess a rank of oxidation resistance, which can be correlated 

with the composition of the alloys.  

In order to improve the oxidation resistance of Ti-48Al-2Cr-2Nb, ceramic 

nitride coatings were deposited by a High Power Impulse Magnetron Sputtering 

(HiPIMS) method. Differently engineered TiAlN and TaAlN protective films were 

processed and their performances compared. Samples were submitted to thermal 

cycling under oxidizing atmosphere up to 850° C (40 cycles) and 950°C (100 and 

200 cycles), at high heating and cooling rates. For this purpose, a burner rig able to 

simulate the operating conditions of the different stages of turbine engines was 

used. 



 

The microstructure and composition of samples before and after oxidation were 

investigated by several techniques: microscopy (optical and SEM-EDS), X-ray 

photoelectron spectrometry (XPS) and X-ray diffraction (XRD). 

All the TiAlN coatings differently processed provided a remarkable 

improvement of oxidation resistance. Good adhesion properties were observed even 

after repeated thermal shocks. HiPIMS pretreatments of the substrate surfaces, 

performed before the coating deposition, significantly affected the oxidation rate, 

the oxide layer composition and the coating/substrate adhesion. 

The oxide layers formed on the sample surface showed different thickness, 

depending on the presence of the protective coating and the processing path adopted 

for its deposition. The nitride coatings appreciably enhanced the oxidation 

resistance and sustained repeated thermal shocks without showing damage or 

spallation.  Differently TaAlN coating did not improve the oxidation resistance of 

TiAl substrate. 
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Chapter 1 

Introduction  

From the last century to today, a fair amount of advancements has been achieved in 

aeronautical industry. The development of propulsion systems or structural part of 

gas turbine aero engines was increased significantly. The Figure 1 shows different 

thermodynamic parameters at different locations in gas turbine engine.   

 

Figure 1: Design process of gas turbine engine: estimated temperature, velocity and 

pressure [1]. 

In the last few decades, the titanium aluminides (TiAl) have been considered as 

promising materials because of their excellent behaviour at high temperatures. The 



2 Introduction 

 

intermetallic alloys have played a key role in automotive and aircraft sectors 

because of their low densities (about 3.8-4.2 mg/cm2 [2],[3], half of that of Ni-based 

superalloys), very good mechanical properties such as high strength up to 800 °C 

[3], excellent stiffness, very well creep and fatigue resistance, rather good oxidation 

resistance and good corrosion behaviour.  

The TiAl intermetallic alloys can replace the nickel-based superalloys in 

different parts of gas turbines, and this would result in a reduction of weight (20-

30%) [4], fuel consumption (20%), noise (50%) and of NOx emissions (80%) [3]. 

The Figure 2 shows different intermetallic alloys that were developed for noise 

attenuation and exhaust reduction [4].  

 

Figure 2: Expected performance of structural alloys developed for aircraft: temperature 

and speed [4]. 

The important limitation of these alloys is the low ductility and fracture 

toughness at room temperature, but in recent years, this problem was faced through 

significant improvements in manufacture processes, thermal treatments and 

microalloying. The oxidation resistance of TiAl alloys above 850°C still represents 

a strong restriction for their more extensive application in automotive and aerospace 

fields. Therefore these alloys are currently used for the blades of  the low pressure 

turbine engines where the operating temperature is between 750-800°C. The 

lifetime of turbine engine components depends on the different operating conditions 

and it is expected to be some thousands of hours. Anyway turbine components are 

periodically disassembled and submitted to repair in order to increase their lifetime. 
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These intermetallics sustain operating temperature  up to 950°C in turbocharge 

gasoline engines  and around 800°C  in valves of engines.   

A further improvement of mechanical properties and oxidation resistance at 

temperatures ranging between 850°C and 1000°C would allow to use TiAl 

intermetallics as a convenient alternative of other materials (like Ni-based 

superalloys) in turbine engines. 

In order to increase the maximum operating temperature of turbine engines, the 

deposition of protective coatings on hot structural parts can be adopted [5],[6],[7]. 

However, to date, the long-term stability of the coatings and then their effectiveness 

in service has not yet been proved. Suitable ceramic coatings designed for this 

specific application should be developed for titanium aluminide protection.  

The aim of this work is to study the oxidation behaviour of several TiAl-based 

intermetallic alloys, and to develop consequently protective coatings able to 

improve the oxidation resistance of intermetallic components of aircraft engines. In 

order to test the performance of the protective coatings under investigation, a burner 

rig, designed to simulate the operating conditions of gas turbines, was also used.  In 

particular TiAlN and TaAlN coatings have been studied because they effectiveness 

for oxidation protection of TiAl intermetallics was never studied before.  On the 

other hand such a kind of protective layer seems very promising because chemical 

and  physical compatibility with the TiAl substrate: for instance the thermal 

expansion coefficient of TiAlN (7.5 10-6 K-1) is rather similar to that of Ti-48Al-

2Cr-2Nb alloys (10 10-6 K-1).  Even though TiAlN coating deposited on some TiAl 

substrate and TaAlN coating deposited on conventional Ti alloys was formerly 

investigated the HiPIMs technique was never adopted for the coating deposition. 

Actually this technique is expected to show advantages over conventional 

magnetron sputtering since it can provide smoother, harder and denser surface films 

than the conventional magnetron sputtering.  Finally, as far as I know, the 

combination of the HiPIMS coatings and intermetallic substrate was never tested 

by the burner rig apparatus. 

1.1 TiAl intermetallic alloys 

In the literature, several authors reported investigations about TiAl intermetallic 

alloys and their state of the art [3],[4],[8]. The alloys initially developed were used 

in automotive sector for turbocharger exhaust gas turbines and valves [8],[9],[10] 

(Figure 3 and Figure 4). As it is well known, the maximum operating temperature 

for turbocharger turbine is about 850°C, but in new gasoline engines, engineered to 
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improve fuel efficiency, the exhaust gas temperature should increase up to 1050°C. 

For this reason, a new Ti-31Al-8Nb-1Cr-0.5Si-0.03C  wt.% alloy   (DAT-TA2 by 

Daido) has been developed for this application [11]. Recently TiAl alloys have 

found applications in aircraft engines too. At the present time, GE is using Ti-48Al-

2Nb-2Cr at.% (48-2-2) for the low pressure turbine (LPT) blades of GEnx engine 

[3],[12] and, currently, there are about 190,000 blades flying on Boeing 787 and 

Boeing 747-8. Pratt and Whitney is also using the Ti-43.5Al-4Nb-1Mo-0.1B at.% 

alloy (TNM) [3] in the LPT stage of GTF engine [13], [14].  

The materials requirements for the applications mentioned above consist of a 

suitable combination of high temperature strength, fatigue and creep resistance, 

ductility and oxidation resistance.  In spite of the efforts spent to improve the Ti-Al 

intermetallic alloys to date their main lacks deal with the low ductility at room 

temperature and the oxidation resistance that limits the maximum operating 

temperature. 

 

Figure 3: BR 715 aero engine. High Pressure Compressor (HPC) and Low Pressure 

Turbine (LPT) [6]. 
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Figure 4: Titanium aluminide turbocharger wheels in service [4]. 

1.1.1 Chemical composition of TiAl alloys and phases present in 

their microstructure  

Chemical composition and microstructure of TiAl-based intermetallic alloys were 

designed with the aim of improving both mechanical and oxidation resistance for 

engineering applications. Among the first generation TiAl alloys, the Ti-48Al-1V-

(0.1C) was widely investigated. However, this alloy showed poor mechanical 

characteristics, not completely suitable for hot structural parts of turbines [15]. 

Today, TiAl intermetallic alloys of second and third generation are currently 

used for aeronautic applications. The composition of the TiAl-based alloys of 

second generation can be described as follow (at.%): Ti-(45-48)Al-(1-3)X-(2-5)Y-

(<1)Z; where: X= Cr, Mn, V; Y= Nb, Ta, W, Mo; Z= B, C, Si [3]. 

The third-generation can be classified as: Ti-(45-48)Al-(0-10)X-(0-3)Y-(0-1) 

Z-(0-0.5)RE; where: X= Cr, Mn, Nb, Ta; Y= W, Mo, Hf, Zr; Z= B, C, Si; RE= rare 

earths [3]. 

According to the Ti-Al -phase diagram in Figure 5, the TiAl-based alloys (45-

48 % at. of Al) at room temperature consist of two principal phases: the 

predominant phase ɔ-TiAl (ordered face centered tetragonal) and the Ŭ2-Ti3Al phase 

(ordered hexagonal close packed). 

 L10 and DO19 crystal structures are shown in Figure 6. The tetragonality ratio 

of TiAl is 1.02 for stoichiometric compound. This tetragonality ratio decreases to 

1.01 when aluminium concentration decreases, and the ratio increases to 1.03 with 

increasing aluminium concentration  [4].  
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In addition, small amounts of dispersed ɓ-TiAl phase (body-centered cubic, 

disordered at room temperature) can be present in some alloys like Ti2AlMo [16].  

  

Figure 5: Ti-Al phase diagram [4]. 

 

Figure 6:  Cristal structures: a) ɔ-TiAl has L10 structure (ordered face centered 

tetragonal), and b) Ŭ2-Ti3Al has  DO19 structure (hexagonal closed packed) [4]. 
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During casting and solidification, the ɔ-TiAl alloys show the transformations 

described in the following (Figure 7).  

 

Figure 7: Section of the binary TiïAl-phase diagram (continuous lines). TŬ: Ŭ-

transus temperature; Teu: eutectoid temperature. Two vertical dotted lines markered the 

range of the technical ɔ-TiAl based alloys (45-48 % at. of Al). The broken lines show the 

effect of Nb (8 at.%) on the position of the phase field regions [17]. 

The solidification of TiAl binary alloys with an Al concentration below 45% 

at.  takes place via ɓ formation from the liquid and subsequent ɓ-transformation 

(LŸL+ɓŸɓŸé). A higher Al concentration leads to a peritectic solidification 

reaction (LŸL+ɓŸ Ŭ +ɓŸé). In case of binary alloy (Ti-46Al % at.), the 

solidification of the ɓ-TiAl phase begins at 1535ÁC (LŸL+ɓ). Subsequently, 

cooling leads to a peritectic solidification reaction at 1482ÁC (L+ɓŸŬ+ɓ). Between 
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1479ÁC and 1332 ÁC the alloy completely consists of Ŭ-Ti3Al phase.  The Ŭ- Ti3Al 

phase shows a lattice similar to that of Ŭ2-Ti3Al phase, but it has disordered 

structure. The formation of Ŭ2 from Ŭ during cooling entails a disorder-order 

transformation. The Ŭ-transus temperature is placed at 1332 °C (below TŬ the 

transformation ŬŸɔ occurs). In temperature range 1332ÁC-1136ÁC ɔ-TiAl phase 

progressively forms and the ratio between the amounts of Ŭ and ɔ decreases with 

the temperature decrease (e.g. about 75% of ɔ at 1136ÁC). At the eutectoid 

temperature (1135ÁC) the transformation Ŭ+ɔŸŬ2+ɔ happens, and a characteristic 

lamellar structure forms due to the transformation of Ŭ into Ŭ2+ɔ. After the 

eutectoidic transformation, the alloy microstructure consists of grains of primary ɔ 

and domains with Ŭ2/ɔ lamellar structure.  At 1134 ÁC, the lamellar structure coming 

from the transformation of Ŭ (40%at. of Al) contains alternating lamellae of ɔ-phase 

(containing about 47.2%at. of aluminium and constituting about 17 % of the 

domain) and Ŭ2- phase (containing about 38.5%at. of aluminium and constituting 

about 83 % of the domain). After the eutectoidic transformation and during the 

cooling from 1134 ÁC, the total amount of ɔ decreases because part of it transforms 

to Ŭ2. For instance at 1000 ÁC, the ɔ phase becomes 73% of the whole 

microstructure. 

1.1.2 Processing and heat treatments of TiAl intermetallic alloys  

The TiAl engineering components can be produced by numerous manufacturing 

techniques: casting or centrifugal casting (horizontal or vertical form) and 

investment casting (lost-wax casting), metal injection moulding (MIM), hot 

extrusion, isothermal forging or conventional forging with subsequent annealing 

treatment, powder metallurgy (PM) including hot isostatic pressing, additive 

manufacturing etc. [3],[4],[8],[9],[11],[17],[18],[19],[20].  

In Figure 8, some of industrial processes for ɔ-TiAl base alloy transformation 

are summarized [17].  

The casting method is a very well-known route for production of turbine blades. 

This method is followed by different complex thermo-mechanical processing which 

causes recrystallization. In order to improve chemical homogeneity by diffusion 

and to reduce casting porosity, the alloys can undergo a hot isostatic pressing 

(HIPing, deformation rate 5x10-3s-1). For instance, the parameters of  HIPing  for 

TNM alloy are given bellow: working temperature 1200°C for 4 h, pressing force 

200 MPa and cooling in furnace [17]. 
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Figure 8: Processing of TiAl based alloys on an industrial scale [17]. 

The hot isothermal forging and conventional forging at high temperatures 

(1200°C- 1350°C) are conducted at a rather high deformation rate. During the 

deformation at high temperature and pressure, the starting microstructure modifies 

owing to dynamic recrystallization. Usually the present grains align perpendicularly 

to the forging direction and the alloy morphology exhibits elongated grains. The 

cooling rate is very important in this case, since phase transformations and ulterior 

crystallization can take place [17]. 

The hot isostatic pressing of powders (powder metallurgy) is commonly used 

for production TiAl billets. The mix of powder is degassed at 500°C and compacted 

at around 1200°C to 1400 °C for 2-6 h. The desired microstructure can be obtained 

during the pressing by selecting the temperature or by using post processing steps 

[4]. 

The powder metallurgical method is very promising for large-scale production. 

The PM has been successfully adopted for producing near-net shape objects with 

minimal post processing. All the power metallurgy techniques require a 

personalised research for each alloy and further heat treatment and mechanical 
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machining to produce the final TiAl engineering parts. Three principal processes of 

PM have been studied: Spark Plasma Sintering (SPS), Selective Laser Melting 

(SLM) or Direct Metal Laser Melting (DMLM) and Electron Beam Melting (EBM). 

The SPS process is a method based on internal Joule heating which promotes the 

densification of powder compacts. The SPS process is usually used for making 

duplex microstructures. The DMLM (using laser beam) and EBM (using electron 

beam) are metal powder techniques where the alloy powder (TiAl) is deposited and 

melted layer by layer, according to a process based on a CAD file. EBM has been 

developed by Arcam AB in Sweden and it is commercially available since 2002 

[3].  

The turbine TiAl blades of aircraft engines have been formerly processed by 

casting techniques. In more recent years other production process have been 

investigated and the attention have been focusing on EBM process in particular.  In 

fact this last production process shows some advantages with respect to casting: 

reduction or elimination of scraps, more homogeneous chemical composition and 

microstructure in every component part, no contamination from atmosphere and 

crucible. 

In this work the TiAl intermetallic alloys were processed by EBM and their 

final microstructure and mechanical properties were obtained by heat treatment.  

In Figure 9, the schematic drawing of Arcam A2 machine and its technical data 

are reported. The EBM process is available online on Arcam ABôs website [20]. 
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Figure 9: Schematic EBM process and technical data for Arcam A2 machine [21]. 

The principle of EBM is very similar to a scanning carried out in an electron 

microscope. A heated tungsten filament emits electrons (on top of the machine). 

The electrons are collimated and accelerated until they achieve a kinetic energy of 

about 60 keV. The magnetic coils control the electron beam. Magnetic lens focus 

the beam to the desired diameter, and other lens deflect the focused beam to the 

desired point on the building table. The electron beam gun is placed in fixed 

position and the electron beam is reflected by lens. The diameter of electron beam 

is about 0.1mm and the beam current is in the range 1ï50mA. The equipment of 

last generation are multi-beams and can melt contemporary the powders placed in 

different points of the building table. The metal powder layers are deposited on the 

building table and the powder bed is made flat by a raking mechanism. Usually the 

thickness of layer is in the range 0.05ï 0.2mm. In order to obtain good layer 

packing, efficient flow, and successively melt uniformity, suitable particle size 

distribution and near-spherical powders are used. The electron beam is controlled 

by a computer and interacts with the powder which melts and then solidifies into 

dense and solid metal. After the processing of a layer, the building is lowered, a 

new layer of powder is deposited and treated by the laser beam. The components 

are built layer-by-layer. The powder is preheat by the beam (about up to 80 % of 

melting temperature) by scanning at high rate (~ 104 mm/s) and medium beam 
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current (~ 30 mA-50 mA). After the beam melts the powder (scanning rate ~ 102 

mm/s and beam current 5 ï 21 mA). The EBM process is conducted under high 

vacuum (10-2 Pa-10-4 Pa in different parts of Arcan machine). During the melting 

process, inert helium gas (10-2 Pa) is sent to the vacuum chamber. Helium gas 

avoids accumulation of electrical charge in the powder and favours the subsequent 

cooling. When the building process is completed the chamber is filled by helium to 

cool quickly the powder bed. The component is taken out of the powder and rest of 

powder is recovered, sieved and recycled [20],[21]. 

In every case (for all the PM methods), a final heat treatment can be adopted to 

modify the ɔ-TiAl alloy microstructure. Different characteristic microstructures of 

TiAl -based alloys can be obtained by heat treatment. The first step of the heat 

treatment consists in annealing performed within the Ŭ or Ŭ+ɔ phase field. The TiAl-

based alloys after the heat treatment can show four different microstructures 

depending on the annealing temperature: duplex, near gamma, near lamellar and 

fully lamellar [17],[22] (Figure 10).  

 

Figure 10: Microstructures of TiAl-based alloys after heat treatment [17]. 

The heat treatment starting from a temperature just a little bit above the 

eutectoid temperature, that is in the Ŭ+ɔ field, leads to formation of a near gamma 

microstructure. The same microstructure can be obtained starting from a 
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temperature below the eutectoid temperature, that is in Ŭ2+ɔ field [4]. The final 

microstructure manly consists of equiaxed ɔ grains with a small content of Ŭ2 phase 

placed at grain boundaries and triple points [4],[17]. The duplex microstructure 

forms after annealing well above the eutectoid temperature, that is in the centre of 

Ŭ+ɔ zone, and subsequent cooling to room temperature. The duplex microstructure 

is composed of alternating lamellae (ɔ/Ŭ2 phases) and globular ɔ-phase grains 

placed at the grain boundaries of ɔ/Ŭ2 colonies. In addition, there are also some 

small grains of Ŭ2 phase situated at the boundaries of lamellar zones [7]. Near and 

fully lamellar microstructures (ɔ/Ŭ2 phases) respectively form after annealing about 

10 °C below and 10-20 ÁC above the Ŭ-transus temperature, and subsequent cooling. 

The near lamellar microstructure comprises ɔ/Ŭ2 lamellar domains and primary ɔ 

grains, while the fully lamellar consists of ɔ/Ŭ2 domains only. The volume fraction 

of lamellar colonies increases with the growing of the annealing temperature in the 

Ŭ+ɔ field (because during a continuous cooling from the annealing temperature the 

system does not change exactly according to the phase diagram), while the lamellar 

spacing in the domains depends on the cooling rate [17]. The lamellar 

microstructure is composed of alternating lamellae of Ŭ2 and ɔ with the following 

crystallographic relationship: (111)ɔ//(0001)Ŭ2 and (110)ɔ//(1120)Ŭ2 [17]. 

The microstructure of ɔ-TiAl alloy does not depend only on the annealing 

temperature (above Ŭ-transus temperature or in Ŭ+ɔ two phase field), but on the 

cooling rate too. In the same manner also the microstructure obtained after 

annealing at a temperature above the Ŭ-transus  depends on the cooling rate. The 

CCT curves (continues cooling transformations) were investigated for several TiAl 

alloys. For example, in the Figure 11, the CCT diagram of a HNb ɔ-TiAl alloy is 

reported. In this figure the different curves refer to more or less quick cooling rates, 

these curves cut the curves of formation start for lamellar (L), ɔm and Ŭ2 structures. 

The intersections between the cooling curves and the curves of formation starts 

show at which temperature the different structures appear during cooling [17]. 



14 Introduction 

 

 

Figure 11 : CCT diagram of a Ti-46Al-9Nb alloy and different microstructures 

formed at specific cooling rates (FC-furnace cooling, AC-air cooling, OC-oil cooling, 

WC-water cooling) [17]. 

The full lamellar microstructure (Ŭ2/ɔ) forms at the slow furnace cooling from 

the single Ŭ phase field (FC curve).  The average lamellar spacing in Ŭ2/ɔ colonies 

decreases when the air-cooling is adopted (AC curve). In this case, the 

microstructure can consists of lamellar colonies and ɔm-TiAl grains localized at 

colony boundaries. During oil cooling, the disordered Ŭ-phase completely 

transforms into the ɔm phase (face-centered cubic) (OC curve). The massive 

transformation of Ŭ into ɔm phase is suppressed by water quenching (WC curve). 

According to Figure 11, the supersaturated Ŭ2 phase also forms after water-cooling. 

A disorder-order transformation of Ŭ phase happens without composition change 

and formation Ŭ2. A subsequent ageing treatment at the temperature below the 

eutectic temperature results in partial transformation of  Ŭ2 phase into a lamellar 

structure [17]. In fact, the aluminium content of Ŭ2 phase obtained by quenching Ŭ 

is well over the equilibrium percentage of Al at room temperature, therefore the Ŭ2 

is partially converted into the aluminium rich ɔ phase. 
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In the following, the more common microstructures resulting from processing 

and heat treatments for typical TiAl alloys (including those under investigation in 

this work) will be presented. 

The Figure 12 shows the microstructure of the HNb TiAl alloy Ti-45Al-(8-

9)Nb-(W,B,Y) (at.%)  processed by different techniques [23]. 

 

Figure 12: Microstructure of Ti-45Al-(8-9)Nb-(W,B,Y) (at.%): a) SM ingot before 

HIP, b) SM ingot after HIP, c) PAM ingot [23]. 

The SM ingots (diameter 120 mm x high 420 mm) were prepared by vacuum 

arc remelting (VAR) plus scull melting (SM) technologies. Double-melted PAM 

ingots (diameter 160 mm x high 470 mm) were prepared by cold hearth plasma arc 

melting (PAM). In order to eliminate casting defects, a hot isostatic press (HIP) 

under argon pressure of 140 MPa at 1250°C was used for SM ingots. A near 

lamellar structure (colony size 10 µm) was obtained by SM showing some porosity, 

but after HIP treatment, the porosity greatly decreased. PAM ingot exhibits fully 

lamellar structure with colony size about 200 µm - 1200 µm. The cooling process 

leads to a difference in the microstructure between SM and PAM ingots. In the case 

of PAM ingots, the material spent more time in the temperature range where ɓ and 

Ŭ phase exist. During this period of time, big Ŭ grans grew and then they 

transformed during quick cooling into large size FL colony (Ŭ2+ɔ) [23].  

In Figure 13, the dotted lines show the modified phase diagram, which depicts 

the microstructures practically observed when the Ti-45Al contains 8-10% at. Nb. 

It is clear that solidification of alloys with 44-45%at Al occurs via ɓ formation 

(LŸL+ɓŸɓŸɓ+Ŭ). If the addition of niobium is high enough, ɓ phase is present 

also at room temperature (Figure 13, 10% Nb). During cooling niobium can 

segregate at the grain boundaries, where the enhanced concentration of Nb causes 

the ɓ-formation at room temperature [23]. Other alloying elements like W and Mo 

act as ɓ stabilizers in the same manner of Nb. 
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Figure 13: Ti-Al quasi phase diagrams with Nb (8% at.) and Nb (10% at.) [23]. 

 In Figure 14 three microstructures of Ti-45Al-10Nb alloy obtained with 

different thermal treatments are showed. The Ti-45Al-10Nb alloy was produced by 

non-consumable argon arc melting. In order to obtain the homogenised composition 

of HNb alloy the ingots were remelted four times. Successively the ingots were 

maintained at 1200°C for 168 h to homogenise the microstructure and then forged 

at 1250°C [24].  

 

Figure 14: SEM photographs of Ti-45Al-10Nb microstructure: a) Fully Lamellar, b) 

Nearly Lamellar, c) degraded Fully Lamellar (DFL) [24]. 

The Fully Lamellar microstructure was obtained by using the following heat 

treatment: annealing at 1318°C, cooling dawn to 900°C in 15 minutes, isotherm at 

900° for 30 minutes, air cooling. This FL microstructure has colony size of lamellar 

structure about 150 µm and a lamellar spacing about 0.22 µm. In the case of Near 

Lamellar microstructure the heat treatment was: annealing at 1300°C, cooling dawn 

to 900°C in 60 minutes, isotherm at 900° for 30 minutes, air cooling. The NL 

microstructure contains small equiaxed ɔ grains at the grain boundaries, the colony 
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size of lamellar structure was about 90 µm and the lamellar spacing was about 0.25 

µm. After 30 h at 1050° C, the FL microstructure obtained by heat treatment 

described above,  was degraded due to the changing of the grain boundary structure 

and the coarsening of the lamellar laths [24]. 

The Figure 15 shows the evolution of Ti-45Al-2Cr-8Nb microstructure in 

correspondence to the heat treatment temperature [21]. 

 

Figure 15: The microstructure of Ti-45Al-2Cr-8Nb alloy obtained by heat treatment 

at different temperatures in the vicinity of TŬ = 1295 ÁC. The yellow dotted line indicates 

the border (2mm) [21]. 

At 1285 °C, the HNb alloy shows fine equiaxed as-EBM microstructure. The 

first lamellar grains is observed after heat treatment at 1290 °C. After heat treatment 

at 1295 °C, under 50 % lamellar grains were observed. At 1300 °C, over 50 % of 

lamellar grains were more homogeneously distributed among fine equiaxed Ŭ and 

ɔ grains. At 1305 °C the lamellar grains ratio and average lamellar grain size 

increased. The microstructure was homogeneous and lamellar grains were 

uniformly distributed. After treatment at 1310 °C for 2 hours, the microstructure 

was nearly lamellar, which consisting in 90 % of coarse lamellar grains pinned 
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mostly at grain boundaries by fine equiaxed grains. The fully lamellar 

microstructure, which composed by coarse (300-500 ɛm) lamellar ɔ/Ŭ colonies, was 

observed over 1315 °C [21]. 

In Figure 16 the different microstructure of TNM alloy obtained by several 

production processes are showed [17].  

 

Figure 16: SEM image (BSE mode) of TNM microstructure: (a) centrifugal cast Ti-

43.5Al-4Nb-1Mo-0.1B, (b) cast and HIPed Ti-43.5Al-4Nb-1Mo-0.1B, (c) cast and HIPed 

Ti-43.5Al-4Nb-1Mo alloy without boron, (d) HIPed Ti-43.9Al-4Nb-0.95Mo-0.1B gas-

atomized powder, (e) Ti-43.5Al-4Nb-1Mo-0.1B +0.5 at.% C showing microstructure 

different from a) because peritectic solidification, (f) Ti-43.5Al-4Nb-1Mo-0.1B +0.5 at.% 

C, ɓ solidification due adding high content of Mo. The ɔ phase appears grey to dark and 

Ŭ2 light grey, ɓ exhibits the brightest contrast [17]. 
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The morphology of as cast Ti-43.5Al-4Nb-1Mo-0.1B alloy is mainly composed 

by lamellar colonies (ɔ+Ŭ2) and very fine ɓ globular grans at the boundaries of ɔ/Ŭ2. 

The lamellar structure is not well visible because the lamellar spacing is small 

(Figure 16, (a)). According to phase diagram, this microstructure derived from 

solidification path: LŸ L+ɓ Ÿɓ Ÿ ɓ+Ŭ Ÿ Ŭ+ɔ+ɓ Ÿ Ŭ+Ŭ2+ɔ+ɓ Ÿ Ŭ2+ɔ+ɓ. The ɔ 

grains at the ɔ/Ŭ2 colony boundaries form due to the ɓŸɔ transformation. The ɓ 

phase shows semi-coherent interfaces with Ŭ2 and ɔ phases; at the interfaces the 

following crystallographic relationship exists: (0001)Ŭ2//(101)ɓ//(111)ɔ and 

[1120]Ŭ2//[111]ɓ//[101]ɔ. It can be noticed that the TNM microstructure after 

HIPing shows grain reduction in comparison with TNM after casting. (Figure 16, 

(b)). The B refining agent plays a beneficial role in cast TNM alloy, the grains 

became coarse in TNM alloy without B (Figure 16, (c)). In this case, the grains are 

coarse in spite of HIP treatment. The HIPed Ti-43.9Al-4Nb-0.95Mo-0.1B powder, 

obtained by gas atomization, has homogenous microstructure consisting of globular 

ɔ, Ŭ2 and ɓ grains (Figure 16, (d)). The addition of C improves the high-temperature 

capability of TNM alloy and increases the strength and creep resistance. However, 

the microstructure of TNM dramatically changed after small addition of alfa 

stabilizer (C, 0.5% at.) into the alloy (Figure 16, (e)). The solidification pathway 

does not involve the initial ɓ formation. In order to promote ɓ formation, the 

detrimental effect of C can be compensated by Mo which is ɓ-phase stabilizer 

(Figure 16, (f)) [17]. 

The various microstructures of Ti-48Al-2Cr-2Nb alloy, that are obtained after 

different processing paths starting from metal powders, are shown in Figure 17 

[18]. The microstructure of this alloy after the EBM process is always extremely 

fine and homogenous, but it usually contains only very small spherical pores 

(Figure 17, (a) and (b)). During powder atomization, the gaseous Ar entrapped 

inside the alloy created the residual porosity, that can be quantified less 2%. After 

HIPing the porosity can be reduced to 1%. In addition, the HIPed alloy is subjected 

to a full recrystallization; the growth of near equiaxed grains is clearly observed in 

Figure 17, (c). A duplex microstructure can be formed after ulterior thermal 

treatment. In this case, after 2 h at 1320 °C, about 40% of equiaxed grains is 

transformed into lamellar colonies of ɔ/Ŭ2, and the average colony size is about 100 

µm. The rest of fine equiaxed grains (approximately 15 µm) show that grain growth 

did not occurred during heat treatment (Figure 17 (d)) [18]. 
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Figure 17: Microstructure of Ti-48Al-2Cr-2Nb alloy: (a) after EBM processing, on 

the left of the picture typical spherical defect inside is present; (b) after EBM processing; 

(c) after EBM and HIPing; (d) after EBM, HIPing and thermal treatment for 2 h at 1320 

°C [18]. 

The Figure 18 shows different microstructures of Ti-48Al-2Nb-0.7Cr-0.3Si 

after engineering processing. The very fine gamma equiaxed grains, generally 

parallel to powder layers, with coarser grains  represent the typical microstructure 

after EBM process (Figure 18, (a)). The near gamma microstructure forms after 

melting and rapid cooling, while the linear bands with big grains are due to re-

melting of previously deposited layer as a consequence of heat diffusion 

phenomena during EBM processing. The Figure 18 (b) shows a duplex 

microstructure: some lamellar grains formed after heat treatment at 1300°C for 2 h 

(below the alpha transus temperature). Only few lamellar colonies can be observed 

in this microstructure (red and yellow arrows (Figure 18, (b)). The quantity of 

lamellar colonies and the dimension of grains increased when the temperature of 

HT grew (Figure 18, (c)). The near lamellar microstructure appeared after HT at 

1360°C for 2 h (Figure 18, (d)). Fully lamellar formation was obtained at 1365°C 

and 1370°C for 2 h (Figure 18, (e) and (f) respectively). The small difference in 
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temperature (only 5°C) changed the connection between lamellar colonies (the total 

connection was present at 1370 °C) [19]. 

 

Figure 18: Optical microscopy images of  Ti-48Al-2Nb-0.7Cr-0.3Si microstructure: 

(a) equiaxed morphology after EBM, the arrow indicates the building direction, (b) 

duplex morphology after HT at 1300°C for 2 h, (c) duplex morphology after HT at 

1350°C for 2 h, (d) near lamellar morphology after HT at 1360°C for 2 h, (e) fully 

lamellar morphology after HT at 1365°C for 2 h, (f) fully lamellar morphology after HT 

at 1370°C for 2 h with bigger lamellar grains of ɔ/Ŭ2 [19]. 
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1.1.3 Mechanical and oxidation resistance of TiAl intermetallic 

alloys  

In order to improve the mechanical properties and high temperature capabilities of 

TiAl intermetallic alloys, during the last years  many researchers designed novel 

TiAl alloys with alloying elements suitable for optimizing their microstructure. The 

main components of all microstructures are Ŭ2 and ɔ phases. The Ŭ2 phase (Ti3Al) 

has good high temperature strength, but very low ductility. The ɔ phase (TiAl) has 

excellent strength at high temperature (600 °C - 700 °C) and its room temperature 

ductility is limited, but better than Ŭ2 phase [4]. The addition into the alloy of Nb, 

Ta, W and Mo, stabilizers of ɓ-phase, improves the creep resistance. The Cr, Nb 

and Mo alloying elements in TiAl alloy make easier forging and extrusion at high 

temperature [3]. In fact, Nb and Mo favour the formation of the cubic ɓ-phase, 

which becomes ordered at high temperature and for this reason facilitates forging 

and extrusion. The room temperature poor ductility and strength of the fully 

lamellar microstructure is due to its coarse grains. The elements Cr, Mn and V are 

used to reduce the grain size in TiAl alloys in order to increase the ductility [8],[25]. 

The relationship between microstructures and some mechanical properties is 

showed in the Figure 19 [4]. 

The fully lamellar structure (alternating ɔ/Ŭ2 phases) has excellent fracture 

toughness, but low ductility and strength. In addition this structure shows very good 

fatigue and creep resistance [4]. The duplex microstructure is preferred for most of 

structural applications, because its improved ductility and fatigue resistance. On the 

other hand, the duplex microstructure shows limited fracture toughness and creep 

resistance, while near lamellar and fully lamellar microstructures exhibit better 

creep resistance and fracture toughness [3],[22]. The near gamma has good strength 

and ductility, but impact resistance and creep resistance are poor. For example, 

literature reports that the fracture toughness for the duplex microstructure ranges 

from 10 MPa m1/2 to 16 MPa m1/2, while the fracture toughness for fully lamellar 

microstructures is about 30 MPa m1/2 [4].  From the above it is clear that it is not 

possible to maximize all the mechanical properties, but the best compromise should 

be adopted for each specific applications. 
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Figure 19: Dependence of mechanical properties (fracture toughness, strength, 

ductility, impact resistance, creep resistance) and grain size on the microstructure (Near 

Gamma, Duplex, Nearly lamellar, Fully Lamellar) [4]. 

In Figure 20 the comparison of tensile yield strengths at different temperatures 

of various ɔ-TiAl alloys is reported [3]. 
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Figure 20: Yield strengths of TiAl-based alloys at room temperature and at 650°C 

[3]. 

The yield strength greatly depends from chemical compositions and method of 

production of the TiAl alloys. In every case, the yield strength decreases with the 

temperature increases.  

The typical oxidation performances of second, third generation TiAl alloys and 

coated TiAl alloys are compared in Figure 21 [3]. 
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Figure 21: Oxidation behaviour of coated and uncoated TiAl alloys [3]. 

According to previous studies [3],[5],[22],[26],[27] the oxidation behaviour of 

TiAl intermetallic alloys very often depends on many factors such as: Ti/Al ratio, 

alloying elements, different microstructures, temperature, atmosphere conditions 

ect.  

The aluminium concentration in TiAl alloys [26],[28] plays a very important 

role, because aluminium can form protective oxide scale (Al2O3) on the surface and, 

as a consequence, this barrier hinders inward diffusion of oxygen and further 

oxidation [5]. Titania (TiO2) and alumina form on surface at the same time. As it is 

known, the titania, a fast-growing oxide, does not provide long-term oxidation 

protection [22] because the diffusion of oxygen and metal ions through titania is 

faster than through alumina [29]. The activation energy for titania formation is  

lower than that of alumina and this leads to faster growth of TiO2 with respect to 

Al 2O3 [5],[30],[27]. Only an increase of Al to Ti atomic ratio limits the growth of 

both TiO2 and the whole oxide layer [27]. For example, the activation energy for 

oxidation of the binary Ti-50Al (% at.) alloy is 423  kJ/mol, while for pure Ti alloy 

is 239 kJ/mol [27].  
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In addition, a higher activation energy may be attributed to formation of the ɔ 

phase (TiAl), which exhibits significantly better oxidation resistance than Ŭ2 phase 

(Ti3Al). The oxidation resistance of Ŭ2 and ɔ phases depends on several factors: 

solubility of oxygen in these phases and diffusion of aluminium and titanium. Both 

ɔ and ɓ phases show a low level of oxygen solubility, while Ŭ2-phase shows an 

higher level [7]. According to the literature, the oxygen solubility in Ŭ2 phase is 12-

15% and in ɔ phase is 2-3% [2], this means that oxygen penetrates faster into Ŭ2 

phase than into ɔ and ɓ phases. The Ŭ2 phase (Ti3Al) contains less aluminium than 

ɔ (TiAl). The diffusion coefficient of aluminium at 800 ÁC in Ŭ2 phase (1.6x10-

20m2s-1) is lower than in ɔ (8x10-20m2s-1) and ɓ phase (1.1x10-14m2s-1).  The lower 

oxygen solubility, the higher aluminium content and aluminium diffusion rate (that 

could promote the formation of alumina) in ɔ phase with respect to Ŭ2 phase could 

be responsible for the better oxidation resistance of ɔ phase. On the other hand also 

the diffusion coefficient of titanium at 800 ÁC in Ŭ2 phase (2.1x10-19m2s-1) is lower 

than in ɔ phase (9.9x10-19m2s-1) and ɓ phase (1.3x10-14m2s-1), and this is not 

favourable for the formation of a passive layer on the surface in the case of ɔ and ɓ 

phases. However, the diffusion rate of Ti in Ŭ2, ɔ and ɓ phases is bigger than that of 

Al in these phases [7]. Therefore, on the basis of the diffusion rate of metallic 

elements, TiO2 should form preferentially in the initial oxidation step of both Ŭ2, ɔ 

phases. The limited aluminium diffusion, in particular in the case of Ŭ2 phase, leads 

to poor formation of aluminium oxide protective layer during initial oxidation [31]. 

After the formation of an initial oxide layer, the oxidation progress depends on the 

diffusion of oxygen, titanium and aluminium though the preformed oxide. The 

activation energy for the diffusion of oxygen in  TiO2 (234 kJ/mol) is lower than 

the oxygen diffusion in Al2O3 (587 kJ/mol) [27]. The activation energy for the 

diffusion of the titanium in TiO2 (257 kJ/mol) is lower than the activation energy 

for aluminium diffusion in Al2O3 (477 kJ/mol) [27]. Conclusively, the diffusion of 

both oxygen and metal occurs faster inside TiO2, which should grow more quickly 

than Al2O3.  Therefore the only way to limit the formation of TiO2 in a binary Ti-

Al alloy is to increase the Al:Ti atomic ratio. 

Potentially, the binary Ti-Al alloys with very high aluminium concentration 

should display excellent oxidation resistance. Unfortunately, these alloys show 

poor mechanical properties, and therefore they are not suitable for high temperature 

applications in aerospace and automotive sectors. Better mechanical behaviour can 

be achieved by adding alloying elements and designing ternary and quaternary 

alloys. Some of these alloying elements are detrimental for oxidation resistance, but 

other alloying elements can counterbalance their effects.  

The effect of  Cr, Si, Nb, Mo, Ta and W addition on the oxidation resistance 

has been well investigated [4],[8],[5],[22],[32]. The relative effectiveness of 

beneficial elements follows the order: W>Mo>Nb>Si [20],[29]. For example, the 

activation energy for oxidation of TiAl alloys with Nb high content was founded 

about 296 kJ/ mol and 268 kJ/mol for Ti-43Al-11Nb and Ti-30Al-2.7Nb 

respectively [24], then Nb increases the activation energy, but it still remain lower 
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that the activation energy for Ti-50Al (423  kJ/mol) [27]. The Nb ions  inside the 

oxide scale slows the diffusion of oxygen. In addition, the thermodynamic activity 

of aluminium enhances compared to that of titanium, which reduces the rutile 

growth rate and facilitates the alumina formation [25],[33].  Unfortunately a content 

of Nb over 10 % at. favours the formation of Ti-Nb and Al-Nb mixed oxides, which 

decreases the oxidation resistance. The Mo significantly reduces the oxygen 

solubility in the TiAl-based alloys and enhances the aluminium diffusion, thus 

enabling the alumina formation on the surface [7],[22],[16]. The silicon can play a 

beneficial effect on the oxidation resistance at low temperature, since it forms 

silicides and silica, which acts as a barrier for oxygen diffusion [32],[16],[34]. 

However, an excessive content of Si causes the oxide layer exfoliation [34]. A 

chromium content below 4% leads to a detrimental effect on the oxidation 

resistance. On the contrary, a beneficial effect of Cr is observed when its percentage 

ranges between 8 % at. and 10 % at., even though over 10% at. it worsens the 

mechanical properties [28],[27]. In fact, the formation of a Cr2O3 diffusion barrier, 

inhibiting ion mass transport, improves the high temperature oxidation resistance 

of TiAl alloys [5]. According to the literature, several combinations of alloying 

elements create a synergistic effect in quaternary TiAl-based alloys. For example, 

the couples  Cr with Nb [16], Nb (5-10% at.) with Si (1-5% at.) [35] and Mo with 

Nb [7],[36] display this synergistic effect which results in the accelerated growth 

of alumina. However, the contemporary presence of Cr, Nb and Mo together in 

TiAl  alloys was not found to improve the oxidation resistance, contrary to the 

couples Nb-Cr and Nb-Mo [28].  

After the primary formation of mixed oxides, the oxidation mechanism of TiAl 

system completely depends on inward and outward transport processes: the thermal 

diffusion of metal and oxygen ions in bulk and grain boundaries of oxide layer and 

the transport of electrons and holes through the oxide scale (Wagnerôs oxidation 

theory). The Figure 22 shows the diffusion process inside the oxide layer, where 

the diffusion of O-2 ions across the oxide layer was caused by Nernst potential 

coming from the difference in partial pressure of oxygen. On the base of diffusion 

processes Wagner proposed the parabolic law for the growth of the oxide layer.  
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Figure 22: Wagnerôs parabolic model. 

The kinetic parameters (parabolic constant rate and activation energy) for the 

oxidation of complex intermetallic TiAl alloys in the temperature range of interest 

could be investigated according to Wagnerôs theory.  

Since the oxide layer growth on TiAl alloy is controlled by diffusion the 

velocity of mass gain decreases with the time, because the thickness of the oxide 

layer increases. The Wagnerôs low for oxide layer growth is represented below:  

◕□

═
╚▬ ◄ , where the Kp is parabolic rate constant, æm/A is weight gain 

of the sample per unit of surface area and t is the time. 

The Kp value increases with the temperature growth.  

The relation between the parabolic rate constant Kp, the temperature and the 

activation energy can be expressed by the Arrhenius equation: ╚Ἰ ╚▄
╠

╡╣
 
 , 

where K0 is a constant, Q is the activation energy for the oxidation, R is the gas 

constant and T is the temperature in K.   

The Arrhenius equation can be also written (taking the natural logarithms of 

both parts) as: ἴἶ╚▬ ■▪╚
╠

╡╣
 . 

By plotting ln (Kp) versus 1/T the activation energy for oxidation Q can be 

calculated from the slope of the straight line fitting the experimental data [22]. 

 A high value of activation energy Q indicates that the alloy has good oxidation 

resistance. 
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1.2 Oxidation protection: surface modification and coating 

deposition 

The surface modification or the adoption of protective coatings can significantly 

improve the oxidation resistance of TiAl alloy [22]. After an initial oxidation, an 

oxide layer forms on the modified surface or coating. This oxide scale becomes a 

diffusion protective barrier that reduces the oxidation kinetics of complex 

intermetallic substrate. Unfortunately, after the prolonged oxidation most of 

thermal barrier systems tends to form inherently brittle phases that lead to a 

deterioration of the mechanical properties of surfaces or spallation.  

 In general for TiAl alloys several anti-erosion and oxidation protection surface 

treatments have been proposed: thermal diffusion (plasma carburization, nitriding, 

sulphidation, and cc.), low-oxidation partial pressure treatment, ion implantation, 

laser surface alloying, aluminizing, sol-gel process [8],[22]. 

 At present, these surface treatments should be further investigated, and 

improved for long period applications. 

1.2.1 Surface modification and surface alloying 

The thermal diffusion is very convenient and most used technique for surface 

microalloying and development of modified surfaces. Several thermal diffusion 

methods have been developed: solid, liquid, or gas thermal diffusion, plasma 

thermal diffusion and compound thermal diffusion. The main advantage of thermal 

diffusion is the excellent metallurgical bonding between new-alloyed surface and 

substrate. The alloying elements penetrate into the surface under heat action, thus 

modifying the surface composition. The diffusion of Al, Si, Cr, Nb, C, S and Mo 

elements can improve the oxidation behaviour of titanium aluminides forming 

suitable modified surfaces. After oxidation, the alloyed surfaces transform into 

compact protective oxidised scales, where the oxygen and metal ions diffusion is 

rather difficult [5].  

The thermal diffusion of Si results in the formation of Ti5Si3 and TiSi2 phases 

on TiAl surfaces. After oxidation up to 1000°C manly alumina and silicon dioxide 

form on Ti-Si compounds. The complex protective scale impedes the Ti outward-

diffusion and O inward-diffusion, which improves the oxidation resistance. In 

addition, the Ti-Si compounds have very similar thermal expansion coefficients 
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with respect to the TiAl substrate, which hinders spallation and results in good 

thermal cycling resistance [37],[38].  

The oxidised scale formed after 1000 cycles at 950°C was continuous, adherent 

and without cracks (Figure 23)[38]. 

 

Figure 23: SEM micrograph of Si-based coating deposited on TiAl alloy: (a) after 

100h at 1000°C (10-6 mbar), (b) and (c) after 1000 cycles at 950 °C in air [38]. 

The chromizing of Ti-6Al-4V alloy by double glow plasma creates a dense 

chromized coating and Ti-Cr mutual diffusion layer. After 100 h at 850°C, on the 

surface a Cr2O3 external layer and a TiO2 internal layer form. The compact 

chromium oxide inhibited the oxygen diffusion [39]. 

Also a Nb alloying coating was deposited on Ti-6Al-4V [40] and Ti-Al [41] 

alloys by double glow plasma thus improving significantly their oxidation 

resistance. 

Carburized samples of Ti-Al alloys showed good oxidation resistance at 900°C 

owing to the formation of a complex multilayer made of (from outside to inside): 

TiC/(Al 3Ti)C1-x/carbide/(Ti3Al)C1-x/carbide/the substrate [42]. 

The Mo surface alloying provided good oxidation resistance below 650 °C of 

Ti-6Al-4V alloy, unfortunately at 850°C the molybdenum protective coating lost 

any protective effect [43]. 

In the S alloyed coatings, S reacted with Ti forming TiS2 and favouring the 

TiAl 3 and TiAl2 Al -rich phaseôs formation. Sulfurizing resulted in enhanced 

oxidation resistance at 900° C [44]. 

Oxidation treatments under low oxygen partial pressure or pre-oxidation of Ti-

Al -based alloy are suitable for the initial formation of a protective scale. According 
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to thermodynamic equilibrium conditions, mainly alumina formation can be 

observed under low oxygen partial pressure. An initial oxide layer that contains 

alumina and several other oxides (Al2TiO5, TiO2 etc.) improves the high 

temperature oxidation resistance, but it is not effective for very long periods [5].  

Ion implantation is a surface modification process, which involves the impact 

on the sample surface of ions accelerated by an electrical field. The main advantage 

of this process is that it is a low temperature method, which allows the perfect 

implantation on TiAl surface of the almost all elements and their combinations such 

as: metallic ions (Al, Nb, Mo and Si), non-metallic ions (C, Cl, F, I) or combined 

ions (C+Nb, Al+Nb and Si+Nb). The concentration of implanted ions can be 

controlled and reproducible, the bonding with the substrate is quite good but the 

process is rather expensive [5]. 

The Al, Si, or Mo ion implantation favours the alumina formation during initial 

oxidation [45]. 

In addition, the Nb implantation promotes the formation of an Al enriched layer 

on the oxidized surface decreasing the content of titania [46]. 

Combined ion implantation of Nb with other elements (C, Al or Si) into the 

surface of TiAl based alloys, improves oxidation resistance of alloy and stabilizes 

the beneficial presence of these elements in the extremal scale [47],[48],[49]. 

 The halogen elements such as F, Cl, Br and I implanted into the surface lead 

to improved oxidation resistance of TiAl alloys. The halogen elements depress the 

oxygen ions diffusion and react with Ti giving compounds that volatilize during 

oxidation. The titanium halide become gas at high temperature and therefore mainly 

alumina forms on TiAl surface. In addition, aluminium halides at high temperature 

concentrate at the interface between oxide scale and substrate via diffusion through 

pores/cracks, and they successively oxidise into alumina. The compact scale of 

alumina improves the oxidation behaviour of TiAl alloy. Anyway the ion 

implantation of halides shows some drawbacks: formation of very thin films (about 

0.5 µm) that limits the application for long-term,  and high cost of production 

[50],[51],[52],[53]. 

Laser surface alloying is a surface engineering process, which exploits the 

short-time interaction between a directed energy laser beam and a pre-deposited 

layer of alloying elements or compounds and can affect the underlying substrate. 
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The final coating has good metallurgical bonding with the underlying material, 

dense microstructure and controllable thickness. This technique permits the 

deposition of many different coatings on several substrates, including Ti-Al 

traditional and intermetallic alloys [5]. 

 The TiAl laser surface alloyed  with C and C-Nb resulted in good oxidation 

resistance at 870 °C [54]. 

 The Ti-6Al-4V laser surface alloyed with Al+Nb mixture exhibited good 

oxidation resistance due to the formation of a complex coating consisting of 

TiAl 3/TiAl/Al. In fact, a continuous and dense alumina protective scale appeared 

after oxidation of this laser surface alloyed material [55]. Similarly, laser surface 

alloying with aluminium powders in nitrogen atmosphere was adopted to greatly 

improve the oxidation resistance, at high temperature and for long time, of Ti-6Al-

4V. Unfortunately, this kind of coating shows poor wear behaviour [56]. 

Generally speaking, the laser surface alloying seems a very promising method 

for processing protective coatings, but further process improvement is necessary 

for practical applications. In fact, the shielding gas or gas formed during the reaction 

with the substrate easily cause the formation of defects as pores, while the high 

heating and cooling rate during deposition creates cracks inside the coating [5]. 

In the following a more detailed presentation of some protective coatings for 

oxidation protection is given.  Alternative methods for processing more or less thick 

protection coatings frequently consist in the surface deposition of metal-based 

coatings and complex thermal barrier coatings, formerly developed for the 

oxidation protection of nickel superalloys. 

1.2.2 Aluminizing 

The aluminising of TiAl surface, resulting in an Al rich layer (TiAl 3), also can 

improve the oxidation resistance by promoting alumina formation [57]. 

 The aluminised layer can be obtained in different ways: aluminium deposition 

by ion-beam-assisted-deposition, aluminium cladding, PVD deposition of TiAl3 

and pack cementation (PC) [22]. 

For PC process powder mixtures containing pure and alloyed aluminium are 

commonly used, with the addition of inert filler (for example alumina) and an 

activator (halide salt e.g a fluoride). For instance the diffusion of Al, leads to TiAl3 
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formation on the Ti-Al surface. Unfortunately, some cracks form inside the oxide 

layer and the substrate made of brittle TiAl3. This happens because of the thermal 

mismatch between TiAl3 and the substrate. In order to reduce the thermal stresses 

and decrease the cracks formation, a TiAl3/TiAl 2 multilayer can be adopted [58]. 

Also the inter-diffusion between substrate and coating results in the formation 

of a TiAl2 intermediate layer (Figure 24,(a))[59]. 

 

Figure 24: SEM cross section of ɔ-TiAl alloy aluminised at 800 °C for 5 h in a low 

Al activity pack: a) as processed, b) after 10h isothermal oxidation at 900 °C and c) after 

long term oxidation of 100h at 900°C [59]. 

After oxidation, the external part of the coating gives rise to alumina formation 

(with traces of TiO2), while progressively TiAl3 transforms into TiAl2 (Figure 24, 

b and c). In addition, TiAl3 is rather brittle and shows poor cracking resistance due 

to the low symmetry of its tetragonal DO22 structure [59]. 

Some alloying element of TiAl alloys (Nb or Cr) showed beneficial effects on 

the aluminised layer in terms of coating stability and microstructure. In fact, the 

aluminising rate of TiAl alloys increases with small content of Nb or Cr, 

aluminising kinetics promotes the Al diffusion and leads to the formation of a stable 

TiAl 3 layer with less surface cracks [60]. 
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The oxidation mechanism of aluminised surface, based on the diffusion of 

several elements, is depicted in Figure 25. After long term oxidation (e.g. at 800-

1000°C) the surface layer consists of four different layers: external alumina scale 

with contamination of rutile, underlying TiAl2 layer coming from al depletion of  

TiAl 3, two layers containing Al and Ti with an aluminium concentration decreasing 

with the distance from the surface [57]. 

 

Figure 25: The oxidation process of aluminised ɔ-TiAl alloy (at 800°C for 3 hours): 

(a) initial oxidation (b) morphology of the layer after prolonged oxidation [57]. 

1.2.3 MCr AlY overlay coatings 

In addition to aluminizing, also MCrAlY overlay coatings have been traditionally 

used for the oxidation protection of materials for high temperature applications.  For 

this reason these kind of coatings, that are very effective when deposited on the 

surface of nickel superalloys, have been tested for the oxidation protection of the 

TiAl intermetallic alloys too. The overlay coatings can be deposited by using to 

main techniques: electron beam physical vapour deposition (EB-PVD) and low-

pressure plasma spray (LPPS). In both cases the surface layer (about 100 µm thick) 

is deposited at high temperature under vacuum and controlled atmosphere. EB-PVD 

process is based on the evaporation of coating material by means electron beam and 

subsequent deposition on the substrate. During the LPPS process a plasma 

containing drops of molten MCrAlY is sent to the surface where it solidifies. 

The MCrAlY overlay coatings (M=Co, Ni and Ni+Co) at 800-900°C in air 

suffer oxidation giving rise to a complex structure [61],[62].  

The MCrAlY coatings are currently used to protect Fe-, Co-, Ni-based 

superalloys [63],[64],[65]. When deposited on surface of ɔ-TiAl alloys they oxidize 

giving mainly Al2O3, Cr2O3 and nickel oxides on the surface. Cr promotes the 
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formation of alumina while even little amounts of Y strengthen the interfacial bonds 

between the oxide layer and the substrate [22]. During the oxidation, Al and Ti 

diffuse towards the surface and Ni and Co diffuse towards the substrate. The 

diffusion of these elements causes the formation of a diffusion interlayer placed 

between the MCrAlY and the substrate. The interlayer shows a complex 

composition as it contains intermetallic phases like AlNi2Ti or AlCo2Ti and other 

ternary components. The formation of the interlayer worsens the mechanical 

properties and this can cause crack growth [66],[65]. 

 For instance from Figure 26 it can be observed that some cracks formed on 

the CoCrAlY surface after 100 cycles at 1000°C [65].  

 

Figure 26: CoCrAlY coated ɔ-TiAl after 100 cycles at 1000°C: (a) surface 

morphology, (b) cross-section microstructure [65]. 

After prolonged cycling (100 cycles at 1000°C), the harmful TiO2 also 

appeared on the surface of the CoCrAlY and NiCrAlY deposited on the surface of 

an intermetallic alloy [65]. 

In order to prevent the above mentioned inter-diffusion suitable barriers can be 

put between MCrAlY coating and ɔ-TiAl [67],[68].  

For example, after the isothermal oxidation at 900°C, the Al/Al2O3/NiCoCrAlY 

coating system deposited on the Ti-48Al-2Cr-2Nb surface granted better oxidation 

resistance than the monolithic NiCoCrAlY coating. In this case, the Al/Al2O3 

interlayer avoided the Ti outward-diffusion and Ni/Co inward-diffusion. The 

AlCo2Ti and AlNi2Ti brittle intermetallic phases were not formed inside of the 

NiCoCrAlY coating. In addition, a compact scale made of alumina only formed on 

the coating surface [68].  
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The NiCrAlY coating plasma sprayed on TiAl-4Nb-3Mn (% at.) and TiAl-2Nb-

2Mo (% at.) beta gamma alloys sustained very well cyclic oxidation up to 1000°C 

[69],[70]. The Figure 27 depicts the coating modification with the number of cycles 

[69]. 

 

Figure 27: SEM (a) as-processed NiCrAlY coated TiAl-4Nb-3Mn (% at.) alloy, (b) 

oxidized after 10 cycles and (c) 120 cycles, (d) 460 cycles (e) 800 cycles at 1000°C [69]. 

A TiN layer grew in any direction at interface between coating and substrate. 

The N2 passed very easily through porous NiCrAlY coating (obtained by plasma 

spray) and reacted with Ti diffusing from the substrate. The formed TiN interfacial 

layer, when enough thick, blocked both inward Ni diffusion and outward Ti 

diffusion (Figure 28) [69]. 

 

Figure 28: SEM/EDS analysis of NiCrAlY coating deposited on TiAl-4Nb-3Mn (at.%) 

alloy during cycling oxidation at 1000°C after 800 cycles [69]. 

Generally, the severe Ni inward diffusion created a complex diffusion zone of 

Ni2TiAl/NiTiAl/(NiTiAl+TiAl) between TiAl alloy and NiCrAlY coating. The 
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Ni2TiAl external part of the diffusion zone is progressively converted to TiN with 

the time [69],[70]. 

The TiAl-4Nb-3Mn (% at.) alloy coated with NiCrAlY showed a similar 

oxidation mechanism dominated by inward and outward diffusion of several 

elements (Figure 29) [70]. 

 

Figure 29: Diffusion processes occurring in NiCrAlY coated TiAl-4Nb-3Mn (% at.) 

alloy during cycling oxidation at 1000°C [70]. 

Nickel diffused not only inward but also outward leading to the formation of 

NiO phase in top of surface. A bright globular phase of Mo formed in the inner-

diffusion zone.  The Mo diffusion also caused the widening of the grain boundary 

regions of TiAl-4Nb-3Mn (% at.) alloy. After long term oxidation, the outward 

diffusion of Al through the TiN interlayer created pores below the TiN layer 

(Figure 29)[70]. 

1.2.4 Thermal barrier coatings (TBC) 

This kind of protection systems have been developed for the components of turbine 

engines (typically turbine blades) that operate at the highest temperatures and are 

traditionally fabricated by using nickel-based alloys [61],[62]. 

 The TBC is composed of two coatings deposited of the surface of the 

component: an internal layer that can be either an aluminium rich layer obtained by 
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aluminizing or a MCrAlY deposited by plasma spray, and an external ceramic layer 

made of zirconia partially stabilized by yttria, deposited by plasma spray or electron 

beam assisted physical vapour deposition [5],[6],[61],[71]. According to current 

industrial practice the zirconia layer is deposited by EB-PVD on an aluminized 

bond coat while low pressure plasma spray ( or vacuum plasma spray are used for 

depositing the ceramic layer on the MCrAlY  bond coat. 

The structure of a TBC is represented in Figure 30 [71]. 

 

Figure 30: The cross-section of thermal barrier coating in a first stage blade [71]. 

The external ceramic layer (Top Coat-TC) exerts an insulating effect and 

creates a temperature gradient within the TBC, thus lowering the temperature of the 

substrate. The Top Coat is porous and therefore does not grant any protection from 

oxidation. The underlying layer rich of alumina (aluminized or MCrAlY layer 

called Bond Coat-BC) reacts with the oxygen easily diffusing through the Top Coat 

and it gives rise to an intermediate alumina layer called Thermally Growth Oxide 

(TGO). The interfacial bonds between the TC and the MCrAlY is generally better 

(because of the roughness of the MCrAlY surface) than those between the TC and 

the aluminized layer, but this last more easily oxidises to alumina. The thermal 

expansion of the TC is very similar to that of the BC, but strong thermal mismatch 

exists between TGO and BC, which results in important thermal stresses.  The 

thermal stresses increase with the growth of the alumina layer, and cause the failure 

of the TBC when the thickness of the alumina layer reaches a critical value. The 

TBCs were also tested for the protection of ɔ-TiAl alloys, and in this case, the TBC 
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failure also occurred after the growth of the alumina layer up to a critical thickness 

[5],[71].  

Figure 31 shows the cross section of a TBC deposited on ɔ-TiAl before and 

after 100 h of oxidation in air at 900 °C [72]. 

 

Figure 31: SEM imagines of cross-section of TBC/ ɔ-TiAl alloy (in up of the figure - 

complex system before oxidation, in down- after oxidation in air at 900 °C): a) 

aluminized BC, b) substrate pre-oxidation in air, c) substrate pre-oxidation in oxygen 

[72]. 

Sample ñaò was processed by using an aluminized layer as BC, sample ñbò was 

obtained by performing a pre-oxidation in air of the substrate before the aluminizing 

treatment and sample ñcò was obtained by preforming this preliminary pre-

oxidation in oxygen. The best oxidation protection was obtained for sample ñcò 

which showed the best interfacial bonds between the TGO (containing not only 

alumina but titania too) and the BC. The aluminized BC consists of TiAl3 and TiAl2, 

but it transforms progressively in ɔ-TiAl because of the diffusion of aluminium 

towards the substrate. Other kinds of BC (Ti-Al -Cr-Y-N, Ti-Al -Cr) were tested as 

an alternative to aluminized BC. In general the BCs provide oxidation protection to 

ɔ-TiAl alloys (e.g. Ti-45Al-8Nb at.%) for several hundreds of thermal cycles up to 

850-950° C.  The failure of these protection systems entails crack formation and 

spallation, which is promoted by the possible presence of porosity inside the BC 
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and the TGO. In addition, the presence of Ti inside the BC and then the presence of 

TiO2 inside the TGO decreases the oxidation protection capability.  The BCs based 

on aluminides unfortunately show great brittleness, which is detrimental for the 

mechanical behaviour (crack formation under limited thermal stress). These kind 

of TBCs should be optimized in terms composition and processing path in order to 

ensure long-term oxidation protection of ɔ-TiAl alloys. Finally, it should be 

considered that the processing of complex TBCs is quite expensive and they are 

successfully adopted for components that are internally cooled. In addition the 

processing of circuits for internal cooling in ɔ-TiAl alloys represents a big challenge 

because of their intrinsic brittleness [72]. 

1.2.5 Metal-based coatings specifically designed for Ti-Al alloys 

Since the overlay coatings show poor chemical and physical (thermal expansion) 

compatibility with both Titanium alloys and Ti-Al intermetallic alloys, alternative 

metal-based coatings have been investigated.  

These metal-based coatings can be used as an alternative of surface 

modification and aluminizing. Various coatings (Al-X, Ti-Al -X, Ti-Al -Cr-X) can 

be deposited by different technics: PVD, CVD, ion plating, thermal spraying, laser 

cladding, sol-gel etc. [3],[5],[6],[22],[73].  

The metal-based coatings Al-X (X=Si, Nb, Cr, Y) have been formerly 

developed to improve the oxidation resistance of  traditional Ti-Al based alloys, 

and more recently have been considered for oxidation protection of intermetallics. 

These coatings have excellent thermal stability and their high content of aluminium 

leads to formation of a scale rich in alumina [3],[5].  

The Al-Si coating deposited on Ti-6Al-4V by low oxygen partial pressure 

fusing method after cyclic oxidizing showed the formation of a continuous layer of 

alumina on the top of surface. The formed Si-enriched layer impeded the diffusion 

into the coating of elements detrimental for oxidation resistance. The Al-Cr coating 

fabricated by low oxygen partial pressure self-fusing technique on Ti-6Al-4V 

showed excellence oxidation resistance at 600°C [74]. 

The TiAl-based alloy with Al+Y coating, co-deposited by the single EB-PVD 

process, during oxidation at  900°C and 1000°C formed an interlayer of alumina 

and an outer layer of (Y,Al)O. The (Y,Al)O external layer acts as a stabiliser of the 
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coating and leads to a compact oxide scale which greatly enhances the oxidation 

resistance [75].  

More complex Al-based coatings were also investigated. The Ti-2.5Al-5V-

5Mo alloy was coated by low-pressure plasma spraying with quasi-crystalline 

coating Al-Cu-Fe-Cr (mix of icosahedral quasi-crystalline phases Al65Cu20Fe15, 

Al 65Cr5Cu20Fe10  and crystalline Al2Cu). After cycling oxidation test at 650°C and 

800°C, the stable and compact scale (showing no spallation) consisted of Al2O3 in 

the external part and a mixture of  Cr2O3, CuO and FeO in the inner part [76].  

However, the Al-X coatings shows thermal expansion coefficient different 

from that of the substrate and, for this reason, suffer of  rapid degradation and 

cracking [5]. 

The metal-based Ti-Al -X (X=Nb, Cr) coatings can provide excellent oxidation 

protection for ɔ-TiAl alloys under isothermal and cyclic oxidation, because they 

have compositions and thermal expansion coefficients similar to the substrate 

[63],[77]. 

 The magnetron sputtered Ti-50Al-10Cr (% at.) coating deposited on ɔ-TiAl 

alloy was tested under isothermal and cyclic conditions.  After testing at 900°C for 

h 1000 and at 1000°C for 100 cycles, a continuous and adherent alumina layer was 

formed on the surface, while chromium and titanium oxides were present inside the 

scale and gave rise to the growth of a very thick layer (Figure 32). It was proposed 

that chromium can promote the alumina formation [64],[65]. 

 

Figure 32: Cross section of Ti-50Al-10Cr (at.%) coating deposited on Ti-50Al 

(at.%): a) after exothermal oxidation-1000 h of at 900° C, b) after 100 cycles at 1000°C 

[65]. 
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A Ti-51Al-12Cr (% at.) coating deposited by low-pressure plasma spray 

(LPPS) demonstrated thermal and chemical properties very similar to those of Ti-

48Al-2Cr-2Nb (% at.) substrate, and alumina grew on this surface in the 

temperature range 800-1000°C in air. A Ti-51Al-12Cr (% at.) coating was also 

applied by magnetron sputtering onto Ti-45Al-8Nb (% at.). This coating provided 

oxidation protection during cycling (350 cycles) in the temperature range 750-

900°C in air, while the oxide layer grown on the uncoated alloy quickly underwent 

spallation under these test conditions [63]. 

 Both Ti-37Al-14Cr and Ti-50Al-10Cr coatings were tested showing good 

compatibility with TiAl substrate and excellent cyclic oxidation resistance without 

crack and spallation [5].  

These Ti-Al -Cr coatings proved to be effective for oxidation protection, but 

their lifetime is limited. The main components of the coating are ɔ-TiAl and 

Ti(Cr,Al)2 Laves phase, which become unstable after long period oxidation. In fact, 

after long-term oxidation at 900°C the degradation of Ti-Al -Cr coating occurred: 

the alumina formation caused the depletion of Al in the coating under the oxide 

scale and the ɔ-TiAl phase transformed into the cubic Al-Ti-O (Z-phase); the Cr 

inward-diffusion unto substrate caused depletion of Cr and the dissolution of Laves 

phase in the coating. In particular, the degradation of Z phase leads to rapid 

oxidation as shown in  Figure 33 [6]. 
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Figure 33: SEM images of Ti-51Al-12Cr (% at.) coating deposited on Ti-45Al-8Nb 

(% at.): (a) after 10 cycles at 900°C in air, (b) after 120 cycles at 900°C in air, (c) after 

120 cycles at 950°C in air, (d) after 700 cycles at 900°C in air [6]. 

In addition, also Ti-Al -Cr coatings with higher aluminium concentration were 

investigated. An amorphous Al-21Ti-23Cr (% at.) coating, deposited on the Ti-

48Al (% at.) substrate by magnetron sputtering, after isothermal oxidation at 

1000°C for 100h transformed into a mixture of Cr2Al and Ti(Cr,Al)2 phases, during 

the contemporaneous formation of a continuous scale of alumina. After further 

oxidation at high temperature the Cr2Al  phase disappeared while ɔ-TiAl became the 

main component of the coating (Figure 34). Obviously, the high aluminium content 

is responsible for the excellent protective film, in particular the Ti(Cr,Al)2 phase 

helps alumina formation [78]. 
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Figure 34: Al-21Ti-23Cr (% at.) coating deposited on Ti-48Al (% at.) alloy after 

isothermal oxidation at 1000°C: (a) after 2h, (b) after 20 h, (c) after 50 h, (d) after 100 h 

[78]. 

The substitution of Cr with Nb in Ti-Al -X coatings was investigated, but it did not 

result in any advantage. The Ti-46Al-5Nb and Ti-46Al-14Nb coatings deposited on 

Ti-48Al-2Cr-2Nb substrate were tested for 100 h at 900°C in air. A mixture of rutile 

and alumina formed after oxidation of the coatings containing Nb, which were 

initially constituted by ɔ-TiAl and Ti3Al phases. These coatings provided a slight 

improvement of oxidation resistance with respect to the uncoated alloy, but the 

weight gain due to oxidation was a bit higher than that observed for Ti-Al -Cr 

coatings and spallation of the surface layer was observed [5],[77].  

Also a Ti-Al -Cr (-Y) coating was tested for effective protection from oxidation 

of titanium aluminides. After oxidation, in the top of the surface a compact and 

continue alumina scale formed [79],[80],[81].  
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1.2.6 Titanium and aluminium based nitride coatings 

More or less complex nitride coatings have been proposed for oxidation protection 

of Ti-Al intermetallic alloys. Some of them were obtained by adding nitrogen to the 

metal-based coatings discussed in the previous section. 

The oxidised surface of a Ti-Al -Cr-Y-N coating after up to 3000 h of isothermal 

oxidation at 750°C showed very complex structure: it was composed by subsequent 

sub-layers made of a mix of titania and alumina with different ratio between the 

two oxides, and only small amounts of chromium and yttrium. Nitrogen was not 

found inside the external oxidized layer, but it concentrated inside the not-oxidized 

coating where no oxygen was detected [82]. However, the maximum useful 

temperature for Ti-Al -Cr-Y-N coating was 850°C, in fact at 900°C this coating 

showed scale spallation [6]. The Ti-Al -Cr-Y-N nitride coating granted  excellent 

oxidation protection for 3000 h at 750 °C [82] and was rather effective up to 850 

°C, but this coating is not suitable for long-term application at higher temperatures 

[6]. 

Nitride coatings TiAlN and TiAlXN have high temperature oxidation 

resistance, excellent wear resistance, and very high micro-hardness. The 

TiN/TiAlN composite coatings like Ti0.5Al0.5N/ Ti0.7Al 0.3N as well as simpler 

nitride coatings (Ti0.5Al 0.5N, Ti0.75Al0.25N, Ti0.6Al 0.3Si0.1N) were successfully 

deposited on Ti-based alloys by arc ion plating technique. [83],[84],[85],[86]. 

A (Ti-Al/Ti -Al -N)n multilayers coating was deposited on silicon and steel 

substrates by magnetron co-sputtering in Ar/N2 gas mixture. In Figure 35, the XRD 

analyses of two different (Ti-Al/Ti -Al -N)n multilayer systems deposited onto 

silicon (100) are reported [87]. 

 From the JCPDF 00-037-1140 (blue dash lines), the TiAlN phase has several 

peaks (hkl): (111) located at 37.5 (2ᴆÁ), (200) located at 43.72 (2ᴆÁ), (210) 

corresponded at 49.5(2ᴆÁ), (220) situated at 64 (2ᴆÁ), (311) located at 77(2ᴆÁ) and 

(222) situated at 81(2ᴆÁ). Only few of them can be clearly detected in the XRD 

pattern. A shift of diffraction angles in XRD spectrum was due to the compressive 

residual stress induced during a magnetron sputtering deposition of those complex 

multilayer systems, Figure 35. 
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According to JCPDF 00-005-0678 (black dash lines), TiAl phase has six 

diffraction peaks: (110) at 31.8 (2ᴆÁ), (111) at 38.8 (2ᴆÁ), (200) at 45.5 (2ᴆÁ), 

(220) at 66 (2ᴆÁ), (221) at 70.8 (2ᴆÁ) and (301) at 75 (2ᴆÁ), Figure 35. 

 Red dash lines (JCPDF 00-003-1144) refer to AlN phase: (100) at 33 (2ᴆÁ), 

(002) at 35.8 (2ᴆÁ), (102) at 59.5 (2ᴆÁ), (204) at 61.5 (2ᴆÁ) and (112) at 71.6 (2ᴆÁ), 

Figure 35 [87]. 

 

Figure 35: XRD patterns of the (Ti-Al/Ti -Al -N)n multilayer coatings deposited on 

silicon (100): black pattern - 60 multilayer system with a period of 42 nm, and red pattern 

-100 multilayer system with a period of 25 nm. The positions of TiAlN peaks (JCPDF 00-

037-1140),  TiAl (JCPDF 00-005-0678) and AlN (JCPDF 00-003-1144) are indicated by 

dash lines [87]. 

The Figure 36 shows the high resolution (HR) XPS spectra after oxidation (Ti 

2p, Al 2p, N 1s and O 1s) of TiAl N coating deposited by a magnetron sputtering 

system on Si wafer substrate from Ti and Al targets, in nitrogen and argon 

atmosphere. The binding energies and the relative spectral areas for all TiAlN 

species that formed after deposition are reported in Table 1.  
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Figure 36: XPS peak fitting for a TiAlN coating:  (a) Ti 2p, (b) N 1s, (c) Al 2p and 

(d) O 1s [88]. 

Table 1: XPS spectra analysis of as-deposited TiAlN layers  [88]. 
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From the Ti 2p HR XPS, the dominant component is T2, corresponding to TiO2. 

The spinïorbit doublet of T2 is positioned at 458.3 eV (2p3/2) and 463.8 eV (2p1/2). 

The second intense peak is T4, attributed to Ti-Al metallic bonds. The binding 

energies of T4 are 453.5 eV (2p3/2) and 459.5 eV (2p1/2). T1 and T3 peaks have 

similar intensity. T1 corresponds to TiN or TiAlN and T3 can be attributed to TiN 

oxide or satellite signal of TiN. The binding energies of T1 are  454.9 eV (2p3/2) 

and 460.8eV (2p1/2). The binding energies of T3 are 456.4 eV (2p3/2) and 462.2eV 

(2p1/2). The N1s HR XPS plot shows N1 and N3 contributions: a dominant peak 

of TiAlN (N1), and a small pick that can be attributed to TiAlN satellite or TiAl 

oxynitrides. The binding energy of N1 is positioned at 396.4eV and for N3 is placed 

at 397.8 eV. Al2p HR XPS plot shows three contributions (A1, A2 and A3). 

Binding energy of A1 at 71.5 eV, correspond to Ti-Al bond. The principal 

component is A2, probably attributable to TiAlN, with binding energy of 73.7 eV. 

The binding energy placed at 74.8 eV (A3) can be attributed to Al2O3. The O1s HR 

XPS plot consisted of  3 species: O1 (530.0 eV) refers to TiïO bonds, O2 (531.6 

eV) refers to OH- and O3 (532.8 eV) refers to adsorbed water [88]. 

According to some literature after oxidation at high temperature, alumina 

preferentially forms on the top of TiAlN system coatings. This alumina external 

layer hindered the inward oxygen diffusion and the underlying nitrogen rich coating 

impeded the diffusion of oxygen towards the substrate [5]. 

  In addition, a TiAlCrN coating, deposited on the TC11 titanium alloy by arc 

ion plating method, showed excellent oxidation protection at 700°C for 100 h. The 

chromium addition leaded to (Ti,Al)N and (Ti,Cr)N nitrides formation. These 

phases inhibited the oxygen diffusion [89].  

However, on the surface of these nitride coatings cracks formed after long-term 

oxidation at high temperatures; these cracks represented an easy path for oxygen 

diffusion  and for this reason they caused severe oxidation of Ti-based alloy [5]. 

1.2.7 Tantalum and aluminium based nitride coatings 

Tantalum nitride is believed to display better properties with respect to titanium 

nitride because of its better corrosion resistance [90],[91],wear resistance [92], and 

hardness [92]. For these reasons tantalum nitride coatings were deposited on 

different substrates including Ti-6Al-4V alloy [43],[93]. 
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Tantalum was also used for doping Ti-Al -N coatings with the aim of enhancing 

their oxidation resistance [94],[95]. However, at our knowledge, this kind of 

coatings was never tested in combination with TiAl intermetallic alloys. 

For instance, TaïAlïN coatings (Ta42Al 8N50, Ta39Al 11N50, Ta35Al 15N50, 

Ta24Al28N48) were deposited on silicon substrates by magnetron sputtering at room 

temperature. In the Figure 37,  the reactive magnetron co-sputtering method of 

TaAlN coating is shown [96]. 

 

Figure 37: Schematic presentation of TaAlN deposition on silicon substrate by 

reactive magnetron co-sputtering [96]. 

Pure tantalum (99.95%) and aluminium (95.95%) with a diameter of 50.8 mm 

were used as the targets. The distance between targets and substrate was 90 mm. 

During the deposition, argon and nitrogen were used in the chamber, the flow rates 

were 12 and 8 cm3/min respectively, working pressure was 0.7Pa. The silicon 

substrate was fixed on rotated holder and during sputtering it swung at a speed of 5 

rpm. The TaAlN coating was deposited for 40 minutes [96]. 

In Figure 38, the XRD patterns illustrates that all Ta-rich coatings have a face-

centered-cubic crystalline structure (TaN); and Al-rich coating (Ta24Al 28N48) 

probably has a near-amorphous structure, formed by crystallites of hexagonal AlN 

phase [96]. 
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Figure 38: XRD patterns of as-deposited coatings:  (a) Ta42Al 8N50, (b) Ta39Al 11N50, (c) 

Ta35Al 15N50, and (d) Ta24Al28N48 [96]. 

The Ta42Al 8N50, Ta39Al11N50, Ta35Al15N50, Ta24Al 28N48 coatings showed a 

columnar structure, and the Ta24Al 28N48 coating exhibited a near-amorphous 

structure (Figure 39) [96]. 
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Figure 39: SEM cross-section of as-deposited coatings:  (a) Ta42Al 8N50, (b) Ta39Al11N50, 

(c) Ta35Al 15N50, and (d) Ta24Al 28N48 [96]. 

In Figure 40, the XRD patterns of Ta-rich (Ta35Al 15N50) and Al-rich 

(Ta24Al 28N48) coatings are reported.  

The XRD patterns of other Ta-rich coatings (Ta42Al8N50 and Ta39Al 11N50) 

exhibited a similar trend to Ta35Al15N50, for this reason they are not reported here.  

After exposition until 600°C, the Ta-rich coatings showed ŭ-TaN structure. An 

amorphous dominant structure appeared at 700°C on Ta-rich coatings. After 

oxidation at 800 °C, the Ta-rich coatings oxidized, and in the top tantalum oxide 

(Ta2O5) formed. In case of Al-rich coating (Ta35Al 15N50), aluminium oxide begins 

to form at 600°C after 16h [96].  
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Figure 40: XRD coatings before and after isothermal oxidation at 600°C, 700°C, 

800°C: (up) Ta35Al 15N50, and (down) Ta24Al 28N48 [96]. 
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Those TaïAlïN coatings displayed good oxidation resistance in temperature 

range from 600 °C to 700 °C. The Ta35Al 15N50 coating exhibited a superior 

oxidation resistance with respect to similar coatings with a higher tantalum content 

when treated at 700  °C for 4 h. Figure 41 [96]. 

 

Figure 41: Cross-sectional SEM images of Ta-Al -N coatings after isothermal 

oxidation at 700°C: (a) Ta42Al 8N50, (b) Ta39Al 11N50, (c) Ta35Al 15N50, and (d) Ta35Al15N50 

[96]. 

1.2.8 Ceramic oxide-based coatings 

Ceramic system coatings as oxide coatings and enamel coatings have excellent 

thermal stability and oxidation resistance at high temperature. The oxide protective 

coatings deposited on the surface of titanium aluminides commonly are based on 

Al 2O3, SiO2 and Cr2O3 [5]. 

 The Ti-22Al-25Nb alloy covered by sol gel processing with silica coating and 

oxidized at 900 °C showed that the oxygen inward diffusion and titanium outward 

diffusion are hindered by the coating. This  greatly limits the growth of  a reaction 

layer made of  AlNbO4 at interface between substrate and the coating and of TiO2 

at the top surface. A chromia coating deposited on ɔ-TiAl alloy by multi arc ion 

platinum method promoted the growth of alumina at the interface with the 
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intermetallic substrate and retarded the titanium outward diffusion and the 

subsequent TiO2 formation. It is believed that the preferential formation of alumina 

at the interface with the substrate is due to the low oxygen activity. However, these 

simple  oxide coatings are generally not well compatible with titanium aluminides 

and intrinsically brittle, which promotes cracking and spallation [97]. 

Enamel protective coatings have good compatibility with the intermetallic 

substrate as their thermal expansion coefficient is similar to that of titanium-based 

and TiAl intermetallic alloys. Enamel coatings show optimal high temperature 

stability, low cost and easy processing [5]. 

After 300 h at 800°C, glass-ceramic coatings as Na2O-CaO-SiO2 and SiO2-

Al 2O3-CaO-Na2O deposited on TIMETAL 834 and TA1 alloys showed that no 

weigh gains occurred and no novel oxide formed on the surface of the coatings. The 

glass-ceramic coatings (MgO-SiO2-TiO2, BaO-MgO-SiO2, ZnO-Al 2O3-SiO2 and 

Ba-SiO2) processed by vitreous enamelling on the ɔ-TiAl alloys ensured excellence 

oxidation resistance at 800°C up to 100h [98],[99]. 

Both SiO2-B2O3-Al 2O3-MgO-TiO2-K2O and SiO2-BaO-CaO-Al 2O3-TiO2 

glass-ceramic coatings significantly protected from oxidation the ɔ-TiAl alloys at 

1000°C up to 25h [100]. 

A SiO2-Al 2O3-ZrO2-ZrO-B2O3-CaO-Na2O coating deposited on the 

Ti24Al14Nb3V alloy improved oxidation behaviour at 900 °C, and showed good 

chemical stability and thermal expansion coefficient similar to the substrate. 

However, even if spallation or cracking were not observed, these glass-ceramic 

coatings start to peel off after long-term oxidation at high temperature. [101].  

In addition, the presence of rather thick coatings made of glass-ceramics oxides 

is detrimental for the mechanical properties of titanium aluminides, and this feature 

represents the main limit for their practical exploitation [5]. 
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Chapter 2 

Experimental part: materials and 

methods 

In this chapter, the material processing and characterization of samples under 

investigation are described. Optical microscopy and Scanning Electron Microscopy 

were used for microstructure and morphology investigations. Crystalline phases 

constituting the alloys and the ceramic coatings were identified by X-ray 

diffraction. X-ray Photoelectron Spectroscopy and Energy Dispersive Spectroscopy 

were used for the chemical characterization of samples. The kinetics of isothermal 

oxidation of intermetallic alloys was studied by Thermogravimetric analysis. 

Oxidation tests in air were preliminarily carried out in order to check the suitability 

of coatings for oxidation protection. Cycling oxidation of coated and uncoated 

intermetallic alloys was performed in Burner Rig apparatus, with the aim of 

evaluating the combined effect of oxidation and thermal shock. Scratch testing 

checked the adhesion of coatings before and after the thermal cycling. Burner rig 

apparatus was used for evaluating the performance of the most promising coatings 

under condition simulating the operation of turbine engine components.  

2.1 TiAl intermetallic alloys under investigation  

Ti-48Al-2Cr-2Nb at.% (Ti-33.3Al-2.7Cr4.8Nb wt.%), Ti-48Al-2Nb-0.7Cr-0.3Si 

at.% (Ti-33.5Al-4.8Nb-0.9Cr-0.2Si wt.%), Ti-43.5Al-4Nb-1Mo at. % (Ti-

28.6Al9.1Nb-2.3Mo wt.%) and Ti-47Al-2Cr-8Nb at.% (Ti-30.4Al-2.5Cr-17.8Nb 

wt.%) intermetallic alloys were investigated.  

The alloys under investigation have been produced by electron beam melting. 

The general features of Electron Beam Method are presented in chapter 2 of this 

thesis, dealing with processing and heat treatments of TiAl intermetallic alloys. 

The processing paths for the intermetallic alloys have been well investigated 

during the last years and the advancements in this field have been widely reported 

in the literature. Also the processing methods of the alloys used in this work as well 

as the relevant microstructures have been described in several papers previously 
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published [18],[19],[20],[21],[102],[103],[104],[105]. For sake of clarity some 

basic information on this subject are summarized in the following and references 

are given in order to allow the readers to achieve further data.  

The chemical compositions of powder alloys (in wt.% and at.%) was checked 

by inductively coupled plasma (ICP), while a LECO instrument was used to 

measure oxygen concentration.  

The Ti-48Al-2Cr-8Nb (at.%) alloy was obtained from powder  with nominal 

particle size distribution between 45 µm and 180µm (-80/+325 mesh). The 

flowability (28±1s) was measured according to ASTM B213-03, while the ASTM 

B212-99 was used for apparent density measurement (2.31±0.23g/cm3) [20].  

A nominal size distribution between 45µm and 150µm (-100/+325 mesh) was 

utilized for the Ti-48Al-2Cr-2Nb (at. %) alloy. The cumulative gran size 

distributions of the ɔ-TiAl powder was obtained according to ASTM B214-07 [18]. 

 In order to produce the Ti-48Al-2Nb-0.7Cr-0.3Si (at.%) alloy, a powder with 

nominal particle size distribution between 45µm and 180µm (-100/+325 mesh) was 

used (ASTM B214-07). According to ASTM B213-13 the Ti-48Al-2Nb-0.7Cr-

0.3Si powder flowability (30±1 s) was measured. The apparent powder density was 

2.22 g/cm3 (ASTM B212-99) and the alloy density was 3.98 g/cm3 [19].  

The Ti-43.5Al-4Nb-1Mo (at. %) alloy was obtained from powder with nominal 

particle size distribution between 45 µm and 145µm (-80/+325 mesh), according to 

ASTM B214-07. According to ASTM B213-13, the Ti-43.5Al-4Nb-1Mo (at. %) 

powder flowability was (27 ± 1). The apparent density was 2.29 ± 0.03 g/cm3 

(ASTM B212-99) [103]. 

In order to reduce the amount of defects, as residual porosity, and improve the 

homogeneity, the EBM samples were hot isostatic pressed (HIPed) for 4h at 1260°C 

under a pressure of 1700 bar in argon [18],[19],[20],[21],[103]. 

 The microstructures of TiAl alloys under investigation after HIPing are 

represented in Figure 42.The microstructures show very fine equiaxed ɔ-grains in 

all TiAl alloys. 
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Figure 42: Microstructures of as-EBM processed TiAl alloys after HIP treatment: Ti-

48Al-2Cr-2Nb (48-2-2), Ti-48Al-2Nb-0.7Cr-0.3Si (RNT-650), Ti-43.5Al-4Nb-1Mo 

(TNM) and Ti-47Al-2Cr-8Nb (HNb). 

The TiAl alloys under investigation were finally thermally treated in a GERO 

carbon-free oven (Figure 43), in order to obtain a balanced set of mechanical 

properties.  
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Figure 43: GERO furnace. 

The electric GERO furnace operates under high vacuum (10-4 mbar) or in inert 

gas flow (argon) to avoid oxidation. The furnace has a stainless steel double wall, 

in order to cool the chamber during the heating by water. A tungsten resistance, 

placed inside the chamber, heats the chamber zone. A molybdenum and a stainless 

steel layers insulate the chamber. A thermocouple placed inside the chamber 

controls the temperature. During the heat treatment, the samples are positioned on 

a tantalum foil, in centre of chamber.  

Only few information about the heat treatment of the alloy under investigation 

can be given because the exact heat treatments are of industrial interest and 

therefore confidential.  

Similar  heat treatments were adopted for 48-2-2 and HNb as both of them show 

the Ŭ-transus temperature  at around 1295°C [21]. Therefore, the samples were 

annealed for 2 hours at 1320°C and quickly cooled to room temperature. In this 

manner a microstructure mostly constituted by lamellar structure can be obtained. 
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Also the thermal treatment of RNT-650 alloy consisted in the annealing at a 

temperature above the Ŭ-transus.  Annealing was performed for 2 hours at 1360°C 

as previously reported in the literature [103].  

The heat treatment of TNM [103] consisted in  an annealing performed just 

above the ɔ-solvus, which is ranges around 1240°C depending on the chemical 

composition of TNM. After annealing, the sample was quickly cooled to room 

temperature thus obtaining a near lamellar structure.  

The optimized microstructures of TiAl alloys under investigation are reported 

in Figure 44. 

 

Figure 44: Optical microscopy images: (a) a fully lamellar microstructure of Ti-

48Al -2Cr-2Nb, a near lamellar microstructure of (b) Ti-47Al-2Cr-8Nb and (c) Ti-

48Al-2Nb-0.7Cr-0.3Si. SEM image (d): a near lamellar microstructure of Ti-43.5Al-

4Nb-1Mo [102]. 

A fully lamellar microstructure was obtained for Ti-48Al-2Cr-2Nb (Figure 44, 

a). From the literature, the fully lamellar microstructure of TiAl intermetallic alloy 

shows the best creep resistance [4]. Ti-47Al2Cr-8Nb, Ti-48Al-2Nb-0.7Cr-0.3Si 

and Ti-43.5Al-4Nb-1Mo alloys show a near lamellar microstructure (Figure 44, b 

and c). The SEM imagine of Ti-43.5Al-4Nb-1Mo alloy (Figure 44, d) clearly 
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shows manly lamellar microstructure (ɔ/Ŭ2 colonies), with some globular ɓ0 and ɔ 

grains localised at the grain boundaries. 

2.2 Ceramic coating deposition  

In order to improve the oxidation resistance of second-generation TiAl -based 

alloys, TaAlN and TiAlN coatings were deposited on Ti-48Al-2Cr-2Nb heat-

treated alloy. In this work, the High Power Impulse Magnetron Sputtering 

(HiPIMS) process is used for very thin ceramic coatings deposition. 

 The TaAlN and TiAlN coatings under investigation were deposited by research 

team ( Silvia M. Deambrosis, Monica Fabrizio, Enrico Miorin, Francesco 

Montagner, Valentina Zin) of National Research Council (CNR) of Italy, Istituto di 

Chimica della Materia Condensata e di Tecnologie per lôEnergia (ICMATE), Corso 

Stati Uniti 4, 35127 Padova, Italy. Before the coating deposition the substrate was 

etched and the resulting roughness was measured at ICMATE by a mechanical 

profilometer. The roughness measurements were obtained according to UNI ISO 

4287. 

In recent years, the  Reactive HiPIMS technology  attracted attention as a 

promising sputtering-based ionized physical vapour deposition (PVD) process 

suitable for processing thin coatings with improved characteristics [106]. The 

HIPIMS is a simple process that combines the advantages of conventional 

magnetron sputtering and arc evaporation, because it produces a highly ionized 

droplet-free plasma. In comparison with conventional magnetron sputtering 

techniques, the HiPIMS plasma conditions considerably improve the þux of 

energetic ionized species [107]. 

A most important advantage of the HiPIMS technique is to perform efficient 

etching of different substrates, and to deposit several compounds (i.e., oxides or 

nitrides) [108],[109],[110],[111],[112],[113],[114],[115],[116]. During the reactive 

sputtering a mixture of gases reacts with the target material, and coating can 

obtained with different chemical composition [107]. The HiPIMS technique  uses 

the ñcooler plasmaò, which means that the substrate does not suffer the action of 

high temperatures during the coating deposition   [117].  

In HiPIMS, a fraction of the plasma ions comes from the target material. During 

the etching process some of the bombarding metal ions may be implanted into an 

intermediate region [107]. The high-energy ion bombardment creates a smooth 
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surface, which results in good adherence of the coating with substrate. HiPIMS can 

cover large areas of a certain amount of micrometres. The film obtained by HiPIMS 

exhibit a uniform smooth surface and ultra-dense microstructure. In addition, the 

HiPIMS ýlms can be deposited on complex-shaped substrates [107], [117].  

The comparison between conventional Magnetron Sputtering and High Power 

Impulse Magnetron Sputtering is shown in Figure 45. 

 

Figure 45: Magnetron Sputtering and High Power Impulse Magnetron Sputtering 

schematic processes [117]. 

The Figure 45 shows that HiPIMS coating has ultra-dense microstructure and 

a very smooth surface, while a conventionally grown coating presents less hardness, 

density than HiPIMS film, and shows inhomogeneous microstructure [117]. 

The good quality coating is due to the high ionization factor of the sputtered 

surfaces. The electron impact ionization is obtained by the high plasma (electron) 

densities [118]. The ionization fraction in HiPIMS is a function of the peak target 

power [119] and the target material [120]. The sputtering gas influences the plasma 

chemistry and ionization during HiPIMS process. When argon-sputtering gas is 

used in HiPIMS the ionization is low if species has a high ionization potential (IPA) 

and a low electron impact ionization cross-section (Qi). High ionization has been 

found when IPA value is low and materials has a high Qi value [117]. 
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A summary of some important parameters for the HiPIMS discharge is reported 

in Table 2. The plasma parameters are calculated for the dense plasma regions at 

the target, where the ionization is the strongest [106].  

Table 2: Parameters for the HiPIMS process [106]. 

 

The variation of the deposition parameters permits to control the energy of 

HiPIMS deposition, and allows the manipulation of film properties (mechanical, 

optical and electrical) [106]. During the film growth, the bombarding energy, the 

ions flux, the flux composition and the incidence angle of flux affect the plasma-

film interface [121], [122]. The high pulsed ion flux parameters determinate the 

efficiency of the moment transfer to the film atoms and influence the growth and 

microstructure of film [123]. Another characteristic of HiPIMS is the possibility to 

increase the plasma density in front of a sputtering source in order to decrease the 

mean ionization distance for the sputtered particles [107]. The increase in plasma 

density is simply achieved by applying a high electrical power in pulses with a low 

duty factor (low ratio pulse on time/cycle time) [114],[107]. In addition, in order to 

obtain a novel structure of film with superior properties [115], the HiPIMS allows 

to control the direction of the deposition flux [124]. 
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In this work a reactive HiPIMS (TRUMPF-Hüttinger, True Plasma High Pulse 

4002 power supply and 18 kW model 3018 HBP bias unit, Freiburg, Germany) was 

used for coating deposition (Figure 46). 

This apparatus is available at the laboratories of National Research Council 

(CNR) of Italy, ñIstituto di Chimica della Materia Condensata e di Tecnologie per 

lôEnergiaò (ICMATE), Corso Stati Uniti 4, Padova 35127, Italy. 

 

Figure 46: (a) HiPIMS apparatus, (b) HiPIMS chamber, (c) Plasma Etching, (d) 

Reactive Deposition. 

Before the coating deposition, the Ti-48Al-2Cr bars (about 25 mm of diameter) 

obtained by EBM process and successively heat treated, were cut in order to obtain 

the cylindrical specimen (about 20 mm high).  

In order to avoid the cutting defects, the upper surface of cylinders was 

metallographically polished to a 1µm diamond ýnishing.  

All samples were ultrasonically cleaned in alcohol bath for 20 min. 

After the surface preparation described above, three different pre-treatments 

were used for TiAlN coating deposition. The pre-treatment parameters are shown 

in Table 3 [107],[125].  The roughness resulting from surface preparation of the 

substrate is reported in Table 4. The three roughness profiles (Ra) of the surface of 
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samples differently treated before coating depositions are shown in Figure 47, 

Figure 48 and Figure 49. 

Table 3: Substrate pre-treatment for TiAlN deposition. 

Substrate pre-treatment TiAlN1  TiAlN2  TiAlN3  

Ultrasound cleaning in 

alcohol bath 

yes yes yes 

HiPIMS plasma etching no 60 min 10 min 

TiAl interlayer 

deposition 

no no yes 

 

Table 4: Average superficial roughness (Sa) before the coating deposition. 

Sample Etching Interlayer  
average superficial roughness 

Sa (µm) 

TiAlN1  no no 0.014±0.001 

TiAlN2  60 min no 0.04±0.02 

TiAlN3  10 min yes 0.012±0.002 

 

Figure 47: Roughness profile of TiAlN1 sample surface before coating deposition. 
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Figure 48: Roughness profile of TiAlN2 sample surface before coating deposition. 

 

Figure 49: Roughness profile of TiAlN3 sample surface before coating deposition. 

In case of TiAlN2 specimens, the sample surface was plasma etched for 60 

minutes. HiPIMS etching conditions were: Ti0.5Al0.5 cathode, average power 100 

W, bias voltageī1200 V, Ar pressure 1.0Ĭ10ī2 mbar, frequency 500 Hz and pulse 

length 25 µs [107], [125]. The HiPIMS plasma etching aimed at the removal of the 

natural oxide layer [116] and improving the adhesion [110],[126]. 

The TiAlN3 surface was plasma etched by Argon ions for 10 minutes (the same 

etching condition of TiAlN2) and subsequently coated with a TiAl interlayer. The 

TiAl interlayer was deposited by using a TiAl target (Ti:Al atomic ratio 1:1, 4ǌ in 

diameter, 6 mm thick, and 99.9% purity) ýxed on a weakly unbalanced magnetron 

cathode. The substrates were placed 100 mm below the target and heated up to 400 

°C. The TiAl i nterlayer deposition was performed under the following conditions: 

mean cathode power density 12.5 W/cm2, mean cathode power 1000 W, pulse 

length 25 ɛs, frequency 500 Hz, gas Ar, pressure 1.0Ĭ10ī2 mbar, substrate bias 

voltage ī50 V, deposition duration 10 min. The TiAl interlayer was expected to 

improve the quality of the TiAlN coating [107], [125]. 
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The TiAlN coating deposition was performed in a high-vacuum chamber (base 

pressure lower than 1×10ī7 mbar). The inert gas (Ar, 99.9997% purity) and the 

reactive gas (N, 99.998% purity) were passed through dedicated mass þow 

controllers. The pressure of sputtering gas mixture (50%Ar +50%N) was set at 

1×10-2 mbar. A TiAl target (Ti0.5Al0.5 99.9% purity) was used for TiAlN 

deposition. The substrates were placed 100 mm below the target and heated up to 

400 °C. Other important HiPIMS conditions for TiAlN deposition were: mean 

cathode power 1000 W, mean cathode power density 12.5 W/cm2, pulse length 25 

ɛs, frequency 500 Hz, substrate bias voltage ī50 V, deposition duration 180 min 

[107], [125]. 

In the Table 5 the thickness of TiAlN coatings measured by Calo tester (at 

ICMATE) are reported. These thickness values  were also measured on the cross-

section of the specimens by SEM and by FIB/SEM (at University "Roma Tre", 

Engineering Department, in the frame of a joint research project funded by the 

Italian National Research Council ï Italian Ministry of Economic Development 

agreement ñRicerca di Sistema Elettrico Nazionaleò). 

Table 5: Thickness of coatings measured by Calo tester. 

sample 
Thickness of coatings 

(µm) 

TiAlN1  2.19±0.03 

TiAlN2  2.13±0.04 

TiAlN3  

Coating 2.12±0.06 

Interlayer 0.30±0.02 

The cross-sections of these coatings are shown in Figure 50, Figure 51, Figure 

52 and Figure 53. 
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Figure 50: Cross-section of TiAlN1 sample. 

 

Figure 51: Cross-section of TiAlN2 sample. 
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Figure 52: Cross-section of TiAlN3 sample. 

The microstructures of TiAlN coatings are also shown in Figure 53. 

 The TiAlN1 coating showed good compact microstructure without defects. 

The TiAlN2 coating exhibited TiAl lamellar microstructure, probably due to very 

long ions etching (60 min) before the coating deposition. The TiAlN3 coating 

showed very soft lamellar microstructure. 

 All TiAlN specimens were about 3µm thick (Figure 50, Figure 51, Figure 52 

and Figure 53). 
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Figure 53: SEM imagines. Microstructures of TiAlN coatings (top and cross-

section). 

Also a TaAlN coating was deposited on the surface of Ti-48Al-2Cr-2Nb heat-

treated alloy.  

The HiPIMS parameters used for TaAlN deposition are summarized in Table 

6. 
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Table 6: Parameters for the TaAlN HiPIMS deposition. 

Substrate 

pre-

treatment 

Ultrasound cleaning yes 

HiPIMS plasma etching (min) 10 

TaAl Interlayer yes 

Film 

deposition 

parameters 

 

Mean cathode power (W) 500 

Mean cathode power density (W/cm2) 6.25 

Pulse length (ɛs) 25 

Frequency (Hz) 500 

Gas Ar + N2 (50%) 

Ta and Al targets Ta+Al (50%) 

Pressure (mbar) 1 × 10ī2 

Substrate bias voltage (V) ī100 

Duration (min) 130 

The microstructure of TaAlN coating is shown in Figure 54 and cross- section 

of TaAlN is reported in Figure 55. The TaAlN coating was homogenous and did 

not exhibit any defect. 
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Figure 54: SEM image of TaAlN coating microstructure. 

 

Figure 55: SEM cross-section of TaAlN coating. 




































































































































































