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a b s t r a c t 

Effective management of hard-to-close skin wounds is a challenging issue due to several co-morbidities in affected 

patients. Particularly, infections represent a major obstacle in wound healing. The design of efficient wound 

treatments thus represents an urgent need. Injectable drug delivery hydrogels with intrinsic antimicrobial and 

antifungal properties were herein designed for perspective application in the mini-invasive treatment of hard- 

to-close wounds. First, an amphiphilic polyurethane was synthesized from Poloxamer® 407 macrodiol and N- 

Boc diethanolamine chain extender (DHP407, �̄� 𝑤 = 33 kDa). Chain-extension reaction step was optimized to 

maximize the formation of -NH groups along the polymer chains (4.5 × 10 20 ± 1.8 × 10 19 –NH groups/g polymer ), 

after Boc-caging group removal (D-DHP407). DHP407 and D-DHP407 water-based solutions were thermosensitive 

with slightly different Critical Micellar Concentration (17.5 𝜇g/mL vs . 19.7 𝜇g/mL) and cluster hydrodynamic 

diameter (235.6 ± 19.9 nm vs . 260.1 ± 20.5 nm), and similar Critical Micellar Temperature (22.5 °C vs . 23.1 °C). 

A polyurethane solution concentration (15% w/V) was selected by tube-inverting test and rheological analysis 

showing injectability, as evidenced by sol-to-gel transition at 27.7 ± 0.6 °C for DHP407 and 29.7 ± 0.6 °C for 

D-DHP407, within few minutes, at similar gelation kinetics. DHP407 and D-DHP407 hydrogels showed controlled 

release of Bovine Serum Albumin (BSA) model protein (1 mg/mL), with no burst phenomena. BSA released from 

DHP407 and D-DHP407 hydrogels at 24 h was 33.7 ± 5.0% and 24.6 ± 1.2%, respectively. D-DHP407 hydrogel 

was biocompatible and able to support NIH-3T3 cell proliferation. Furthermore, D-DHP407 hydrogel showed 

intrinsic antifungal and antibacterial activity against C. albicans and Gram-positive S. aureus and Gram-negative 

E. coli bacteria, injectability and capability to retain shape post-injection, making it promising for future use in 

the management of hard-to-close skin wounds. 
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. Introduction 

Chronic skin wounds represent one of the leading concerns faced by

ealthcare systems daily, as millions of patients suffer from this pathol-

gy worldwide. The treatment of hard-to-close wounds is a huge eco-

omical burden requiring expensive medical cares, long hospitalization

nd often leading to unsuccessful tissue healing. The major cause of de-

ayed or failed wound closure is the spreading of high level of bacteria

n the wound site, which promote the biofilm formation and interfere

ith the common pathways of matrix metalloproteinases responsible for

issue regeneration [1] . Indeed, at least 60% of chronic wounds are asso-

iated with bacteria contamination and biofilm formation [ 2 , 3 ]. Thus, to
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romptly tackle infections and disrupt the biofilm, patients affected by

hronic wounds are generally treated with high dosages of systemically-

r topically-administered antibiotics [ 4 , 5 ]. However, in recent years this

trategy was reported to be disastrous in many cases as wounds are gen-

rally invaded by strong antibiotic-resistant bacteria as a consequence of

he excessive and indiscriminate use of antibiotics [6] . For these reasons,

esearchers are hardly working on alternative antibiotic-free strategies

o manage hard-to-close infected wounds. Among them, the topical ad-

inistration of antimicrobial therapeutic agents has gained increasing

nterest. For instance, the release of silver nanoparticles directly in the

ound bed from delivery systems engineered in different forms, such as

el-membrane [7] , electrospun meshes [8] and sponges [9] , has been

idely studied. A similar approach was also explored for the release

f iron oxide [10] , titanium dioxide [11] and zinc oxide [12] nanopar-
ecember 2021 
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w  
icles. An alternative approach was also explored through the design

f formulations able to release naturally-derived antimicrobial agents,

uch as tannic acid [13] , gallic acid [14] and curcumin [15] . However,

uch systems suffer from poor stability of the antimicrobial agent, thus

esulting in a narrow therapeutic window. Furthermore, the main pur-

ose of such systems is strictly related to their antimicrobial behavior,

hile no evidences have been reported on their regeneration capability.

ore recently, researchers have been focusing their attention on the de-

elopment of synthetic antimicrobial peptides due to their remarkable

apability to concurrently face infections and promote wound closure

16] . Compared to antibiotic-based treatments, the above-mentioned

trategies show the advantage not to induce bacteria resistance and to

xhibit a much broader spectrum of activity [17] . However, to avoid

ytotoxic effects on mammalian cells, very low dosages of such an-

imicrobial agents can be administered, thus reducing their antimicro-

ial potentialities [18] . Moreover, they are generally characterized by

 short-term antimicrobial activity [18] . On the other hand, concern-

ng synthetic antimicrobial peptides, their use is limited by their cost

nd very fast degradation phenomena when in contact with the hos-

ile environment (e.g., exudate alkalinity) of infected wounds. Hence,

he development of more effective, cytocompatible and low-cost wound

ressings able to face wound infections and promote tissue healing is an

rgent need. In this scenario, the development of antimicrobial polymers

epresents a promising alternative to successfully face wide-spectrum

acteria contamination as widely reviewed by several research groups

18–20] . Specifically, a critical analysis of this literature highlighted

he importance to make antimicrobial polymers fulfill proper require-

ents to provide them with antimicrobial features. More in detail, such

equirements concern the average molecular weight (between 50 and

20 kDa), the hydrophobic/hydrophilic balance, the presence of posi-

ively charged functional groups and the degree of polymerization [21–

3] . In this context, polyurethane (PU) chemistry represents a powerful

ool, giving the possibility to synthesize high molecular weight poly-

ers with desired properties by selecting the starting building blocks.

or instance, by selecting a peptide sequence containing the Ala-Ala

otif as chain extender, Silvestri et al. developed PUs with sensitivity

o elastase-mediated hydrolysis [24] ; Kim and colleagues synthesized

 pH-responsive PU by chain extending the prepolymer with 1,4-bis-

2-hydroxyethyl)piperazine [25] , while Hsiao and co-workers selected

-hydroxyethyl methacrylate as end-capping molecule to introduce PU

esponsiveness to light irradiation [26] . In this work, the wide versatility

f PU chemistry was explored to design an amphiphilic high molecular

eight poly(ether urethane) (PEU) with antimicrobial properties to de-

elop an injectable drug delivery carrier able to concurrently reduce in-

ections and release therapeutic agents. More in detail, the amphiphilic

riblock copolymer Poloxamer® 407 and a diol bearing a Boc-protected

econdary amino group (i.e., N-Boc diethanolamine) were selected as

acrodiol and chain extender, respectively, to ensure PEU amphiphilic

ature and the exposure of cationic moieties along its chains. Consider-

ng the crucial role exerted by polymer amphiphilicity, molecular weight

nd cationic functional groups in their intrinsic antimicrobial properties,

reat attention was paid to the polymerization reaction to maximize the

hain extension step and thus, the exposure of secondary amino groups

er chain. Moreover, the presence of hydrophobic/hydrophilic blocks

as investigated both at the nano- and macro-scale to design thermosen-

itive micellar hydrogels able to undergo sol-to-gel transition at phys-

ological temperature. Furthermore, hydrogel potential exploitation as

ini-invasive and multi-functional carrier in the treatment of hard-to-

lose skin wounds was investigated through the in vitro release of Bovine

erum Albumin (BSA) as model protein and by testing its injectabil-

ty in physiological-mimicking conditions. Lastly, the biocompatibility

s well as the antimicrobial activity of the designed PEU-based vehicle

as evaluated through in vitro cytocompatibility tests according to the

SO 10993-5 regulation and through antimicrobial tests against differ-

nt bacteria and fungi present in both the early and late stage of wound

nfection. 
t

264 
. Materials and methods 

.1. Materials 

Poloxamer® 407 (P407, poly(ethylene oxide)-poly(propylene

xide)-poly(ethylene oxide) triblock copolymer, �̄� 𝑛 12,600 Da,

0% w/w poly(ethylene oxide)), N-Boc diethanolamine, 1,6-

examethylene diisocyanate (HDI) and dibutyltin dilaurate (DBTDL)

ere purchased from Sigma Aldrich, Italy. Before use, reagents were

reated to remove residual water content according to the procedure

eported by Laurano and Boffito [27] . All solvents were purchased from

arlo Erba Reagents (Italy) in analytical grade. 

.2. Poly(ether urethane) synthesis 

The P407-based poly(ether urethane) was synthesized under nitro-

en atmosphere following a two-step procedure as previously described

or similar PEUs [ 28 , 29 ]. However, to obtain a stoichiometrically cor-

ect pre-polymer and consequently, to maximize the chain extension

tep and the number of –NH groups/chain, both the first and second

tep of PEU synthesis were optimized in terms of macrodiol concentra-

ion and reaction time as thoroughly described in paragraph 2.2.1 and

.2.2, respectively. 

.2.1. Optimization of the pre-polymerization step 

P407 was first solubilized in anhydrous 1,2-dichloroethane (DCE)

t 10 and 20% w/V concentration and equilibrated at 80 °C before

he addition of HDI at 2:1 molar ratio with respect to P407. The first

tep of the synthesis started with the addition of a catalytic amount of

BTDL (0.1% w/w concentration with respect to the macrodiol). To

valuate the pre-polymerization reaction kinetics, 2 mL of pre-polymer

olution were taken from the mixture at predefined time points, i.e.,

0 min, 60 min, 90 min, 120 min and 150 min, and anhydrous methanol

MeOH, Sigma Aldrich, Italy) was added to passivate isocyanate termi-

al groups. Subsequently, the pre-polymer was collected by precipita-

ion in petroleum ether (4:1 volume ratio with respect to DCE reaction

olume) and chromatografically analyzed according to the protocol re-

orted below. 

Hereafter, the prepolymer will be referred to as HP407_X%_Ymin,

here H and P407 identify the diisocyanate and the macrodiol, respec-

ively, whereas X and Y stand for P407 concentration and reaction time,

espectively. 

.2.2. Optimization of the chain extension step 

To investigate the chain extension reaction kinetics, P407 was first

issolved in DCE at the most promising concentration, resulting from

he first step optimization and equilibrated at 80 °C. Then, HDI (2:1

olar ratio with respect to P407) and DBTDL (0.1% w/w concentra-

ion with respect to P407) were added to the mixture and the reaction

roceeded for the previously defined time interval. At the end of the

rst step, the reaction volume was quickly equilibrated at 60 °C before

he addition of N-Boc diethanolamine (5% w/V in DCE) at 1:1 molar

atio with respect to P407. Subsequently, the chain extension reaction

as carried on for predefined time intervals, i.e., 1, 2, 3, 5 and 20 h.

t each time point, 2 mL of polymer solution were taken from the mix-

ure, MeOH was added to stop the reaction, and the PEU was collected

hrough precipitation (in petroleum ether at 4:1 volume ratio with re-

pect to DCE reaction volume). The polymer was then purified through

recipitation in a diethyl ether/MeOH mixture (polymer solubilized at

0% w/V, diethyl ether/MeOH at 98:2 V/V and 5:1 volume ratio with

espect to DCE), collected by centrifugation (6,000 rpm, 0 °C, 20 min,

IKRO 220R, Hettich, Germany) and finally chromatografically ana-

yzed after drying. 

Hereafter, the PEU will be referred to with the acronym DHP407_Yh,

here D, H and P407 indicate the chain extender, the diisocyanate and

he macrodiol, respectively, while Y stands for the reaction time. 
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.3. Poly(ether urethane) chemical characterization 

.3.1. Size exclusion chromatography 

To investigate synthesis reaction kinetics and to define the opti-

al parameters giving a low molecular weight pre-polymer and a high

olecular weight chain-extended polymer, Size Exclusion Chromatog-

aphy (SEC) analyses were performed on both HP407_X%_Ymin and

HP407_Yh through an Agilent Technologies 1200 Series (CA, USA).

he instrument was equipped with a Refractive Index (RI) detector and

wo Waters Styragel columns (HR1 and HR4) conditioned at 55 °C.

,N-dimethylformammide (DMF, CHROMASOLV Plus, inhibitor free,

or HPLC, 99.9%, Carlo Erba Reagents, Italy), added with 0.1% w/V LiBr

Sigma Aldrich, Italy), was used as mobile phase. A calibration curve

ased on poly(ethylene glycol) standards was defined in the range of

eak molecular weight M P 4,000–200,000 Da. Before analyses, 2 mg of

olymer were dissolved in 1 mL of mobile phase and filtered through

 0.45 𝜇m syringe filter (poly(tetrafluoroethylene) membrane, What-

an). Number Average Molecular Weight ( �̄� 𝑛 ), Weight Average Molec-

lar Weight ( �̄� 𝑤 ) and polydispersity index (D) were estimated using the

gilent ChemStation software. Analyses were performed on all the col-

ected aliquots and results are reported as molecular weight distribution

rofiles and �̄� 𝑛 , �̄� 𝑤 and D values. 

.3.2 Attenuated total reflectance Fourier transform infrared spectroscopy 

Attenuated Total Reflectance Fourier Transform Infrared (ATR-FTIR)

pectroscopy was conducted on all HP407_X%_Ymin and DHP407_Yh

amples to verify the appearance and intensity growth of the characteris-

ic urethane bands. Analyses were performed at room temperature (RT)

sing a Perkin Elmer Spectrum 100 (PerkinElmer, MA, USA) equipped

ith an ATR accessory (UATR KRSS) with diamond crystal. Spectra re-

ulted from 32 scans in the range 4,000–600 cm 

− 1 with a resolution of

 cm 

− 1 . Data were elaborated using the Perkin Elmer software. 

.4. Secondary amino group exposure 

To remove Boc protecting groups, thus exposing the secondary

mino groups present along PEU backbone, all DHP407_Yh aliquots

ere subjected to an acidic treatment according to the procedure re-

ently published by Laurano et al. [30] . Briefly, for each sample, 1 g

f polymeric powders were first dissolved in 22.5 mL of chloroform for

 h, at RT, under magnetic stirring (250 rpm) and continuous nitrogen

ow. Afterwards, 2.5 mL of trifluoroacetic acid (TFA, Sigma Aldrich,

taly) were added and Boc cleavage reaction was carried on at RT for

 h. Next, to remove both chloroform and TFA the deprotected polymer

olution was first concentrated in a rotary evaporator (Buchi Rotavapor

abortechnik AG, Switzerland), washed twice with 10 mL of chloroform

nd lastly, dissolved in 20 mL of double distilled water (ddH 2 O) under

igorous stirring at 4 °C overnight. Finally, the deprotected PEU solu-

ion was dialyzed (10–12 kDa cut-off membrane, Sigma Aldrich, Italy)

or 48 h against ddH 2 O to wash Boc groups and residual solvent traces

ut and freeze-dried using a Martin Christ ALPHA 2-4 LSC (Germany)

nstrument. 

Hereafter, PEU exposing free –NH groups will be referred to as D-

HP407_Yh, where the acronym D-DHP407 identifies DHP407 PEU sub-

ected to Boc deprotection reaction and Y stands for the duration of the

hain extension reaction. 

.5. Characterization of the poly(ether urethane) exposing amino groups 

.5.1. Size exclusion chromatography 

In order to investigate whether the deprotection reaction could af-

ect the integrity of PEU bonds, SEC analyses were performed accord-

ng to the previously described protocol. Specifically, all D-DHP407_Yh

ere analyzed and results compared to the corresponding control (i.e.,

HP407_Yh). 
265 
.5.2. Attenuated total reflectance Fourier transform infrared spectroscopy 

ATR-FTIR analyses were performed on all D-DHP407_Yh according

o the previously described protocol to assess the presence of the charac-

eristic urethane bonds after the acidic treatment carried out to expose

econdary amino groups. 

.5.3. Orange II sodium salt colorimetric assay 

Secondary amino groups exposed along D-DHP407_Yh polymer

ackbone were quantified through a colorimetric assay (Orange II

odium Salt, Sigma Aldrich, Italy) according to the method proposed

y Laurano et al. [30] . Briefly, a 0.5 mM Orange II Sodium Salt solution

as first prepared in ddH 2 O and the pH was adjusted to 3 with HCl

 M. Subsequently, 20 mg of D-DHP407_Yh samples were solubilized

n 50 mL of the dye solution and the electrostatic coupling reaction be-

ween the cationic D-DHP407_Yh and the anionic Orange molecules was

arried on for 18 h, at RT and in the dark. Then, samples were put in dial-

sis (10–12 kDa cut-off membrane, Sigma Aldrich, Italy) against ddH 2 O

or 72 h to remove the unreacted dye and lastly, freeze-dried using a

artin Christ ALPHA 2-4 LSC (Germany) instrument. Control samples

DHP407_Yh) were also subjected to the same procedure to evaluate the

mount of absorbed dye. Lastly, lyophilized samples were solubilized

t 10 mg/mL in ddH 2 O adjusted to pH 12 with NaOH 1 M to desorb

rafted/absorbed Orange molecules. The incubation was carried on in

he dark at RT for 2 h and then, samples were centrifuged at 15 °C,

,000 rpm for 10 min to separate the polymer. Extract absorbance was

easured at 485 nm using an UV-Vis spectrophotometer (PerkinElmer,

ambda 25, MA, USA) and –NH groups were finally quantified referring

o a calibration curve based on Orange molecules dissolved at predefined

oncentrations (range: 5–83.4 𝜇M) in ddH 2 O at pH 12. The colorimet-

ic assay was performed in triplicate and results are reported as mean ±
tandard deviation. 

.5.4. Critical micelle concentration 

The Critical Micelle Concentration was estimated for the D-

HP407_Yh polymer exposing the highest number of secondary amines

nd the corresponding DHP407_Yh PEU. Solutions of both poly(ether

rethane)s at 0.8 mg/mL were prepared by dissolving the polymers in

lkaline deionized water. The Critical Micelle Concentration (CMC) was

btained by measuring the surface tension of serially diluted PEU solu-

ions prepared (range: 0.8 mg/mL - 0.0005 mg/mL) in alkaline deion-

zed water. P407 macrodiol was tested according to the same procedure

s control condition, being the PEU component driving the micellar or-

anization. The measurements were carried out at 25 °C with a ring

ensiometer (Sigma 703D, KSV INSTRUMENTS LTD, Finland) according

o the Du-Nouy ring method. Surface tension of each dilution was de-

ermined in triplicate and data were expressed as mN/m. The value of

MC was defined as the intersection point of the straight lines extrapo-

ated from the concentration-dependent and concentration-independent

ections of the curve obtained by plotting the compound concentration

s. the corresponding surface tension [31] . 

.6. Characterization of poly(ether urethane) thermosensitivity 

To investigate whether the exposure of secondary amino groups

ould affect the characteristic temperature-driven PEU chain capability

o arrange into micelles and to undergo physical gelation upon dissolu-

ion in an aqueous medium, micelle average diameter, Critical Micellar

emperature and sol-to-gel transition potential were thoroughly stud-

ed. Samples were prepared starting from the deprotected PEU expos-

ng the highest number of -NH groups (hereafter referred to with the

cronym D-DHP407) as assessed by Orange II Sodium Salt assay. The

orresponding Boc-protected DHP407 PEU was tested according to the

ame protocols as control condition. 

.6.1. Dynamic light scattering 

Dynamic Light Scattering (DLS) measurements were performed on

oth DHP407 and D-DHP407 solutions prepared in physiological saline
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u  
olution (0.9% w/V NaCl) at 1% w/V polymeric concentration. Anal-

ses were performed at 25, 30 and 37 °C, according to the protocol

eported by Laurano et al. [30] , using a Zetasizer Nano S90 (Malvern

nstruments, Worcestershire, UK) instrument. Before starting, samples

ere equilibrated at the test temperature for 15 min and then analyzed

ccording to Pradal et al. [ 32 ]. The reported hydrodynamic diameters

esulted from the average of three different analyzed samples. Data are

eported as mean ± standard deviation. 

.6.2. Critical Micellar temperature evaluation 

The Critical Micellar Temperature (CMT) of DHP407 and D-DHP407-

ased solutions was estimated using a fluorescent dye (1,6-diphenyl-

,3,5-hexatriene, DPH, Sigma Aldrich, Italy) as micellization marker.

olymers were first solubilized at 1 mg/mL in physiological saline so-

ution (0.9% w/V NaCl) and then, 10 𝜇L/mL of DPH solution (previ-

usly dissolved in methanol at 0.4 mM) was added to each sample.

nalyses were conducted according to the method described by Alexan-

ridis et al. [ 33 ]. Briefly, PEU solutions were heated between 5 and

0 °C at 1 °C/step, each step consisting of 5 min temperature equilibra-

ion followed by UV/Vis spectra recording in the 500–300 nm spectral

ange (PerkinElmer, Lambda 25, MA, USA). CMT values were defined

s the first inflection of the sigmoidal curve obtained by plotting the

bsorbance intensity at 356 nm vs. temperature as described by Bof-

to et al. [ 34 ]. Analyses were performed in triplicate and results are

eported as mean ± standard deviation. 

.6.3. Tube inverting test in isothermal and temperature-ramp conditions 

Tube Inverting Test was exploited to qualitatively determine the Crit-

cal Gelation Concentration (CGC) and to evaluate the sol-to-gel transi-

ion temperature and kinetics of polymeric aqueous solutions prepared

tarting from DHP407 and D-DHP407 PEUs. To this purpose, 1 mL of

olymeric solutions were prepared in bijou sample container with an

nner diameter of 17 mm (Carlo Erba Reagents, Italy) by dissolving the

olymeric component (range: 5–25% w/V) in physiological saline so-

ution. Analyses were performed in both temperature ramp (range: 5–

0 °C, 1 ± 0.1 °C/step within 30 s) and isothermal (i.e., 37 °C) conditions.

n the former test, samples were incubated for 5 min at the selected

emperature and then, the vials were inverted to visually inspect the

ol-to-gel transition. In the latter test, samples were kept continuously

t 37 °C and inverted after each minute for 30 s in the range 1–10 min.

ol and gel conditions were defined as reported by Laurano and Bof-

to et al. [ 35 ]. Briefly, the presence and the absence of flow along the

ial wall within 30 s of inversion were defined as the sol and gel state,

espectively. 

.6.4. Rheological characterization 

To thoroughly investigate hydrogel thermo-responsiveness, PEU-

ased gelling solutions were rheologically characterized using a stress-

ontrolled rheometer (MCR302, Anton Paar Gmbh, Graz, Austria). The

nstrument was equipped with a 50 mm parallel plate geometry and a

eltier system for temperature control. Samples were prepared in phys-

ological saline solution by dissolving the polymer at the optimal con-

entration in terms of gelation conditions as defined by the previously

escribed qualitative tests. Then, formulations were analyzed through:

emperature ramp tests (0–40 °C, 2 °C/min, 0.1 s − 1 frequency) to study

he sol-to-gel transition; strain sweep tests (10 Hz, strain range 0.01–

00%, 37 °C) to investigate gel resistance to applied deformation at

hysiological temperature and lastly, frequency sweep tests (frequency

ange 0.1–100 rad/s, strain 0.1% at 25, 30 and 37 °C) to characterize

el viscoelastic properties at different temperatures. For each analysis

he sample was poured on the lower plate of the instrument in the sol

tate at 0 °C, heated at the test temperature and equilibrated for 10 min

o reach thermal stability, and finally tested. 
266 
.7. Bovine Serum Albumin release study 

To investigate hydrogel potentialities as drug/biomolecule delivery

ystem in the treatment of hard-to-close skin wounds, the release of

ovine Serum Albumin (BSA, Sigma Aldrich, Italy) as model protein

as evaluated from both DHP407 and D-DHP407 formulations. Specifi-

ally, BSA was first solubilized at 1 mg/mL in physiological saline solu-

ion; then, this solution was used to dissolve both polymers at the opti-

ized concentration (as defined from previous characterizations) at 4 °C

vernight. Subsequently, samples (0.8 mL) were equilibrated at 37 °C

or 15 min to allow a complete sol-to-gel transition and then 0.8 mL of

hosphate Buffered Saline solution (PBS, pH 7.4, Sigma Aldrich, Italy,

reviously equilibrated at 37 °C) were added to each gel as releasing

edium. At predefined time points (i.e., 2 h, 4 h, 6 h, 1 d, 2 d, 3 d, 4 d

nd 7 d) the medium was collected and 0.8 mL of fresh PBS were added

pon each sample. The amount of released BSA was then quantified by

sing the colorimetric QuantiPro TM BCA assay kit (Sigma Aldrich, Italy)

nd by referring to a BSA calibration curve (protein concentration rang-

ng between 1 𝜇g/mL and 10 𝜇g/mL). Briefly, 150 𝜇L of each extract

ere mixed with an equal volume of BCA working solution prepared

ccording to the manufacturer’s protocol. Then, the samples were incu-

ated at 60 °C for 1 h and lastly, the absorbance at 562 nm was mea-

ured through a multimode plate reader (VICTOR X3, Perkin Elmer, MA,

SA). Analyses were performed in triplicate and results are reported as

verage values ± standard deviation. 

.8. Evaluation of hydrogel injectability 

In the perspective of hydrogel application as mini-invasive

rug/biomolecule delivery carrier, system injectability was evaluated

hrough needles of different size by three independent operators. Specif-

cally, both DHP407 and D-DHP407 formulations were first prepared in

hysiological saline solution at the optimized concentration as defined

rom previous characterizations. Then, they were loaded in 3 mL plastic

yringes (Carlo Erba Reagents, Italy) and equilibrated at 4, 25 and 37 °C

or 30 min. Lastly, hydrogel injectability was evaluated through G22,

21, G18 and G16 needles. 

Furthermore, by using a G18 needle, PEU formulations were also

ested to qualitatively investigate hydrogel capability to be injected in

he sol state and to undergo fast sol-to-gel transition at physiological

emperature, thus avoiding material flow. To this purpose, a hole was

rst performed on an apple surface previously equilibrated at 37 °C;

hen, the formulation was injected to cover the entire surface and lastly,

he apple was incubated for 5 min at 37 °C before visual inspection. On

he other hand, to simulate tissue resistance during injection the same

ormulation was also injected through a G18 needle in a piece of chicken

eet previously equilibrated at physiological temperature. 

.9. In vitro poly(ether urethane) biocompatibility 

To assess hydrogel biocompatibility, cell cytotoxicity/viability tests

ere conducted through a multiplex assay on both DHP407 and D-

HP407 extracts using NIH-3T3 murine fibroblasts (ATCC® CRL-1658,

TCC®, USA). NIH-3T3 cells were regularly cultured in complete

edium composed of Dulbecco Modified Eagle’s Medium (DMEM,

TCC®, USA) added with Mycozap PLUS antibiotic (Lonza, Switzer-

and), according to the manufacturer’s instruction, and 10% V/V Bovine

alf Serum (BCS, ATCC®, USA) and incubated in a humidified incubator

t 37 °C, 5% CO 2 . Before the experiments, cell supernatant was tested

or mycoplasma by using the MycoAlert Plus Mycoplasma Detection kit

Lonza, Switzerland) to assess the absence of contaminations. 

.9.1. Preparation of hydrogel extracts 

Hydrogel extracts were prepared according to the ISO 10993-5 reg-

lation. Briefly, DHP407 and D-DHP407 polymers were first dissolved
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n physiological saline solution at the optimized concentration (as de-

ned from previous characterizations) at 4 °C overnight. Then, 250 𝜇L

f gelling solution were poured in the sol state in a 24-well plate and

ncubated for 10 min at 37 °C to allow a complete sol-to-gel transition.

ubsequently, 2.5 mL of pre-heated complete medium were added upon

ach gel and incubated at 37 °C for 24 h. Finally, extracts were col-

ected and filtered through a 0.22 𝜇m syringe filter (Poly(ether sulfone)

embrane, Carlo Erba Reagents, Italy) under a sterile hood. 

.9.2. Cell cytotoxicity evaluation 

Cell cytotoxicity was evaluated using CytoTox-ONE TM homogeneous

embrane integrity assay (Promega). Cells were first seeded in a sterile

6-well plate at 10,000 cells/well and incubated at 37 °C, 5% CO 2 for

4 h to allow cell adherence. Then, the complete medium was removed,

00 𝜇L of hydrogel extracts were added in each well and the plate was

gain incubated at 37 °C, 5% CO 2 for 24 h. Afterwards, cell cytotoxic-

ty was evaluated according to the manufacturer’s instruction. Briefly,

00 𝜇L of CytoTox-ONE Reagent were added to each well and the plate

as kept at room temperature for 10 min, followed by the addition of

0 𝜇L of stop solution. Cells cultured in complete medium and cells lysed

ith a 9% Triton® X-100 (Promega) were used as negative and positive

ontrols, respectively. Lastly, the fluorescence was quantified through a

ultimode plate reader (VICTOR X3, Perkin Elmer, MA, USA) at Ex/Em

35/590 nm and cell cytotoxicity was calculated as percentage by refer-

ing to the positive control. Analyses were performed in triplicate and

esults reported as average values ± standard deviation. 

.9.3. Cell viability evaluation 

Cell viability was evaluated using the CellTiter-Blue® cell viability

ssay (Promega,USA). Cells were first seeded at 10,000 cells/well and

ultured for 24 h as previously described for cytotoxicity tests. Then,

he complete medium was removed, replaced with 100 𝜇L of hydrogel

xtracts and lastly, the 96-well plate was incubated at 37 °C, 5% CO 2 for

4 h. Subsequently, cell viability was evaluated according to the man-

facturer’s instructions. Briefly, 20 𝜇L of CellTiter-Blue® solution were

dded to each well and the plate was incubated again in normal culture

onditions for 3 h. Cells cultured in complete medium and cells lysed

ith a 9% Triton® X-100 (Promega, USA) were used as negative and

ositive controls, respectively. Lastly, the fluorescence was quantified

hrough a multimode plate reader (Victor X3, Perkin Elmer, MA, USA)

t Ex/Em 535/590 nm and cell cytotoxicity was calculated as percent-

ge by referring to the negative control. Analyses were performed in

riplicate and results reported as average values ± standard deviation. 

.9.4. Cell proliferation 

Cell proliferation was evaluated using the CytoTox-ONE TM homo-

eneous membrane integrity assay (Promega, USA). Specifically, cells

ere first seeded in a 96-well plate at 10,000 cells/well and cultured

or 24 h to allow adherence (t0); then, the complete medium was re-

oved, replaced with 100 𝜇L of hydrogel extracts and the plates were

ncubated in normal culture conditions for 24, 48 and 72 h. Cells cul-

ured in complete DMEM were used as negative control. At each time

oint cells were lysed with a 9% Triton® X-100 (Promega, USA) and the

ytoTox-ONE TM assay was performed as previously described. Lastly,

ell proliferation was calculated by referring to the fluorescence value

easured at t0 and results reported as average values ± standard devi-

tion. 

.10. In vitro antibacterial activity 

The susceptibility of Staphylococcus aureus (ATCC® 25923, ATCC®,

SA), Pseudomonas aeruginosa (ATCC® 10145, ATCC®, USA), Es-

herichia coli (ATCC® 25922, ATCC®, USA) and Candida albicans

ATCC® 10231, ATCC®, USA) to both DHP407 and D-DHP407 PEUs

nd P407 polymer was determined in 96-well microtiter plates using

he broth dilution method described in Mancuso et al. [ 36 ] and Ceresa
267 
t al. [ 37 ], with some modifications. Each polymer was tested at con-

entrations ranging from 0 to 25 mg/mL. Bacterial suspensions at the

oncentration of 5 × 10 5 Colony Forming Unit (CFU)/mL were prepared

n Mueller-Hinton Broth (Sifin Diagnostics GmbH, Berlin, Germany).

ungal suspensions (0.5–2.5 × 10 5 CFU/mL) were prepared in RPMI-

640 (Sigma Aldrich, St. Louis, MO, United States) buffered with 3-

N-morpholino)propanesulfonic acid buffer (MOPS) (Sigma Aldrich, St.

ouis, MO, United States) and supplemented with 2% D-glucose (Shar-

ab, Barcelona, Spain), pH 7.0. Blank wells containing medium only

ere also included. Plates were incubated at 37 °C for 20 h. Afterwards,

bsorbance at 595 and 450 nm was detected for bacterial and fungal

trains (Ultramark Microplate Imaging System, Bio-Rad, USA), respec-

ively, and percentages of growth inhibition were calculated. Experi-

ents were performed in triplicate and repeated three times. Results

ere reported as average absorbance values ± standard deviation. The

ame polymeric concentrations were also tested for cytocompatibility

fter 24 h of incubations with confluent NIH-3T3 murine fibroblasts to

learly discern potential cytotoxic and antibacterial properties. 

.11. Statistical analysis 

Statistical analysis was performed using GraphPad Prism 8.0 for

acOsX (GraphPad Software, La Jolla, CA, USA; www.graphpad.com ).

wo-way ANOVA analysis followed by Tukey’s multiple comparisons

est was used to compare results. The statistical significance of each

omparison was assessed as follows: p < 0.0001 = 

∗ ∗ ∗ ∗ , 0.0001 < p <

.001 = 

∗ ∗ ∗ , 0.001 < p < 0.01 = 

∗ ∗ , 0.01 < p < 0.5 = 

∗ . 

. Results and discussion 

.1. Optimization of poly(ether urethane) synthesis and characterization of

he amino group exposure procedure 

The chemistry of polyurethane was here selected as a versatile tool

o design injectable drug delivery systems with intrinsic antimicrobial

eatures. Indeed, polyurethane chemistry allows the preparation of poly-

ers with target properties depending on reacting building blocks. Poly-

er requirements for antimicrobial activity include amphiphilicity, ex-

osure of cationic groups [18–20] and high molecular weight ( 𝑀 𝑤 = 50–

20 kDa). Based on that, Poloxamer® 407 and N-Boc diethanolamine

ere selected as amphiphilic macrodiol and –NH containing chain ex-

ender, respectively and the synthesis reaction was controlled to obtain

igh molecular weight PEUs. Synthesis reaction was optimized in terms

f macrodiol concentration and reaction time to obtain polymers with

acrodiol/diisocyanate/chain extender 1:2:1 molar ratio (Fig. S1) and

haracterized by molecular weights comparable to the expected theo-

etical values. Subsequently, aiming at collecting further insight on the

hain extension reaction and undoubtedly define the optimal reaction

ime for the chain extension step, exposed -NH groups were quantified

n DHP407_Yh samples upon an acid treatment to remove the Boc-

aging groups [30] . More in detail, deprotected PEUs (D-DHP407_Yh)

ere first characterized through ATR-FTIR spectroscopy and SEC anal-

ses to verify the integrity of the urethane bonds after the acidic treat-

ent; then, secondary amino groups were quantified through the colori-

etric Orange II Sodium Salt assay. Lastly, the Critical Micellar Concen-

ration was evaluated for both DHP407 and D-DHP407 formulations to

nvestigate whether the removal of Boc caging groups, and thus the ex-

osure of secondary amino groups, could affect the minimal polymeric

oncentration that allows chain arrangement into micelles. 

.1.1. Optimization of the pre-polymerization step 

To synthesize a pre-polymer with close molecular weight to the the-

retical value (achieved at macrodiol:diisocyanate 1:2 molar ratio), the

nfluence of macrodiol concentration (10 and 20% w/V) and reaction

ime (30, 60, 90, 120, 150 min) on pre-polymer molecular weight was

http://www.graphpad.com
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Fig. 1. ATR-FTIR spectra of P407 (orange 

spectrum) and HP407_10%_Ymin: curves 

from light red to dark red indicate ATR- 

FTIR spectra of pre-polymers obtained at in- 

creasing reaction time from 30 to 150 min. 

The boxes highlight the wavenumber re- 

gions with the more marked differences 

among the spectra. 

i  

b

 

t

a  

i  

o  

t  

v  

t  

t  

c  

e  

a  

[  

c  

e  

s  

o  

i  

H  

a  

(

a  

a  

t

 

e  

(  

o  

t  

1  

c  

b  

a  

t  

t  

c  

P  

t  

b

 

e  

H  

r  

b  

1  

b  

c  

a  

t  

p  

b  

s  

w  

c  

w  

m  

o  

c  

i  

 

H  

2  

d  

p  

p  

i  

o  

1

 

t  

H  

t  

m  

h  

w  

t  

a

 

t  

i  

l  

s  

a  

F  

s  

d  
nvestigated. ATR-FTIR spectroscopic analyses were first performed on

oth HP407_10%_Ymin and HP407_20%_Ymin ( Figs. 1 and S2). 

Irrespective of reaction conditions, the spectra showed the charac-

eristic absorption peaks of P407 bonds at: 1,096, 2,280 and 1,239 cm 

− 1 

scribed to C-O-C stretching vibrations and to CH 2 stretching and rock-

ng vibrations, respectively. ATR-FTIR spectra confirmed the formation

f urethane bonds with bands at 1,720 and 1,630 cm 

− 1 (stretching vibra-

ion of carbonyl groups), 1,537 cm 

− 1 (N-H bending and C-N stretching

ibrations) and 3,332 cm 

− 1 (N-H stretching vibration) [ 38 ]. Moreover,

he band at 1,630 cm 

− 1 can also be attributed to the stretching vibra-

ion of the carbonyl groups belonged to urea bonds. Indeed, reactions

arried out at high temperature (i.e., higher than 65 °C) in the pres-

nce of DBTDL as catalyst and/or residual water coming from reagents

nd/or solvents may lead to urea by-products, as previously reported

 28 , 39 ]. Nevertheless, ATR-FTIR characterization confirmed the suc-

essful synthesis of pre-polymers. However, no time-dependent differ-

nces were observed between HP407_10%_Ymin and HP407_20%_Ymin

pectra, suggesting that ATR-FTIR analysis cannot provide information

n reaction kinetics. Indeed, the growing number of urethane bonds dur-

ng reaction progression was not detectable by ATR-FTIR spectroscopy.

owever, both HP407_10%_30 min and HP407_20%_30 min showed the

ppearance of a new peak in the region of carbonyl groups stretching

i.e., at 1,689 cm 

− 1 ) and higher intensity peaks at 1,537 and 3,332 cm 

− 1 

scribed to the –NH bond vibrations. These differences can be probably

ttributed to intermediate compounds as they could not be detected af-

er 60 min of reaction. 

Interestingly, SEC analyses showed increasing trends in Number Av-

rage Molecular Weight ( �̄� 𝑛 ) and Weight Average Molecular Weight

 �̄� 𝑤 ) for both HP407_10%_Ymin and HP407_20%_Ymin as a function

f reaction time ( Fig. 2 _A and B). Irrespective of P407 initial concen-

ration, both �̄� 𝑛 and �̄� 𝑤 increased by increasing reaction time up to

20 min. However, further reaction time increase up to 150 min did not

ause the formation of polymers with higher molecular weight, proba-

ly due to the achievement of equilibrium condition between reagents

nd product concentrations. On the other hand, at the same reaction

ime, HP407_20% showed slightly higher molecular weights compared

o HP407_10% up to 60 min reaction time, suggesting that macrodiol

oncentration had a positive influence on reaction kinetics. A higher

407 concentration may favor interactions between the macrodiol and

he diisocyanate molecules, leading to quicker formation of urethane

onds at the same reaction time. 

Concerning molecular weight distribution, extremely differ-

nt profiles could be observed between HP407_10%_Ymin and

P407_20%_Ymin ( Fig. 2 _C and D, respectively) especially for short
268 
eaction times (i.e., up to 90 min). Specifically, three main peaks could

e identified up to 90 min of reaction in HP407_10%_Ymin at 6,000,

4,000 and 26,000 Da, ascribable to P407 diblocks as recently reported

y Laurano et al. [ 40 ], P407 triblocks and higher molecular weight

hains, respectively. With further increasing reaction time, the peaks

ttributed to the macrodiol tended to decrease in intensity, suggesting

he progressive consumption of this reagent. On the other hand, the

eak attributed to higher molecular weight components tended to

ecome broader with increasing reaction time. These observations

uggested the formation of an increasing number of high molecular

eight chains as a function of reaction time, rather than an increased

oncentration of isocyanate-terminated pre-polymers with molecular

eight of approx. 13,000 Da. Therefore, the estimated high average

olecular weights for long reaction times resulted from the formation

f a considerable amount of not-stoichiometric pre-polymers. This

onsideration was further supported by the increasing polydispersity

ndex from 1.3 at 30 min reaction time to 1.8 at 150 min reaction time.

On the other hand, considering the SEC profiles obtained from

P407_20%_Ymin ( Fig. 2 _D), the three peaks at 6,000, 14,000 and

6,000 Da could be slightly identified only at 30 min of reaction. In-

eed, from 60 min up to 150 min a broadening of the M i distribution

rofile was observed, which suggested the progressive formation of pre-

olymers characterized by higher molecular weights than the theoret-

cal expected value (i.e., approx. 13 kDa). A further confirmation was

btained by the measured polydispersity indexes, which increased from

.6 at 30 min reaction time up to 1.8 at 150 min of chain extension. 

Although not statistically significant differences were observed in

erms of average molecular weights by comparing HP407_10% and

P407_20% at the same reaction time, the molecular weight distribu-

ions were different. Specifically, HP407_20% showed an important high

olecular weight component already at 30 min of reaction. On the other

and, HP407_10% exhibited a small contribution of the high molecular

eight component up to 60 min of reaction: at low macrodiol concen-

ration of 10% w/V and short reaction times (i.e., 30 and 60 min), the

mount of still unreacted P407 in the mixture was considerable. 

Therefore, based on these evidences, we investigated the possibility

o adopt average values of both P407 concentration and reaction time,

.e., 15% w/V concentration and 45 min reaction time (Fig. S3). By se-

ecting these reaction parameters, the SEC profile of HP407_15%_45 min

howed the previously described three main peaks and, at the same time,

 low contribution of the high molecular weight components ( D = 1.4).

urthermore, the low intensity of the peak ascribed to the macrodiol

uggested an almost complete reaction between the macrodiol and the

iisocyanate towards the pre-polymer formation. In addition, �̄� and
𝑛 
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Fig. 2. Number Average Molecular Weight ( �̄� 𝑛 ) (A) and Weight Average Molecular Weight ( �̄� 𝑤 ) (B) of HP407_X%_Ymin pre-polymers formed by reacting Poloxam- 

er® 407 with 1,6-hexamethylene diisocyanate. The red and green bars refer to P407 dissolved in anhydrous 1,2-dichloroethane at 10% and 20% w/V concentrations, 

respectively. Instrument error was up to 10% according to Trathnigg et al. [ 41 ]. Molecular weight distribution profiles of HP407_10%_Ymin (C) and HP407_20%_Ymin 

(D) obtained by plotting normalized refractive index (RI) signal vs . molecular weight of components (M i ) at different reaction times. The red arrows mark the peaks 

at 6,000, 14,000 and 26,000 Da. 

Table 1 

Number Average Molecular Weight ( �̄� 

𝒏 
), Weight Average Molecular Weight 

( �̄� 

𝒘 
) and Polydispersity index (D) of DHP407_Yh samples resulting from the 

chain extension of HP407_15%_45 min pre-polymer with N-Boc diethanolamine 

for different time intervals. Instrument error up to 10% according to Trathnigg 

et al. [ 41 ]. 

�̄� 𝐧 (Da) �̄� 𝐰 ( 𝐃𝐚 ) D 

DHP407_1h 21,720 33,340 1.4 

DHP407_2h 20,050 32,940 1.6 

DHP407_3h 18,200 32,930 1.8 

DHP407_5h 21,930 34,770 1.8 

DHP407_20h 7,720 15,720 2.0 
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̄
 𝑤 were estimated to be 17,700 Da and 25,600 Da, respectively, val-

es that are close to the theoretical pre-polymer molecular weight (i.e.,
̄
 𝑛 = 13,000 Da). Therefore, these reaction conditions (i.e., 15% P407

oncentration and 45 min reaction time) were selected as optimal for the

ynthesis of pre-polymers composed by macrodiols and diisocyanates in

 1:2 molar ratio. Such reaction conditions were selected for the inves-

igation of the second reaction step for polyurethane synthesis. 

.1.2. Optimization of the chain extension reaction step 

Polymer molecular weight and density of lateral cationic groups play

 key role in polymer antibacterial activity [18–20] . For this reason,

he second step of PEU synthesis was optimized with the aim to maxi-

ize chain extension reaction, forming a high molecular weight polymer

hich exposes a high number of secondary amines (laterally exposed by

he chain extender). The chain extension reaction was investigated by

nalyzing changes in PEU molecular weight at different reaction times.

able 1 reports �̄� 𝑛 , �̄� 𝑤 and D values of DHP407_Yh synthesized during

–20 h reaction of HP407_15%_45 min pre-polymer with the chain ex-

ender, while Fig. 3 _A shows the molecular weight distribution profiles.

Although not significant differences were observed in �̄� 𝑤 up to 5 h

hain extension reaction, a progressive slight increase in D values was

bserved, suggesting a progressively wider distribution of the molec-
269 
lar weight. These observations were further confirmed by the analy-

is of molecular weight distribution profiles, showing a not negligible

ontribution by high molecular weight chains. However, although all

HP407_Yh samples (except for DHP407_20h) showed a similar molec-

lar weight profile with a main peak centered at the same value (i.e.,

pprox. 33,000 Da), its intensity slightly decreased while the intensity of

he peak due to higher molecular weight components increased with in-

reasing reaction time. On the other hand a reaction time of 20 h caused

etrimental effects on average molecular weight values and molecular

eight distribution profile. These findings were a consequence of a de-

olymerization reaction, resulting from the use of a chlorinated solvent

s reaction medium (DCE), the high reaction temperature (60 °C) and

he introduction of DBTDL in the reaction mixture, progressively caus-

ng the rupture of urethane bonds and/or degradation of the starting

eagents. 

Based on SEC analysis an optimal reaction time for the second step of

EU synthesis could not be selected as no differences were observed in

olymer molecular weight profiles after 1–3 h reaction time ( Fig. 3 _A).

owever, SEC analysis suggested that 1 h reaction time represents

 compromise value for the second step reaction time, ensuring effi-

ient chain extension reaction and minimization of polymer degrada-

ion/depolymerization. 

ATR-FTIR spectra (Fig. S4) confirmed the success of the reaction ev-

dencing the formation of the characteristic urethane bonds. However,

TR-FTIR analysis did not provide information on the efficiency and

xtent of the chain extension reaction, as all DHP407_Yh spectra were

ompletely overlapped. Therefore, quantification of secondary amino

roups was needed to get such information. 

.1.3. Chemical characterization of the deprotected poly(ether urethane) 

The comparison between DHP407_Yh and D-DHP407_Yh ATR-FTIR

pectra confirmed the integrity of the urethane bonds upon Boc re-

oval, as they were perfectly overlapped (data not reported). There-

ore, the acidic treatment did not chemically alter the integrity of the

EU backbone, in accordance with previously reported works [ 29 , 30 ].
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Fig. 3. Normalized Refractive Index (RI) vs. molecular weight of components (M i ) measured for DHP407_Yh samples obtained by chain extending HP407_15%_45 min 

with N-Boc diethanolamine for different time intervals (A). Secondary amino groups exposed along D-DHP407_Yh chains upon PEU acid treatment quantified through 

the colorimetric Orange II Sodium Salt assay (B). 

Table 2 

Number Average Molecular Weight ( �̄� 

𝒏 
) estimated for DHP407_Yh and D- 

DHP407_Yh, i.e., after Boc removal to expose –NH groups along DHP407_Yh 

chains. Instrument error up to 10% according to Trathnigg et al. [ 41 ]. 

�̄� 𝐧 (Da) 

DHP407 D-DHP407 

1h 21,720 20,500 

2h 20,050 20,230 

3h 18,200 18,920 

5h 21,930 20,740 

20h 7,720 6,980 
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owever, no clear conclusion about the effective exposure of secondary

mino groups could be achieved from ATR-FTIR spectra as only negligi-

le differences in transmission percentage of amine-related peaks were

etected. 

A further confirmation of PEU integrity was obtained through SEC

nalyses. Indeed, considering the intrinsic error of this chromatographic

echnique (i.e., 10%) [ 41 ], no differences were observed in �̄� 𝑛 values,

rrespective of the considered reaction time ( Table 2 ). Furthermore, also

he molecular weight distribution profiles were almost overlapped, sug-

esting that the acidic treatment did not significantly alter the compo-

ition of the samples in terms of constituent molecular weight compo-

ents, which overall contributed to the definition of the average values.

ig. S5 reports the molecular weight distribution profiles of DHP407_2h

nd D-DHP407_2h as an example. 

.1.4. Secondary amino group quantification 

The quantification of secondary amino groups exposed along D-

HP407_Yh chains was carried out by adapting the colorimetric Or-

nge II Sodium Salt assay to water-soluble polymers as described in a

ecently published work by Laurano et al. [30] . DHP407_Yh samples

ere subjected to the same protocol as control conditions to estimate

olor change variations ascribed to dye adsorption by PEU chains. The

otal number of free -NH groups exposed along D-DHP407_Yh was mea-

ured assuming that one Orange II molecule electrostatically interacts

ith one –NH group ( Fig. 3 B). As expected, the number of secondary

mino groups changed as a function of chain extension reaction time.

n detail, the number of functional groups increased up to 2 h reaction

ime, reaching 4.5 × 10 20 ± 1.8 × 10 19 units/g of D-DHP407_2h. At

igher reaction times, the number of functional groups decreased pro-

ressively. Therefore, although SEC analysis measured similar �̄� 𝑛 values

ithin the first 5 h of reaction, the corresponding degrees of chain exten-

ion were different. At long chain extension reaction time, the limited
270 
obility of high molecular weight chains probably lowered the proba-

ility of an effective chain interaction. In addition, long reaction times

ould bring to a dynamic equilibrium, which results in continuous bond

ormation and rupture. After 20 h chain extension reaction time, the

umber of functional moieties was extremely lower compared to that

easured in D-DHP407_2h, in agreement to SEC data. In addition, the

mount of effectively deprotected –NH groups could have been over-

stimated, as degradation/depolymerization could occur at urethane

ond sites during the reaction, particularly at long reaction times. In-

eed, in the presence of residual water coming from solvents and/or

eagents, urethane bond may break with the formation of carboxyl and

rimary amino groups, able to interact with Orange II dye during the

ssay. 

Therefore, based on the �̄� 𝑛 values estimated through chromato-

raphic analyses and on the quantification of secondary amino groups

hrough Orange II Sodium Salt assay, 2 h reaction time was selected

s optimal parameter for PEU synthesis, leading to the highest chain

xtension degree. 

Hereafter, the PEU resulting from the optimized synthesis procedure

ill be referred to with the acronym DHP407; consequently, D-DHP407

ill stand for the deprotected DHP407. For a detailed description of the

ptimized protocol, refer to the supporting information file. 

.1.5. Critical micellar concentration 

CMC is commonly used to measure the efficacy of surfactants, which

s directly correlated to their capability to reduce the surface tension.

he assay was performed on both DHP407 and D-DHP407 PEUs and

n P407 macrodiol, being the building block that confers PEU am-

hiphilicity. Irrespective of tested polymer, a progressive decrease in

urface tension was observed along with an increasing concentration.

ighly active surfactants have lower CMC, which means, lower con-

entrations are required to decrease the surface tension. The CMC val-

es of P407, DHP407 and D-DHP407 were calculated to be 18.9, 17.5

nd 19.7 μg/mL, respectively, as shown in Fig. S6. Such differences can

e attributed to chain chemical composition. More in detail, the reduc-

ion in the CMC value of DHP407 compared to P407 can be ascribed

o an increased chain hydrophobic content (i.e., diisocyanate and chain

xtender building blocks), which favors hydrophobic interactions and

hain aggregation into micelles [ 42 ]. Conversely, the increased CMC

alue of D-DHP407 compared to P407 can be ascribed to the strong

nteractions formed between –NH groups and water molecules, which

onsequently slightly hindered chain organization into micelles. Despite

hese differences, at the concentrations corresponding to CMC, all tested

ompounds reduced the water surface tension from 72.33 mN/m to ap-

roximately 50.9 mN/m. 
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Fig. 4. Distribution patterns by intensity (A, C, E) and by volume (B, D, F) of the hydrodynamic micelle and cluster average diameters measured at 25, 30 and 37 °C 

for DHP407 (light blue) and D-DHP407 (dark blue) formulations at 1% w/V polymeric concentration. 
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.2. Poly(ether urethane) thermosensitivity evaluation 

Due to its amphiphilic nature, Poloxamer® 407 is able to form ther-

osensitive micellar hydrogels as demonstrated first by Bermudez et al.

 43 ]. Therefore, the presence of P407 as repeating unit in DHP407 back-

one ensures the temperature-driven capability of PEU chains to arrange

nto micelles as assessed in previous works for similar PEUs differing for

he chain extender [ 29 , 40 , 44 ]. In this work, aiming at developing a min-

mally invasive injectable delivery system suitable for the treatment of

ard-to-close skin wounds, PEU thermo-responsiveness was investigated

o identify the proper polymer concentration able to give sol-gel systems

t approx. physiological temperature. Moreover, we also assessed if the

cid treatment performed to expose secondary amines could detrimen-

ally affect this system responsiveness. To this purpose, both DHP407

nd D-DHP407 capability to arrange into micelles was first studied at

he nano-scale by estimating the temperature-driven variation of micelle

ydrodynamic diameter and the Critical Micellar Temperature of PEU-

ased solutions. Then, system thermo-responsiveness was definitely as-

essed at the macro-scale through Tube Inverting and Gelation Time

ests, allowing the definition of the most promising gelling concentra-

ion, which was then rheologically characterized. 

.2.1. Investigation of system thermo-responsiveness at the nano-scale 

The temperature-induced micelle arrangement and their changes

n the average hydrodynamic diameter upon system heating were

rst investigated through Dynamic Light Scattering (DLS) measure-

ents performed on both DHP407 and D-DHP407 formulations at

ifferent temperatures. Fig. 4 reports the intensity (A, C and E)

nd the volume (B, D and F) patterns of the polymeric structures

ontained in PEU formulations at 1% w/V concentration measured

t 25, 30 and 37 °C. Considering the patterns by intensity, it was

ot possible to measure an average hydrodynamic diameter at the

owest tested temperature (i.e., 25 °C, Fig. 4 _A), irrespective of the

ested polymer. Indeed, the very low stability of the newly formed

tructures brought to continuous aggregation and disaggregation
271 
henomena, thus suggesting the absence of a clear chain organization

30] . Upon temperature increase up to 30 °C ( Fig. 4 _C), both DHP407

nd D-DHP407 formulations showed two well-defined peaks which

an be dimensionally ascribed to micelles and aggregates [ 27 , 34 ].

ore in detail, similar average hydrodynamic micelle diameters were

egistered for DHP407 and D-DHP407 structures (i.e., 34.6 ± 2.6 nm

nd 39.6 ± 2.4 nm, respectively) meaning that nor the presence of

endant Boc-caging groups neither the acid treatment performed to

xpose the secondary amines alter the process of temperature-induced

icelle formation. Conversely, different average values were measured

or micellar clusters, i.e., 211.2 ± 36.2 nm and 310.9 ± 13.5 nm

or DHP407 and D-DHP407, respectively. These evidences could be

orrelated to the superior inclination of amine-exposing micelles to

nteract with the surrounding medium and aggregate entrapping water

olecules, in accordance with data reported on PEU micelles exposing

hiol groups [30] . Such bimodal chain organization into micelles and

ggregates was further confirmed upon heating up to physiological

emperature, with average hydrodynamic diameters measured to be

5.9 ± 1.2 nm - 235.6 ± 19.9 nm and 40.1 ± 5.1 nm - 260.1 ± 20.5 nm

or DHP407 and D-DHP407 single micelles and clusters,

espectively. 

However, considering the volume patterns ( Fig. 4 _B, D and F) only

ne peak at about 30 nm was detected, meaning that the amount of

ggregates present in the sample was negligible ( < 1% for all tested

emperatures) compared to that of single micelles. 

The temperature-guided chain organization into ordered structures

as also assessed by estimating the Critical Micellar Temperature (CMT)

pon the addition of a micellization marker (i.e., DPH) to PEU solutions.

pecifically, such marker is able to give progressively increasing ab-

orbance values at 356 nm by increasing the amount of micelles entrap-

ing the molecule. The CMT is the temperature at which the measured

bsorbance firstly increased, meaning that the first micelle appeared. Ir-

espective of tested polymer, no signals were detected up to 20 °C (data

ot reported) suggesting the absence of chain organization into core-

hell structures, in accordance with previous works [ 28 , 34 , 40 ]. Further
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Fig. 5. Tube Inverting Test conducted in temperature ramp (A – range 5–70 °C, 1 °C/step, error ± 0.5 °C) and isothermal (B – 37 °C, 1 min/step, error ± 30 s) 

conditions by three independent operators on DHP407 (light blue) and D-DHP407 (dark blue) aqueous solutions prepared by dissolving the polymer in physiological 

saline solution at different concentrations. Viscosity profile vs. temperature during the sol-to-gel transition as analyzed through temperature ramp test performed on 

DHP407 (light blue) and D-DHP407 (dark blue) solutions at 15% w/V concentration (C). Storage (G’ – dashed line) and loss (G ” – continuous line) moduli registered 

for DHP407 (light blue) and D-DHP407 (dark blue) formulations at 25 °C (D), 30 °C (E) and 37 °C (F). The red bars identify the crossover frequency between the 

storage and the loss moduli, i.e., the frequency which marks the beginning of the transition from the sol to the gel state. For clear data interpretation, DHP407 

profiles were shifted along the y-axis by multiplying the registered G’ and G ” values by a factor of 100. 
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ystem heating resulted in absorbance intensity increase and thus, in

he formation of micelles, in accordance with DLS results. However, al-

hough slight differences were registered in the average hydrodynamic

iameters of DHP407 and D-DHP407 micelles, no remarkably differ-

nt CMT values were measured for the analyzed systems (i.e., 22.5 °C

nd 23.1 °C for DHP407 and D-DHP407, respectively). Hence, such ev-

dences further assessed the retained polymer thermo-responsiveness

pon the acid treatment and absence of Boc-dependent effects in the

hain organization process. 

.2.1. Investigation of system thermo-responsiveness at the macro-scale 

The capability of the synthesized PEUs to form hydrogels through

 temperature-controlled micelle-driven sol-to-gel transition was first

ualitatively studied by means of Tube Inverting tests performed in tem-

erature ramp or isothermal conditions. The former test allowed also the

efinition of the Critical Gelation Concentration (CGC), i.e., the lowest

olymer concentration able to form a solid gel, while the latter gave

nformation about hydrogel gelation time at physiological temperature.

ccording to previous works on similar PEU-based systems [ 34 , 35 ], the

elation temperature of both systems was strictly dependent on the poly-

eric concentration: upon a decrease in system polymeric content a re-

arkable increase in the sol-gel transition temperature was observed

p to 6% w/V and 8% w/V concentration for DHP407 and D-DHP407

ystems, respectively ( Fig. 5 _A). However, upon further heating up to

0 °C, no other DHP407 and D-DHP407 formulations were able to un-

ergo gelation. Therefore, although the removal of Boc-caging groups

id not affect chain capability to arrange into micelles as previously as-

essed at the nano-scale, it slightly altered the measured CGC of PEU

ormulations. In addition, this test also revealed that DHP407 and D-

HP407 systems with polymeric concentration lower than 7% w/V and

% w/V were able to complete the transition from the sol to the gel

tate at temperatures higher than the physiological value. Hence, these
272 
ormulations were not considered in the tube inverting test conducted

t 37 °C. 

Concerning hydrogel gelation kinetics in physiological-like condi-

ions ( Fig. 5 _B), a decrease in the time required to ensure a complete

ol-to-gel transition was observed upon an increase in hydrogel concen-

ration, suggesting that the gelation kinetics was strictly dependent on

he polymeric concentration [ 34 , 35 ]. In view of their application as in-

ectable delivery systems for the treatment of chronic skin wounds, the

ost promising polymer concentration able to undergo gelation at ap-

rox. physiological temperature within few minutes turned out to be

5% w/V. Indeed, this formulation showed gelation temperatures of

7.7 ± 0.6 °C and 29.7 ± 0.6 °C for DHP407 and D-DHP407, respec-

ively. On the other hand, no differences were registered in the gelation

ime, which was measured to be 8.3 ± 0.6 min for both systems. 

Therefore, this composition was selected as the optimal condition in

erms of thermo-responsiveness and further characterized by rheological

ests to definitely assess the temperature-driven hydrogel gelation mech-

nism at the macro-scale. Hence, temperature ramp within the 0–40 °C

ange and frequency sweep tests at 25, 30 and 37 °C were conducted on

oth DHP407 and D-DHP407 sol-gel systems at 15% w/V concentration

 Fig. 5 _C–F). The temperature ramp profile of thermo-responsive sys-

ems characterized by a Lower Critical Gelation Temperature (LCGT)

an be subdivided into three main temperature-dependent phases: (i)

iscosity decrease, (ii) sharp viscosity increase and (iii) viscosity main-

enance ( Fig. 5 _C). The first phase corresponds to the characteristic be-

avior of sol systems when subjected to heating, while the second one

efers to micelle aggregation and network formation. The temperature

nd viscosity values that mark the transition from the first to the sec-

nd phase are characteristic parameters of the gelation process. Indeed,

he temperature at the minimum of viscosity (T onset ) identifies the tem-

erature at which micelles reach the critical micellar volume required

o begin the gelation process [ 34 ]. This temperature was measured to

e 14.4 °C and 17.0 °C for DHP407 and D-DHP407 systems, respec-
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Fig. 6. In vitro Bovine Serum Albumin release profiles obtained by incubating 

DHP407 (light blue) and D-DHP407 (dark blue) hydrogels (15% w/V polymeric 

concentration) with Phosphate Buffered Saline solution (pH 7.4) at 37 °C for 

different time points up to 7 days. 
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ively. Therefore, the formation of DHP407 micelles and their aggre-

ation into an organized network required lower temperatures to start

ompared to D-DHP407 ones, according to CMT values measured at the

ano-scale. Such different behavior can be probably ascribed to the pres-

nce of a pendant hydrophobic moiety along DHP407 chains, which fa-

ored their arrangement into micelles, thus reducing the contact with

he surrounding water molecules. Beside these initial differences, then

he systems behaved similarly during the sol-to-gel transition as the reg-

stered profiles were completely overlapped in the second phase. Lastly,

he third phase defines the gel state and should be characterized by

 temperature-independent viscosity trend. Conversely, both DHP407

nd D-DHP407 profiles showed an unexpected viscosity decrease at

6 °C and 38 °C, respectively. However, this behavior was not due to

 further transition within the material but rather to network disentan-

lements resulting from the application of a continuous strain to the

amples [ 35 ]. 

In addition, frequency sweep tests performed on both sol-gel systems

t different temperatures evidenced similar behaviors in the process of

el formation and development upon heating ( Fig. 5 _D–F). Hence, such

haracterization definitely proved that the acid treatment performed to

emove Boc-caging groups did not considerably alter D-DHP407 system

apability to undergo gelation compared to DHP407 formulations. Based

n the conventionally defined relationship occurring between the stor-

ge (G’) and the loss (G ”) moduli values [ 40 ], the characterized sol-gel

ystems turned out to be mainly in the sol state at 25 °C, in a bipha-

ic phase at 30 °C and not-completely developed gels at 37 °C. Indeed,

he crossover frequencies between G’ and G ” moduli (i.e., 0.45 rad/s

nd 0.5 rad/s for DHP407 and D-DHP407, respectively) were regis-

ered within the investigated angular frequency range, meaning that

 strong relationship between both moduli and the angular frequency

till occurs at 37 °C. However, although the gelation process was not

ompleted at physiological temperature, the 15% w/V concentrated for-

ulations were able to give a macroscopically solid gel, in accordance

ith the qualitative Tube Inverting tests. Such observations were fur-

her supported by data obtained from strain sweep tests performed at

7 °C, which provided differences between the storage and loss mod-

li lower than one order of magnitude (i.e., Δ(G’-G ”) @0.01% 

= 4.5 kPa

nd 4.1 kPa for DHP407 and D-DHP407 gels, respectively) (Fig. S7).

owever, although both systems showed a similar degree of network

evelopment, remarkably different critical deformations (i.e., the strain

alues at the end of the linear viscoelastic region) were measured at

hysiological temperature, i.e., 11.6% and 18.6% for DHP407 and D-

HP407, respectively. This different capability to withstand applied

eformation can be attributed to a different network organization in

he presence of exposed secondary amino groups. Specifically, the

resence of these hydrophilic functional groups enhances the forma-

ion of H-bonds between micelles and stronger interactions between

hem and the surrounding water molecules. Hence, such additional

bridges ” finally led to the achievement of a more resistant hydrogel

etwork compared to that of DHP407 formulation, in accordance with

revious results on hydrogels exposing carboxylic groups along PEU

hains [ 35 ]. 

.3. In vitro assessment of hydrogel releasing capability and biological 

erformances 

The suitability of the engineered hydrogels as multifunctional for-

ulations for the treatment of infected chronic wounds was in vitro in-

estigated in accordance with the 3R (refinement, reduction, replace-

ent) principles. Specifically, system releasing capability was tested by

tudying the release profile of a model protein; then, their injectability

nd shape maintenance were assessed in simulated physiological con-

itions and lastly, system biological performances in their perspective

pplication as wound treatments were proved by means of antimicro-

ial/antibacterial tests and compatibility tests performed in accordance

ith the ISO 10993-5 regulation. 
273 
.3.1. In vitro Bovine Serum Albumin release study 

In view of hydrogel application in the management of hard-to-close

kin wounds for the in situ release of drugs/biomolecules, Bovine Serum

lbumin (BSA) was selected as model protein. Indeed, the main objec-

ive was to evaluate the feasibility to potentially deliver hydrophilic

olecules characterized by different molecular weights, such as low

olecular weight agents (e.g., Adenosine [ 45 ]), growth factors (e.g.,

ascular Endothelial Growth Factor [ 46 ]) and high molecular weight

latelet-Reach Plasma (PRP) [ 47–49 ]. To this purpose BSA was loaded

t 1 mg/mL concentration in DHP407 and D-DHP407 hydrogels and its

elease profile was evaluated up to 7 days in physiological-mimicking

onditions ( Fig. 6 ). Both systems were able to avoid burst release phe-

omena and successfully deliver their payload over time, in agreement

ith previous results obtained on similar PEU-based hydrogels releas-

ng anti-inflammatory drugs [ 35 , 50 ]. In detail, after 24 h of incubation,

he released BSA was measured to be 33.7 ± 5.0% and 24.6 ± 1.2% of

he total loaded amount for DHP407 and D-DHP407 systems, respec-

ively. However, slight differences were observed in drug release kinet-

cs, probably ascribed to the differences in gel network organization

nd strength (according to the previously reported rheological consid-

rations) and BSA electrostatic interaction with hydrogel material. More

n detail, the formation of a stronger D-DHP407 gel network and the en-

anced –NH-mediated BSA/polymer interactions could initially slightly

inder payload release, in accordance with findings on PEU hydrogels

ncapsulating Ibuprofen Sodium Salt [27] . However, after 4 days of in-

ubation, an inversion in BSA release trend was recorded with released

mounts from D-DHP407 hydrogels becoming significantly higher than

hose from DHP407 systems. Such observation can be explained con-

idering the overall higher hydrophilicity of D-DHP407 formulations,

ausing higher absorption of watery medium (as reported in a previ-

us work on similar formulations [29] ) and consequently, the release

f higher amounts of payload compared to DHP407 hydrogels. More

n detail, within the first time points of incubation, the stronger D-

HP407 gel network decreased its swelling capability; however, when

he medium began to considerably infiltrate the network, progressive

issolution phenomena prevailed over the system stability, resulting in

eleased BSA amounts significantly higher compared to DHP407 sys-

ems (i.e., 79.2 ± 3.1 and 89.7 ± 2.7% for DHP407 and D-DHP407,

espectively, after 7 d of incubation). As the polymeric concentration

as the same, such differences in release kinetics were attributed to the

resence of exposed hydrophilic secondary amino groups and superior

ydrophilicity of D-DHP407 than DHP407 hydrogels. 

.3.2. Evaluation of hydrogel injectability 

Hydrogel injectability was investigated to evaluate system capabil-

ty to precisely and mini-invasively deliver their therapeutic payload.

o this purpose both DHP407 and D-DHP407 formulations were pre-

ared at 15% w/V polymeric concentration and equilibrated at 4, 25 and
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Fig. 7. Qualitative injectability tests performed to eval- 

uate DHP407 and D-DHP407 potentialities as carri- 

ers for the mini-invasive or topical administration of 

drugs/biomolecules in the treatment of hard-to-close skin 

wounds. Injection of PEU formulations in the sol state 

through a G21 needle in a piece of chicken meat (A) and 

cross-sections along y- and z-axes (B and C, respectively) 

upon incubation for 15 min at 37 °C. Evaluation of hy- 

drogel capability to adapt to the wound morphology (D) 

upon injection in the sol state (E) and to keep the shape 

after the sol-to-gel transition (F). 

Table 3 

Evaluation of DHP407 and D-DHP407 injectability in the sol (4 °C), semi-gel 

(25 °C) and gel (37 °C) state through needles with different internal diameters. 

Injectability of PEU sol-gel formulations 

G22 G21 G18 G16 

4 °C DHP407 
√ √ √ √

D-DHP407 
√ √ √ √

25 °C DHP407 
√ √ √ √

D-DHP407 
√ √ √ √

37 °C DHP407 ✗ ✗ 
√ √

D-DHP407 ✗ ✗ 
√ √
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s  

t  
7 °C to achieve the sol, semi-gel and gel state. Then, at each tempera-

ure, injection was performed through needles with different diameters

 Table 3 ). 

All tested conditions evidenced an easy injectability of both DHP407

nd D-DHP407 formulations. However, too high pressures were required

o achieve a continuous flow when injected through G22 and G21 nee-

les at physiological temperature (i.e., in the gel state). Hence, they

ere considered not injectable in this condition. 

Furthermore, to qualitatively evaluate the potential resistance ex-

rted by the tissues during injection, both formulations were also in-

ected in the sol state in a piece of chicken meat ( Fig. 7 _A) by using a

21 needle. Then, the chicken meat was equilibrated at 37 °C for 15 min

nd cross sections were performed to assess gelling solution dispersion

ithin the tissues ( Fig. 7 _B and C). Both systems turned out to be easily

njectable in the sol state and able to remain in the injection site upon a

uick heating up to physiological temperature as a consequence of their

ol-to-gel transition. 

Lastly, system potentialities as topical delivery carrier able to exploit

emperature changes to adapt to the wound morphology, undergo in

itu gelling and keep the shape over time were qualitatively assessed

 Fig. 7 _D). To this purpose, an hole was first made into an apple, then

t was filled with the gelling formulation in the sol state and finally,

ncubated at 37 °C for 15 min ( Fig. 7 _E). The cross-section performed

long the z-axis confirmed the capability of the system to remain in the

esired site ( Fig. 7 _F), thus providing promising results in view of the

pplication such PEU-based systems were designed for. 

.3.3. In vitro poly(ether urethane) cytocompatibility 

Hydrogel cytocompatibility was assessed according to ISO 10993-

 using NIH-3T3 murine fibroblasts and a multiplex assay to simulta-
274 
eously evaluate cell cytotoxicity and cell viability ( Fig. 8 _A and B).

o this purpose, cells were cultured for 24 h in the presence of hy-

rogel extracts and in complete medium as control condition. Results

howed no cytotoxicity ( Fig. 8 _A). On the other hand, the metabolic

ctivity of cells cultured for 24 h in the presence of D-DHP407 ex-

racts was similar to the control (i.e., 92.8% ± 4.2%), while that of

ells in contact with DHP407 extracts was significantly lower evidencing

on-cytocompatibility of DHP407 hydrogel ( Fig. 8 _B). Indeed, although

HP407 extracts did not directly provoke cell membrane disruption,

hey progressively induced cells to achieve a quiescent condition. The

ifferent behavior of the extracts was attributed to changes in PEU hy-

rophobic/hydrophilic balance after deprotection. The removal of the

ydrophobic Boc-protecting group caused the exposure of hydrophilic

NH functionalities, increasing overall PEU hydrophilicity. Thus, after

eprotection, any PEU chains dissolved in the extracts showed reduced

apability to interfere with cell membranes. 

Furthermore, to evaluate whether gel extracts could potentially af-

ect cell proliferation, cells were cultured in extract-enriched media or

omplete medium (as control condition) for different time points up

o 72 h. At each time interval, cells were lysed and the concentra-

ion of released lactate dehydrogenase (LDH) was quantified through

he CytoTox-ONE TM assay. Cell proliferation was reported by referring

he amount of released LDH at each time point to the initial time, i.e.,

4 h after seeding and before the addition of hydrogel extracts ( Fig. 8 _C

nd D). Cells treated with DHP407 extracts showed no proliferation

apability and poor metabolic activity from 24 to 72 h culture time.

urthermore, cells appeared round-shaped as an evidence of a non-

iable status ( Fig. 8 _C and D). On the contrary, cells treated with D-

HP407-enriched medium showed an increasing proliferation rate up

o 48 h that was measured not to be statistically different compared

o the control, as further supported by bright-field images of cell mor-

hology ( Fig. 8 _C and D). Therefore, although a slight reduction in the

roliferation trend was observed after 3 days, D-DHP407 extracts did

ot affect NIH-3T3 proliferation capability, thus providing promising

reliminary results in view of future hydrogel use in wound healing

pplications. 

.3.4. In vitro poly(ether urethane) antimicrobial activity 

Based on the literature, to exert a remarkable antimicrobial activ-

ty, engineered antimicrobial polymers should show specific features,

uch as amphiphilicity, high molecular weight and exposure of posi-

ively charged functional groups to improve polymer interaction with
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Fig. 8. Biocompatibility evaluation of hydrogel extracts according to ISO 10993-5. Cytotoxicity of DHP407 (light blue) and D-DHP407 (dark blue) formulations 

tested through the CytoTox-ONE TM assay and calculated with respect to the positive control (A). Cell viability tested for DHP407 (light blue) and D-DHP407 (dark 

blue) PEUs through the CellTiter-Blue assay and calculated with respect to cells cultured in normal conditions (B). Proliferation capability of cells treated with 

complete medium (CTRL, gray) and DHP407 and D-DHP407 extracts (light- and dark-blue, respectively) up to 72 h (C). Cell proliferation was evaluated by referring 

the concentration of released lactate dehydrogenase at each time point to that of the initial time (i.e., cells cultured for 24 h in normal conditions to allow adherence). 

Bright-field images of CTRL, DHP407- and D-DHP407-treated cells at 24, 48 and 72 h to visually inspect cell proliferation (D). 
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he negatively charged bacteria membrane [18–20] . In this work, the

ntimicrobial activity of the synthesized amphiphilic high molecular

eight DHP407 and D-DHP407 PEUs was investigated against standard

trains of S. aureus, P. aeruginosa, E. coli and C. albicans, being the micro-

ial species primarily responsible for infections and biofilm formation

n human chronic wounds [1–3] . Specifically, these PEUs differ for the

xposure of secondary amino groups along D-DHP407 chains. The same

ests were also performed on P407 macrodiol as control condition for

olymer amphiphilicity. Fig. 9 shows the optical density of cell suspen-

ions co-incubated for 24 h with different concentrations of the three

ompounds. The same polymeric formulations were also tested for cy-

ocompatibility to verify that the observed antibacterial activity was as-
275 
ribed to engineered polymer features rather than to polymer-induced

ytotoxic effects (Fig. S8). 

In the case of the Gram-positive strain S. aureus , P407, DHP407 and

-DHP407 formulations were able to inhibit bacterial growth up to 33%,

8% and 77%, respectively, at 25 mg/mL concentration. DHP407 and

-DHP407 resulted to be more effective compared to P407 ( p < 0.0001)

s a consequence of their higher molecular weight (i.e., �̄� 𝑤 = 33 kDa

s. 12 kDa as assessed through SEC analysis). Indeed, as Gram-positive

acteria show a loose cell wall, higher molecular weight polymers are

ble to more effectively diffuse across and disrupt bacteria membrane

ompared to lower molecular weight polymers [ 18 , 20 ]. Furthermore,

t all tested concentrations, the antimicrobial effect of DHP407 and
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Fig. 9. Antimicrobial activity of the synthesized DHP407 and D-DHP407 poly(ether urethane)s and the amphiphilic P407 macrodiol at 24 h on S. aureus (A), P. 

aeruginosa (B), E. coli (C) and C. albicans (D), measured by optical density. 
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-DHP407 was comparable ( p > 0.05) suggesting that in this case

he contribution of exposed secondary amino groups and different hy-

rophilic/hydrophobic balance on antibacterial activity was negligible.

Differently from Gram-positive bacteria, Gram-negative bacteria are

haracterized by a double cell membrane, forming an additional bar-

ier against antimicrobial agents/polymers that makes Gram-negative

acteria contamination more difficult to eradicate. Indeed, no antibac-

erial activity ( p > 0.05) was detected against the Gram-negative strain

. aeruginosa . Conversely, all tested polymers were able to inhibit the

rowth of the Gram-negative strain E. coli in a concentration-dependent

anner, with DHP407 formulations being the most effective. Specifi-

ally, the highest inhibition was measured at 25 mg/mL concentration

or P407 (34%) and DHP407 (75%), and at 0.78 mg/mL concentra-

ion for D-DHP407 (32%). Hence, the role exerted by the hydropho-

ic/hydrophilic balance in DHP407 formulations prevailed over expo-

ure of –NH groups in D-DHP407 ones. Such evidences were further

upported by CMC results showing a lower value for DHP407 PEU (i.e.,

7.5 𝜇g/mL) compared to P407 and D-DHP407 (i.e., 18.9 𝜇g/mL and

9.7 𝜇g/mL, respectively). 

Lastly, concerning C. albicans, no antifungal activity was exerted by

407 and DHP407 ( p > 0.05). Conversely, D-DHP407 was able to coun-

eract fungal growth in a concentration-independent manner with in-

ibitions in the range of 29–31% ( p < 0.0001). This result could be

ttributed to the presence of secondary amino groups in D-DHP407 re-

ulting in some antifungal activity. 

. Conclusion 

Antibiotic-free formulations able to tackle infections, avoiding bacte-

ia resistance and promoting tissue regeneration, are highly demanded

s systems for the efficient management of chronic skin ulcers. In this

esearch, an injectable thermosensitive drug delivery hydrogel with in-

rinsic antimicrobial properties was designed for potential application

n the mini-invasive treatment of infected hard-to-close wounds. An am-

hiphilic high molecular weight poly(ether urethane) (PEU) with Boc-

rotected secondary amino groups was first synthesized from Poloxam-

r® 407 macrodiol and N-Boc diethanolamine chain extender. Synthe-

is reaction was optimized with the aim to maximize the chain exten-

ion polymerization step. Secondary amino-groups were exposed along

EU chains by acid treatment and the number of –NH groups/chain
276 
as quantified (4.5 × 10 20 ± 1.8 × 10 19 units/g of polymer). The ex-

osure of –NH groups did not significantly alter thermo-responsiveness,

hile affected the payload release kinetics and the biological response.

n detail, at the nanoscale, the PEU exposing -NH groups formed slightly

arger micelles and clusters as a consequence of the repulsion among

ositively charged amino groups and more favored interactions with

urrounding water molecules. However, Critical Micellar Temperature

as not affected. The investigation of system thermo-responsiveness at

he macro-scale allowed the identification of the most promising hydro-

el concentration (i.e., 15% w/V) with sol-gel behavior for application

n drug delivery. Although PEU gelling solutions showed similar sol-gel

ransition kinetics, a slightly stronger gel network was achieved in the

resence of –NH groups. Moreover, the different network organization

as found to affect the drug release kinetics, suggesting the possibility

o exploit this feature as a means to tune drug/biomolecule release. 

Concerning the biological response, extracts from Boc-protected PEU

ydrogels compromised cell viability and proliferation. However, at

ower cytocompatible concentrations, Boc-protected PEU formulations

howed a remarkable antimicrobial activity against both Gram-positive

i.e., S. aureus ) and Gram-negative bacteria (i.e., E. coli ) as a conse-

uence of their amphiphilic nature and high molecular weight. On the

ther hand, after deprotection, hydrogels with exposed –NH moieties

howed significantly improved biocompatibility (evaluated following

SO 10993-5) and supported fibroblast proliferation similarly to control

onditions. Moreover, D-DHP407 formulations showed a strong antimi-

robial activity against the Gram-positive S. aureus . Furthermore, the

resence of –NH, which protonation degree increases with decreasing

he pH, improved antifungal activity against C. albicans . 

Lastly, both PEU formulations were easily injectable through needles

f different sizes, and underwent gelling within few minutes in physio-

ogical conditions. 

Therefore, due to their injectability, intrinsic antifungal ability and

ntimicrobial properties against Gram-positive bacteria, and ability for

radual and controlled release of their payload, deprotected PEU hydro-

els are promising for future exploitation as multi-functional injectable

ystems for the treatment of hard-to-heal wounds. 

ppendix A. Supplementary material 

Supplementary figures 
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